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Nuclear graphites more than 10 brands were oxidized wiwh water 
vapor in helium and then some selected graphites were irradiated with 
fast neutron in the Japan Materials Testing Reactor to clarify the 
effect of radiation damage of graphite on their reaction behaviors. 
The reaction was carried out under a well defined condition in the 
temperature range 800 <•« 1000°C at concentrations of water vapor 0.38 
~1.30 volume percent in helium flow of total pressure of 1 atm. The 
chemical reactivity of graphite irradiated at 1000 ± 50°C increased 

21 2 linearly with neutron fluence until irradiation of 3.2 x 10 n/cm . 
The activation energy for the reaction was found to decrease with 
neutron fluence for almost all the graphites, except for a few ones. 
The order of reaction increased from 0.5 for the unirradiated graphite 

20 2 to 1.0 for the graphite irradiated up to 6.0 x 10 n/cm . 
Experiment was also performed to study a superposed effect between 

the Influence of radiation damage of graphite and the catalytic action 
of barium on the reaction rate, as well as the effect of catalyser of 
barium. It was shown that these effects were not superposed upon each 
other, although barium had a strong catalytic action on the reaction. 

Keywords: Nuclear Graphite, Reaction with Water Vapor, Reaction Rate, 
Activation Energy, Order of Reaction, Radiation Damage, Catalytic Effect 
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照射前および照射済み原子炉用黒鉛材料の

ヘリウム中水蒸気との反応

日本原子力研究所東海研究所燃料工学部

今井 久・野村真三・黒沢 武

藤井賞美夫・佐々木泰一

( 1980年 10月2日受理)

10種類以上の照射前原子炉用黒鉛材料についてヘリウム中水蒸気による高温の反応試験

を行うとともに，その中から数種類の黒鉛材料を選んで JMTRで中性子照射し，照射済

み黒鉛材料の反応速度，反応速度の温度依存性，および反応次数等におよぽす放射線損傷

の影響を調べた。実験は直径 llmm，長さ 50mmの試験片を使用し，全圧1気圧，650mf 

/minのヘリウム気流中で実施した。反応温度は800-1∞Ooc 水蒸気濃度範囲は0.38-

1.30γ。である。

1∞o:t 500Cで中性子照射された黒鉛材料の1∞Oocにおける反応速度は照射量の増加

とともに直線的に増加したが， 3.2 X 10 21n/cm2の照射最でも照射前の値の 2倍を超え

ることはなかった。反応の活性化エネルギーは大部分の黒鉛材料では照射によって減少し

たが，含有不純物量の多い一部の黒鉛材料では逆に増加したものがあった。反応の次数は

照射前黒鉛材料は0.5であったが 10000Cで 6.0X 102・n/cm2まで照射された材料では 1.0

で，照射により増加した。

また，反応におよiますパリウムの触錬作用について調べるため，パリウムを添加した黒

鉛材料についても実験を行った。バリウムはきわめて強い正触媒で反応速度を加速するが

高温の黒鉛:表面では不安定で蒸発しやすく その触媒作用は時間の経過とともに減少する

ことが明らかになった。さらに放射線損傷の影響とバリウムの触媒効果が相乗して作用し，

互の効果を強め合うことがないことを確認した。
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1. INTRODUCTION 

In the design of the Very High Temperature Gas Cooled Reactor 

planned at Japan Atomic Energy Research Institute, the outlet tempera

ture of the coolant helium is expected to be 1000°C under operating 

condition. This means that the surface temperature of graphite compo

nents will be around 1200°C and the condition is very severe for the 

corrosion of the core graphite materials. The weight loss of graphite 

components due to corrosion will result in decrease of their mechanical 

strength and also their thermal conductivity, which could lead to a 

safety related consequence. In the reactor core environment, there 

might be an irradiation enhancement of the corrosion rate by the creation 

of new chemical active sites in the graphite and also by the formation 

of active species of gaseous impurities in helium. The chemical reac

tivity of graphite itself during irradiation, however, might not be 

expected to increase so much, because the created active sites would 

be annealed out at high temperatures in the reactor. The yield of 

active species resulted from the radiolysis of impurity gas (G value) 

will be increased in helium through the so-called Penning effect which 

is the secondary transfer of energy from excited helium to impurity 
'1) gas.v It is therefore important to obtain a better understanding on 

the corrosion behavior of graphite under the reactor operating condition. 

The present studies were made by an out-of-pile experimental apparatus 

to obtain the reaction data of graphites with water vapor in helium gas, 

and the effects of radiation damage in graphite materials caused by fast 

neutron irradiation on the corrosion reaction of graphite with humidi

fied helium are described. 

- 1 -
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2. EXPERIMENTAL 

2.1 Materials 

2.1.1 Graphite 

Nuclear graphites used in the experiment are listed along with some 

of their characteristics in Table 1. These graphites were classified 

into two groups of the gilso-carbon and of the petroleium-coke base 

graphites according to their starting raw material. Each group was 

further subdivided into extruded graphites and pressed (or molded) ones 

according to the manufacturing process employed. Cylindrical specimens 

50.0 mm length and 11.0 mm diameter were used; their average weight and 

the geometrical surface area were 8.5 g and 20.0 cm 2, respectively 

(Fig.l). From a large block of graphite, 15 specimens were cut out so 

as to eliminate the specimen-to-specimen variation in graphite samples 

as much as possible. The longer side of each specimen was cut parallel 

to extrusion or perpendicular to pressing. The apparent density, 

electrical resistivity aud Young's modulus were measured for all 15 

specimens of each graphite brand, and the specimens having the values 

within the standard deviation among them were selected and used for this 

study. The surface of each specimen was washed with carbon tetrachlo

ride of reagent grade and dried for 160 hours in a clean atmosphere at 

120°C. The specimens were irradiated in the Japan Materials Testing 

Reactor up to 3.2 x 10 2 1 n/cmz (E > 0.18 MeV) over the temperature range 

between 800~1200°C. 

2.1.2 Gas 

Helium of six nine grade in purity was used without purification. 

A certain amount of water vapor was fed from distilled water to the 

- 2 -
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helium. The contents of oxygen and the other impurity gas in the humi

dified helium were kept less than 0.1 and 1 vpm, respectively. 

2.2 Apparatus 

The apparatus used in the experiment is schematically shown in 

Pig.2. In order to avoid radioactive contamination in the laboratory, 

only the reaction part of the apparatus was set in a low pressure box 

(Fig.3). The most part of the apparatus consisted of Pyrex glass tubes, 

except for the high temperature reaction part, which was made of a 

silica glass tube. The helium gas containing water vapor was preheated 

by passing through a silica glass wool packed in the section just ahead 

of the specimen and then flowed to react over the heated graphite. 

The helium-water vapor mixture was prepared by bubbling of the helium 

through the distilled water kept at a controlled temperature. During 

the reaction, the concentration of water vapor in helium was continually 

monitored by a moisture meter. At the outlet, the gas was released into 

the atmosphere through a mercury sealing device. The reaction tempera

ture was automatically controlled by a regulator of an accuracy of ±1°C. 

The reaction products were analyzed by a gaschromatograph equipped with 

two kinds of detectors of helium ionization and of flame ionization. 

The flame ionization detector was provided with nickel catalyser column 

for analysis of carbon mono and dioxide, in which both the gases were 

reduced to methane. 

2.3 Procedure 

The cylindrical specimen mounted on a four points holder was set in 

the reaction tube and heat-treated at 1000°C in a vacuum of 10~ 3 pascal 

- 3 -
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for several hours prior to the reaction, in order to eliminate surface 

complexes and adsorbates on its surface. Pre-oxidation treatment for 

the graphites were not carried out. Before starting the reaction, the 

dry helium was introduced into the reaction tube heated up to a pre

determined reaction temperature, and then the reaction was initiated 

by mixing of water vapor into the dry helium flow of total pressure of 

1 atmosphere. A fraction of gas passed through the reaction tube was 

led into the gaschromatograph for analysis at regular intervals. The 

reaction was carried out at a gas flow rate, above which no further 

increase in the reaction rate was found. The gas flow rate was 650 

ml/min which corresponded to a linear flow rate of 5.7 cm/sec over the 

specimen surface. 

3. BASIC CONSIDERATION 

It is known that in high temperature reaction of graphite with 

water vapor, there are two kinds of the primary reactions (1), (2) and 

of the main secondary ones (3), (4) as follows: 

C + H 20 = H 2 + CO (1) 

C + 2H 20 = 2H 2 + C0 2 (2) 

CO + H 20 = H 2 + C0 2 (3) 

C + 2H2 " CH., (4) 

Values of the equilibrium constants for the primary and secondary 
(2) reactions are presented in Table 2 . In the gasification of graphite 

by corrosive gas, the following empirical informations are known for the 
(2) progress of reaction in connection with the Gibbs' free energy, AF, 
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for severa1 hours prior to the reaction， in order to e1iminate surface 

comp1exes and adsorbates on its surface. Pre-oxidation treatment for 

the graphites were not carried out. Before starting the reaction， the 

dry he1ium was introduced into the reaction tube heated up to a pre-

determined reaction temperature， and then the reaction was initiated 

by mixing of water vapor into the dry he1ium flow of tota1 pressure of 

1 atmosphere. A fraction of gas passed through the reaction tube was 

1ed into the gaschromatograph for analysis at regu1ar intervals. The 

reaction was carried out at a gas f10w rate， above which no further 

increase in the reaction rate was found. The gas flow rate was 650 

m1/min which corresponded to a 1inear flow rate of 5.7 cm/sec over the 

specfmen surface. 

3. BASIC CONSIDERAT10N 

工tis known that in high temperature reaction of graphite with 

water vapor， there are two kinds of the prfmary reactions (1)， (2) and 

of the main secondary ones (3)， (4) as fol1ows: 

C + H20 = H2 + CO (1) 

C + 2H20 = 2H2 + C02 (2) 

CO + H20 = H2 + C02 (3) 

C + 2H2 .. CH .. (4) 

Values of the equi1ibrium constants for the primary and secondary 

reactions are presented in Table 2C2) 1n the gasifica山 nof graphite 

by corroslve gas. the following empirical informations are known for the 

(3) progress of reaction in connection with the Gibbs' free energy， AF~ 
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where -AF is expressed by the well known formula, RT£nK. 

i) AF < 0 ; The reaction easily proceeds. 

if.) 0 < AF < 10 Kcal/mole ; The gasification can proceed, but not 

easily. 

±tL> 10 Kcal/mole < AF ; The reaction can proceed only under a 

favorable condition. 

The corrosion of graphite with water vapor is expected to proceed easily 

at temperatures above 700 °C. 

4. RESULTS AND DISCUSSION 

4.] Rate of reaction 

4.1.1 Unirradiated and irradiated graphites 

Hydrogen, as well as carbon monoxide, was found to be the primary 

product in the reaction of graphite with water vapor at high temperatures. 

Carbon dioxide and hydrocarbons were also found in the product gas, but 

they were a small amount compared with the primary product gases at 

high temperatures. The reaction rate was calculated from the yields of 

gaseous carbon compounds formed in the reaction and the flow rate of 

the gas. Only the specimens cut parallel to extrusion or perpendicular 

to pressing was employed in the experiment, because it was found in the 

preliminary study that the grain orientation in specimen gave very 

little effect on the rate of reaction. The reaction rate at 1000 °C 

rapidly increased in the initial stage of reaction and then gradually 

turned a mild rising (Fig.4a). The increase of reaction rate with the 

reaction time can be ascribed to development of the surface area caused 

by the reaction, because the reaction rate of 7477PT graphite was found 
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where四 I:!.Fis expressed by the well known formu1a， RT J/，n K. 

i) ~F < 0 The re~ction easi1y proceeds. 

n) 0 < dF < 10 Kca1/mole The gasif1cat1on can proceed， but not 

easi1y. 

革) 10 Kca1/mo1eく sF The react10n can proceed on1y under a 

favorab1e condition. 

The corrosion of graphite with water vapor 1s expected to proceed easily 

at temperatures above 700 oC. 

4. RESULTS AND DISCUSSION 

4.] Rate of reaction 

4.1.1 Unirradiated and irradiated graphites 

Hydrogen， as well as carbon monoxide， was found to be the primary 

product in the reaction of graphite with water vapor at high temperatures. 

Carbon dioxide"and hydrocarbons were also found in the product gas， but 

they were a sma11 amount compared with the primary product gases at 

high temperatures. 百lereaction rate was calcu1ated from the yields of 

gaseous carbon compounds formed in the reaction and the flow rate of 

the gas. On1y the specimens cut paral1el to extrusion or perpendicular 

to pressing was emp10yed in the experiment， because it was found in the 

preliminary study that the grain orientation in specimen gave very 

1ittle effect on the rate of reaction. The reaction rate at 1000 Oc 

rapid1y increased in the initial stage of reaction and then gradua11y 

turned a mild ri8ing (Fig.4a). 質問 increa8eof reaction rate with the 

reaction time can be ascribed to deve10pment of the surface area caused 

by the reaction， because the reaction rate of 7477PT graphite was found 
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to increase in proportion to increasing cf the surface area as shown 

in Table 3 . For the unirradiated graphites the reaction rates were 

found to be in a range 0.4~3.0 mg/cm2-hr at 1000 °C under 0.65 volume 

percent water vapor in the helium for 10 hours (Table I). Only the 7477 

graphite showed a pronounced high rate, although the rates of the other 

graphites were less than 1.0 mg/cm2*hr. 

The reaction rate at temperatures lower than 950 °C went through a 

maximum value at a very initial stage and showed a mild increasing with 

the elapse of reaction time again (Fig.4b). It is known from the result 

in Fig.4b that there might be two kinds of carbon atoms in reactivity, 

the active and the less active. The higher rate in the initial stage 

can be regarded to be due to the reaction of the active carbon atom. 

The active carbon atom was consumed in the initial stage of reaction as 

seen in Fig.4b, but the higher rate was reproduced in the second run 

on the same specimen which has been heat-treated in vacuum at 1000 °C 

after the reaction. It is therefore considered that the active carbon 

is not anything like powder which was formed through shaping process of 

the specimen but the active atom on the surface of graphite specimen. 

Desorption treatment for the reacted graphite at high temperatures may 

enable to reform from the less active atom to the active carbon one 

because of removal of the edge carbon atoms accompanied with desorption 

of chemisorbed foreign atoms . ' However, the difference in 

reactivity between the active and the less active did not appear in the 

reaction at 1000 °C because of the increase of reaction rate of the 

less active carbon atom. The reaction rate of unirradiated 7477PT 

graphite under 0.65 volume percent water vapor showed 30 yg/cm2-hr at 

900 °C and 1 pg/cm2«hr at 800 °C in each steady state of the reaction. 

The reaction rate of 7477PT graphite irradiated at 1000 ±50 °C is 
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to increase in proportion to increasing cf the surface area as shown 

in Tab1e 3. For the unirradiatt::d graphites the reaction :rates were 

found to be in a range 0.4司 3.0mg/cm2・hrat 1000 Oc under 0.65 vo1ume 

percent water vapor in the he1ium ror 10 hours (Table工). On1y the 7477 

graphite showed a pronounced high rate. although the rates of the other 

graphites were less than 1.0 mg/cm2・h:c.

The r.eaction rate at temperatures lower than 950 Oc went through a 

maximum va1ue at a very initia1 stage and showed a mi1d increasing with 

the e1apse of reaction time again (Fig.4b). 工tis known from the resu1t 

~n Fig.4b that there might be two kinds of carbon atoms in reactivity. 

the active and the less active. The higher rate in the initial stage 

can be regarded to be due to the reaction of the active carbon atom. 

The active car10n atom was consumed in the initial stage of reaction as 

seen in Fig.4b. but the higher rate was reproduced in the ~econd run 

on the same specimen which has been heat-treated in vacuum at 1000 Oc 

after the reaction. 工tis therefore considered that the active carbon 

is not anything 1ike powder which was formed through shaping process of 

the specimen but the active atom on the surface of graphite specimen. 

Desorption treatment for the reacted graphite at high temperatures may 

enab1e to reform from the less active atom to the active carbon one 

because of remova1 of the edge carbon atoms accompanied with desorption 

(4.5.6) 
of chemisorbed foreign atoms;~ ， J ， vJ However， the difference in 

reactivity between the active and the 1ess active did not appear in the 

reaction at 1000 Oc because of the increase of reaction rate of the 

1ess activ'e carbon atom. The reaction rate of unirradiated 7477PT 

graphite under 0.65 vo1ume percent water vapor showed 30μg/cm2・hrat 

900 Oc and 1 pg/cm2・hrat 800 Oc in each steady state of the reaction. 

The reaction rate of 7477PT graphite irradiated at 1000:t 50 Oc is 
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shown in Fig.5 as function of carbon gasified during the reaction at 

0.65 volume percent water vapor concentration at 1000 °C. The rates of 

reaction for the irradiated graphites were higher than those of the un

irradiated ones in the same kind of graphite, except for the SMl-24 

graphite. The results for SMl-24 graphite are shown in Fig.6. It was 

impossible to determine the irradiation effect on the reaction rate of 

SMl-24 graphite because of some scatters of the rates of the unirradiated 

ones. It can be also seen in Fig.5 that the chemical reactivity 

increases with neutron fluence for the graphite irradiated at 1000 ± 50 °C. 

Fig.7 shows a relation between neutron fluence and the reaction rate of 

7477PT graphite, in which the reaction rates are plotted for each 

burn-off of 1, 5 and 10 mg/cm2. The reactivity of 7477PT graphite 

irradiated at 1000 ± 50 °C increased linearly with neutron fluence until 

irradiation of 3.2 x 10 2 1 n/cm2. The reaction rate of 7477PT graphite 

can be expressed with neutron fluence as follows: 

R(mg/cm2«hr) = 8.6 x 10~ 2 3F + 0.21 for 1 mg/cm2 burn-off (5) 

R(mg/cm2«hr) = 9.5 x 10~ 2 3F +0.32 for 5 mg/cm2 burn-off (6) 

R(mg/cm2«hr) = 10.0 x 10~ 2 3F + 0.42 for 10 mg/cm2 burn-off (7) 

where R is the reaction rate and F is the fluence of neutron (n/cm2) 

ab ove 0.18 MeV. The fluence dependence of the reaction rate (that means 

the slope of line in Fig.7) slightly increased with progress of burn-off. 

In Fig.8, the reaction rates of various graphites irradiated up to 

3.2 x 10 2 1 n/cm2 at 950 °C were shown as a function of burn-off (mg/cm2). 

The reaction behavior of the irradiated graphite (the shape of line in 

Fig.8) was similar to that of the unirradiated one of the same kind of 

graphite. Fig.9 shows the same relation as Fig.7 for three kinds of 
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shown in Fig.5 as function of carbon gasified during the reaction at 

0.65 v01ume percent water vapor concentration at 1000 oc. The rates of 

reaction for the irradiated graphites were higher than those of the un-

irradiated ones in the same kind of graphite， except for the SM1-24 

graphite. The resu1ts for SMl-24 graphite are shown in Fig.6. It was 

impossib1e to determine the irradiation effect on the reaction rate of 

SM1-24 graphite because of some scatters of the rates of the unirradiatecl 

ones. It can be a1so seen in Fig.5 that the chemica1 reactivity 

increases with neutron fluence for the graphite irradiated at 1000:!: 50 oc. 

Fig.7 shows a re1ation between neutron f1uence and the reaction rate of 

7477PT graphite， in which the reaction rates are p10tted for each 

burn-off of 1， 5 and 10 mg/cm2 • 官le reactivity of 7477PT graphite 

irradiated at 1000:!: 50 Oc increased 1inear1y with neutron f1uence unti1 

irradiation of 3.2 x 1021 n/cm2 • The reaction rate of 7477PT graphite 

can be expressed with neutron f1uence as fo110ws: 

R(mg/c百12・hr)= 8.6 x 10-23F + 0.21 for 1 mg/cm2 burn-off (5) 

R(mg/cm2・hr)= 9.5 x 10-23F + 0.32 for 5 mg/cm2 burn-off (6) 

R(mg/cm2・hr)= 10.0 x 10四 23F+ 0.42 for 10 mg/cm2 burn-off (7) 

where R is the reaction rate and F is the f1uence of neutron(n/cm2) 

above 0.18 MeV. 百lCf1uence dependence of the reaction rate (that means 

the s10pe of line in Fig.7) slight1y increased with progress of burn四 off.

In Fig.8， the reaction rates of various graphites i工・radiatedup to 

3.2 X 1021 n/cm2 at 950 Oc were shown as a function of burn-off (mg/cm2). 

笥lereaction behavior of the irradiaterl graphite (the shape of 1ine in 

Fig.8) was simi1ar to that of tbe unirradiated one of the same kind of 

graphite. Fig.9 shows the same re1ation as Fig.7 for three kinds of 

-7 -



JAERI-M 9153 

graphites, in which only the reaction rate at 1 mg/cm2 burn-off was 

plotted. It is observed that the effect of irradiation was the largest 

for 7477PT graphite, but the rate did not go up to over twice that of 

the unirradiated one, even at a neutron fluence of 3.2 x 10 z l n/cm2. 

It was also found that irradiation gave less effect on the reaction 

rates of IE1-24 and H327 when they were compared with the 7477PT 

graphite. The 7477PT seems to be one of the graphites which easily 

makes the new chemical active sites in it during neutron irradiation. 

The reaction rate of 7477PT graphite irradiated at 1200 °C is given 

along with one irradiated at 1040 °C in Fig.10, although their neutron 

fluence is not equal for each irradiation temperature. The reaction 

rate of the graphite irradiated at 1200 CC seems to have a lower value 

of 70 ~ 80 percent to the graphite irradiated at 1040 °C, if they would be 

compared at a same neutron fluence. It is considered that the lower 

rate of reaction for the graphite irradiated at the higher temperature 

is due to annealing of the radiation damage in the graphite. Some 

experimental equations which showed a relation between the reaction rate 

and burn-off were formulated to fit for the behavior of reaction at 

1000 °C (Table 4 ) . The reaction rate at any burn-off will be able to 

be calculated by these equations. It must be recognized that the coef

ficients in the equations differed from graphite to graphite and also 
1.. 

changed with neutron fluence. 

4.1.2 Catalysis of barium 

Barium is well known as one of the typical fission product having 

a strong catalytic action on the reaction of graphite with water vapor. 

The fission product can participate in the reaction of the surface by 

the migration through the graphite structure materials such as the fuel 
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graphite8， in which only the reaction rate at 1 mg/cm2 burn-off was 

p10tted. lt i8 observed that the effect of irradiation wa8 the 1argest 

for 7477PT graphite， but the rate did not go up to over twice that of 

the unirradiated one， even at a neutron f1uence of 3.2 x 1021 n/cm2
• 

lt was a180 found that irradiation gave 1ess effect on the reaction 

rates of IEl-24 and H327 when they were compared with the 7477PT 

graphite. 官le7477PT seems to be one of the graphites which easi1y 

makes the new chemica1 active sites in it during neutron irradiation. 

百lereaction rate of 7477PT graphite irradiated at 1200 Oc is given 

a10ng with one irradiated at 1040 oC in Fig.10， a1though their neutron 

f1uence is not equal for each irradiation temperature. The reaction 

rate of the graphite irradiated at 1200 Oc seems to have a 10wer va1ue 

of 70 -80 percent to the graphite irradiated at 1040 oc， if they would be 

compared at a same neutron f1uence. It is considered that the lower 

rate of reaction for the graphite irradiated at the higher temperature 

is due to annea1ing of the radiation damage in the graphite. Some 

experimenta1 equations which showed a relation between the reaction rate 

and burn-offwere formulated to fit for the behavior of reaction at 

1000 Oc (Tab1e 4). 宮崎 reactionrate at any burn-off wi11 be ab1e to 

be ca1cu1ated by the8e equations. Itmust be recognized that the coef-

ficientsin the equations differed from graphite to graphite and a1so 

changed with neutron f1uence. 

4.1.2 Cata1ysis of barium. 

Barium 18 wel1 known as one of the typica1 fission product having 

(7) a strong cata1ytic action on'the reaction of graphite with water vapor; 

The fission product can participate in thereaction of the surface by 

the migration through the graphite structure materials such as the fuel 
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sleeve. From a point of view described above, study on barium catalysis 

was also carried out using the pure graphite, 7477PT to avoid the 

catalytic effect of the other impurity contained in graphite. Contami

nation of the specimen was conducted by a vacuum impregnation method 

using barium hydroxide solution and the impregnated specimen was dried 

for 24 hours in a clean air at 120 °C. And then the contaminated 

specimen was heateJ for 4 hours in a vacuum to intercalate barium into 

the graphite crystallite. Although most of the barium was vaporized 

through the heating process at 1000 °C, it was confirmed by X-ray dif-

"fraction analysis that a part of the barium formed a intercalation in 

the graphite. 

Fig.11 shows the reaction behavior of the unirradiated 7477PT 

graphite contaminated with barium, as well as that of the non-contaminated 

graphite. The concentration of barium in the examined specimen was 

13 yg/cm2 in geometrical surface area and the reaction temperature was 

1000 °C. The barium in unirradiated graphite made the chemical reac

tivity increase by a factor of 20 in the initial stage of the reaction 

at 1000 °C but the rate decreased down with the reaction time in contrast 

with the behavior of the non-contaminated graphite. This decrease of 

the rate means reduction of the barium concentration on the surface of 

graphite with progress of the reaction. In gasification of graphite, 

it is generally known that metal impurity contained in graphite is 

accumulated as ash on the surface of graphite during the reaction and 

its reaction rate is accelerated due to the catalytic action of ash with 

the elapse of time. Thus, the result obtained here indicates that barium 

ash is not able to exist in a stable form on surface of graphite under 

high temperatures. It was found that there were a number of pits on 

the surface of reacted barium-graphite and the reaction locally proceeded. 
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s1eeve. From a point of view described above， study on barium cata1ysis 

was also carried out using the pure graphite， 7477PT to avoid the 

cata1ytic effect of theother impurity contained in graphite. Contami-

nation of the specimen was conducted by a vacuum impregnation method 

using barium hydroxide s01ution and the impregnated specimen was dried 

for 24 hours in a c1ean air at 120 oc. And then the contaminated 

specimen was heate~ for 4 hours in a vacuum to intercalate barium into 

the graphite crysta11ite. A1though most of the barium was vaporized 

through the heating process at 1000 oC， it was confirmed by X-ray dif-

fraction analysis that a part of the barium formed a intercalation in 

the graphite. 

Fig.11 shows the reaction behavior of the unirradiated 7477PT 

graphite contaminated with barium， as we11 as that of the non-contaminated 

graphite. The concentration of barium in the e玄aminedspecimen was 

13 vg/cm2 in geometrical surface area and the reaction temperature was 

1000 oc. The barium in unirradiated graphite made th己 chemica1reac-

tivity increase by a factor of 20 in the initial stage of the reaction 

at 1000 Oc but the rate decreased down with the reaction time in contrast 

with the behavior of the non園 contaminatedgraphite. This decrease of 

the rate means reduction of the barium concentration on the surface of 

graphite with progress of the reaction. In gasification of graphite， 

it is genera11y known that metal impurity contained in graphite is 

aceumu1ated as ash on the surface of graphite during the reaction and 

its reaction rate is accelerated due to the catalytic action of ash with 

the e1apse of time. Thus， the result obtained here ind:lcates that barium 

ash is not ab1e to exist in a stable form on surface of graphite under 

high temperatures. It was found that there were a number of pits on 

the surface of reacted barium田 graphiteand thereaction local1y proceeded. 
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Ttaa reaction at 1000 °C wes also carried out on the irradiated 

graphite contaminated with barium, the graphite of which has been irra

diated up to 2.0 x 10 2 1 n/cmz with fast neutron at 950 °C (Fig.12). 

The catalytic effect appeared only in the initial stage of reaction and 

the reaction rate soon decreased down to the level of that of the irra

diated graphite without barium. It is considered from this result that 

there is no superposed effect between the enhancement by radiation damage 

and the acceleration by catalysis. 

There will be very little barium on the surface of graphite struc

ture materials in the reactor during the operation, comparing with the 

concentration of barium used in this experiment. It may therefore be 

concluded that barium in the fission products does not make any trouble 

on the graphite corrosion in the reactor environment. 

4.2 Temperature dependence of reaction rate 

The experiment was carried out in the temperature range 800 ~ 900 °C 

at the concentration of water vapor of 0.65 volume percent in helium. 

The apparent energy of activation for the reaction was found to be in 

a range 45~90 Kcal/mole for the unirradiated graphite. In general, 

the graphite containing much more impurities in quantity had the lower 

energy of activation than the purified one. The apparent activation 

energy for the 7477PT graphite irradiated at 1000 ±50 °C was given as a 

function of neutron fluence in Fig.13. The activation energy of 7477PT 

graphite gradually decreased with fluence and the value seemed to result 

in about 70 percent that for the unirradiated one when irradiation went 

on, Temperature dependence of the reaction rate was lowered by irradia

tion for almost all the graphites, but those for a few graphites such 

as the 7477 and the IM2 increased in contrast to the majority. 
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Th~ reaction at 1000 Oc w~s a180 carried out on the irradiated 

graphite contaminated with barium， the graphite of which has been irra-

diatedup to 2.0 X 1021 n/cm2 with fast neutron at 950 Oc (Fig.12). 

百 ecatalytic effect appeared only in the initial stage of reaction and 

the reaction rate soon decreased down to the level of that of the irra-

diated graphite without barium. It is considered from this resu1t that 

there is no superposed effect between the enhancement by radiation damage 

and the acceleration by catalysis. 

官lerewill be very litt1e barium on the surface of graphite struc-

ture materials in the reactor during the operation. comparing with the 

concentration of barium used in this experiment. It may therefore be 

conc1uded that barium in the fission products does not make any trouble 

on the graphite corrosion in the reactor environment. 

4.2 Temperature dependence of reaction rate 

百leexperiment was carried out in the temperature range 800押 900Oc 

at the concentration of water vapor of 0.65 volume percent in helium. 

苛leapparent energy of activation for the reaction was found to be in 

a range 45岬 90Kcal/mole for the unirradiated graphite. 工ngeneral， 

the graphite containing much more impurities in quantity had the lower 

energy of activation than the purified one. The apparent activation 

energy for the 7477PT graphite irradiated at 1000:!: 50 Oc was given as a 

function of neutron fluence in Fig.13. 百leactivation energy of 7477PT 

graphite gradually decreased with fluence and the value seemed to resu1t 

in about 70 percent that for the unirradiated one when irradiation went 

on. Temperature dependence 0: the reaction rate was lowered by irradia-

tion for almost a11 the graphites， but thosefor a few graphites such 

as the 7477 and the IM2increased in contrast to the majority. 
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The following mechanisms are considered for the change of the 

apparent energy of activation. 

(1) Change of the heat of adsorption of the irradiated graphite for 

the reactant gas; the following relation is held, E a = E-Q, where 

E a and E are the apparent and true energies of activation, and Q is 

the heat of adsorption for the gas . 

(2) Change in the catalysis activity of impurity contained in the 

graphite which can affect carbon gasification. It is known that 
(9) the catalysis activity changes by irradiation. 

(3) In the gas-graphite reaction, the activation energy is known to 

change with the pre-exponential fictor which corresponds to the 

concentration of active site. ' . A relation, mE-lnA = constant 

is held, where m is a proportional constant and A is the pre-

exponential factor in the Arrehenius equation, rate = A exp(-E/RT). 

(4) There is a temperature difference between reaction spot and matrix 

substance in the heterogeneous reaction such as graphite-gas. The 

heat of reaction would lead the reaction spot to various tempera

tures corresponding to the rate of reaction and the temperature 

difference can give various activation energies on the same 

reaction. 

It is very difficult to show clearly the mechanism which caused the 

change of apparent energy of activation, beause it is considered to have 

changed by complex combination among the four phenomena above-mentioned. 

However, the decrease of apparent energy of activation may be mainly 

ascribed to increase of the heat of adsorption for water vapor which 

resulted from disordering introduced in the graphite crystallite by 

neutron irradiation. On the other hand, the increase of energy with 
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lhe fo11owing mechanisms are considered for the change of the 

apparent energy of activa~ion. 

(1) Change of the heat of adsorption of the irradiated graphite for 

the reactant gas; the fo11owing re1ation is held， Ea E -Q， where 

Ea and E are the apparent and true energies of activation， and Q is 

(8) 
the heat of adsorption for the gas~ 

(2) Change in the cata1ysis activity of impurity contained in the 

graphite which can affect carbon gasification. 1t is known that 

(9) 
the cata1ysis activity changes by irradiation: 

(3) 1n the gas-graphite reaction， the activation energy is known to 

ch~nge with the pre四 exponentialf'1ctor which corresponds to the 

(10) 
concentration of active site;--' A re1ation， mE -1nA constant 

is he1d， where m is a proportiona1 constant and A i8 the pre-

exponential factor in the Arrehenius equation， rate = A exp(ーE!RT).

(4) 沼lereis a temperature difference between reaction spot and matrix 

substance in the heterogeneous reaction such as graphite-gas. The 

heat of reaction wou1d 1ead the reaction spot to various tempera-

tures corresponding to the rate of reaction and the temperature 

difference can give various activation energies on the same 

(11) 
reaction: 

It is very difficu1t to show c1ear1y the mechanism which caused the 

change of apparent energy of activation， beause it is considered to have 

changed by comp1ex clJmbination among the four phenomena above皿宜lentioned.

However， tbe decrease of apparent energy of activation may be main1y 

ascribed to increaEie of the heat of adsorption for water vapor which 

resu1ted from disordering introduced in the graphi~e crystal1ite by 

neutron irradiation. On the other hand. the .increase ，of energy with 
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fluence, which is observed for the reactions of 7477 and IM2 graphites, 

may be correlated with impurity in the graphite. Both the graphites 

have contained much more impurity, especially vanadium and nickel, in 

quantity than the other graphites. Ash in the majority graphites are 

300 ppm or less, while both the 7477 and the IM2 graphites contain about 

1000 ppm ash. The apparent energy of activation for various graphites 

were shown as a part of the rate equation in Table 5. Contamination 

with barium lowered the apparent energy of activation for the reaction. 

The unirradiated 7477PT graphite with 3 yg/cm2 barium showed an activa

tion energy of 32 Kcal/ntole, but this value would change with barium 

content • 

4.3 Order of reaction 

There is a general agreement that experimental data on the rate of 

reaction of graphite by water vapor fit an equation of Langtauir-

Hinshelwood type as follows: 

k l CH,0 

where C„ _ and C„ are the concentrations of water vapor and hydrogen, 

and the constants kj, k2 and k3 are functions of one or more rate constants. 

Here, C^ is zero in this study since there is no hydrogen in the reactant 

gas. Thus a simple equation is obtained from the reciprocal of the 

equation (4). 

R a t e k l C H 2 0 
(5) 
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f1uence， which is observed for the reactions of 7477 and IM2 graphites， 

may be corre1ated with impurity in the graphite. Both the graphites 

have contained much more impurity， especia11y vanadium and nicke1， in 

quantity than the other graphites. Ash in the majority graphites are 

300 ppm or 1ess， whi1e both the 7477 and the 1M2 graphites contain about 

1000 ppm ash. The apparent energy of activation for various graphites 

were shown as a part of the rate equation in Tab1e 5. Contamination 

with barium 10wered the apparent energy of activation for the reaction. 

百leunirradiated 7477PT graphite with 3 ~g/cm2 bariumshowed an activa-

tion energy of 32 Kcal/mole， but this value would change with barium 
(10) 

ntent .~ 

4.3 Order of reaction 

There is a general agreement that experimental data on the rate of 

reaction of graphite by water vapor fit an equation of Langmuir-

Hinshelwood type as fol1ows: 
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where 1H
2
0 and C

H2 
are the concentrations of water vapor and hydrogen. 

and the constants k1， k2 and ka are functions of one or more rate constants. 

Here， 1H2 i自 zeroin this study since there is no hydrogen in the reactant 

gas. 百lUSa simple equation is obtained from the reciprocal of the 

equation (4). 

(5) 
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where K shows ka/ki. 

The order of reaction was measured at concentrations of water 

vapor between 0.38 and 1.30 volume percent at 1000 °C which was consid

ered to be the upper temperature of chemical controlled regime. The 

irradiated and unirradiated IEl-24 graphites were used for this purpose, 

in which the former have been irradiated up to 6.0 * 10 2 0 n/cm2 with fast 

neutron at 1000 °C. In accordance with the equation (5), the relation

ship of 1/Rate (1/mg/min) with 1/C (l/vol.%) was plotted by using 

the experimental data as shown in Fig.14, which gave straight lines in 

the range of experimental concentration. The following rate equations 

were obtained from analysis of the lines in Fig.14. 

1.17 x 10-" C H 2 Q 

Rate « ; for the unirradiated graphite 

^ (6) 
1 + 1.43 x 10 - l t C,. 

Rate - 1.34 x 10"* C„ Q for the irradiated graphite (7) 

The influences of water vapor concentration on the reaction rate 

were more understandably shown in Fig.15, in which the reaction rates 

were plotted as a function of water vapor concentration on log-log 

scale. These plotts give straight lines and the following relation can 

be obtained. 

**te " k ( C H 2 0 ) n ( 8 ) 

where k is the constant and n shows the order of reaction. The order 

of reaction at 1000 °C increased from 0.5 to 1.0 by irradiation of 

6.0 x io 2 0 n/cm2 at 1000 °C. The order of 1.0 for the irradiated 

graphite can be also known from the equation (7). There would be two 

- 1 3 -
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where K shows kg/k1・

The order of reaction was measured at concentrations of water 

vapor between 0.38 and 1.30 vo1u田 percentat 1000 Oc which was consid-

ered to be the upper temperature of chemica1 contro11ed regime. The 

irradiated and unirradiated IE1-24 graphites were .u::led for this purpose， 

in which the for皿 rhave been irradiated up to 6.0 X 1020 n/cm2 with fast 

neutron at 1000 oc. In accordance with the equation (5)， the re1ation-

shlp of 1/Rate (1/mg/min) with 1/Cu.n (1/vo1.%) was p10tted by uslng H20 

the experlmenta1 data as shown in Fig.14， which gave straight 1ines in 

the range of experimenta1 concentratlon. The fo11叩 lngrate equations 

were obtained from ana1ysis of the 1ines in Fig.14. 

Rate ，.. 

1.17 x 10回毎 C
H20 

1 + 1.43 x 10・・守 c 
-H20 

for the ¥Inlrradlated graphite 

(6) 

Rate ，.. 1.34 x 10叫 C
H20

for the irradlated graphite (7) 

The inf1uences of water vapor concentration on the reaction rate 

were more understandab1y shown in Fig.15， in which the reaction rates 

were p10tted as a function of water vapor concentration on log-1og 

sca1e. These p10tts glve straight 1ines and the fo11owing re1ation can 

be obtained. 

RateEK(C)nf8)  
H:iO 

where k i8 the constant and n shows the order of reaction. The order 

of reactlon at 1000 Oc lncreased from 0.5 to 1.0 by lrradiation of 

6.0 X 1020 n/cm2 at 1000・C. The order of 1.0 for the irradiated 

graphite can be a1so known fr咽 theequation (7). There wou1d be two 
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(12) factors which lead to increase of the order of reaction : the one is 

increase of release rate of the surface complex formed during the 

reaction and the other is increase of the active surface area of the 

irradiated graphite. It is, however, difficult to consider that the 

release rate of surface complex increase in the reaction of irradiated 

graphite. Disordering of crystallite lattice which was introduced by 

irradiation would rather serve to slow down the release rate of surface 

complex on the graphite. The increase of the order of reaction may be 

ascribed to increase of the active surface area of graphite. The 

dependence of the order upon the reaction temperature was not studied, 

but it is known that the order is insensitive with change of the reaction 
„ (13,14) temperature; 

4.4 Product gas 

In the reaction at high temperatures, a small amount of carbon 

dioxide was found in the product gases which were mainly composed of 

hydrogen and carbon monoxide. The fraction of carbon dioxide in the 

product gas, however, changed for each graphite and also by irradiation 

of graphite in the reaction at the same experimental condition. The 

graphite containing much more impurity generally showed the formation 

of a significant amount of carbon dioxide than the purified one. 

There was trace amount of carbon dioxide in the reaction of unirradiated 

7477PT graphite at 1000 °C, but the unirradiated 7477, which contained 

much more impurity than 7477PT, formed carbon dioxide of 15 volume 

percent in the total product gas. Carbon dioxide also increased in 

the reaction of the irradiated 7477PT graphite as seen in Fig.16, the 

graphite in which was irradiated up to 3.2 x 1 0 2 1 n/cm 2 at 950 °C. 
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(12) 
factors which lead to increase of the order of reaction'~-': the one is 

increase of release rate of the surface comp1ex formed during the 

reaction and the other is increase of the active surface area of the 

irradiated graphite. 1t is， however， difficult to ccrnsider that the 

release rate of surface comp1ex increase in the reaction of irradiated 

graphite. Disordering of crystal1ite lattice which was introduced by 

irradiation wou1d rather serve to slow d即 n the re1ease rate of surface 

complex on the graphite. The increase of the order of reaction may be 

ascribed to increase of the active surface area of graphite. Tae 

dependence of the order upon the react10n temperature was not studied， 

but it is known that the order 1s insens1tive with change of the reaction 

(13，14) 
temperature: 

4.4 Product ga自

1n the reaction at high temperatures， a smal1 amount of carbon 

dioxide was found in the product gases which were mainly compo8ed of 

hydrogen and carbon monoxide. The fraction of carbon dioxide in the 

product gas， however， changed for each graphite and a180 by irradiation 

of graphite in the reaction at the same experimenta1 condition. The 

graphite containing much more impurity genera11y showed the formation 

of a significant amount of carbon dioxide than the purified one. 

There was trace amount of carbon dio玄idein the reaction of u~irradiated 

7477PT graphite at 1000 oC， but the unirradiated 7477， which contained 

much more impurity than 7477PT， formed carbon dioxide of 15 v01ume 

percent in the tota1 product gas. Carbon dioxide a1so increased in 

the reaction of the irradiated7477PT graphite as seen in Fig.16， the 

graphite in which was irradiated up to 3.2 X 1021 n/cm2 at 950 oC. 
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The ratio C02/CO for the irradiated 7477PT graphite was 0.18 at 1000 °C 

and increased up to about 0.75 at 815 °C with decreasing of the reaction 

temperature, while that for the unirradiated one showed only 0.04 of 

CO2/CO even at 815 °C. There are two ways for the formation of carbon 

dioxide in the reaction of graphite with water vapor as follows: 

C + 2H 20 = 2H 2 + C0 2 Solid-gas reaction (9) 

CO + H 20 - H 2 + C0 2 Gas-gas reaction (10) 

where the carbon monoxide in the gas-gas reaction (10) is formed in the 

primary reaction (1). If carbon dioxide were produced in the gas-gas 

reaction, it should be significantly found even in the product gas for 

the unirradiated 7477PT graphite. It is, therefore, considered that 

carbon dioxide was formed in the solid-gas reaction as the equation (9). 

Fig.17 shows both atomic ratios of O/H in the product gases for the 

unirradiated and irradiated 7477PT graphites as a function of the time 

in the reaction at 1000 °C. The ratio 0/H for the irradiated graphite 

was much less than 0.5 in the initial stage of the reaction and gradual

ly approached to 0.5 line with the elapse of reaction time. On the 

other hand, the ratio 0/H for the unirradiated graphite showed 0.5 

except in the very initial stage of the reaction. As seen in the 

following chemical equations (11) and (12), the ratio 0/H in the product 

should always be 0.5. 

C + H 20 - H2 + CO, where ratio 0/H in product is 0.5 (11) 

C + 2H 20 - 2H 2 + C0 2, where ratio 0/H in product is 0.5 (12) 

The less ratio than 0.5, therefore, indicates that some of the oxygen 

form relatively stable surface complexes on the graphite in the primary 

- 1 5 -

JAERI目 M 9153 

The ratio c02/co for the irradiated 7477PT graphite was 0.18 at 1000 OC 

and increased up to about 0.75 at 815 Oc with decreasing of the reaction 

temperature， whi1e that for the unirradiated one showed on1y 0.04 of 

c02/co even at 815 oc. There are two ways for the formation of carbon 

dioxide in the reaction of graphite with water vap.or as f011ows: 

C + 2H20 = 2H2 + C02 So1id-gas reaction (9) 

CO + H20 = H2 + C02 Gas-gas reaction (10) 

where the carbon monoxide in the gas-gas reaction (10) is formed in the 

pri.阻 ryreaction (1). 工fcarbon dioxide were produced in the gas-gas 

reaction， it shou1d be significant1y.found even in the product gas for 

the unirradiated 7477PT graphite. It is， therefore， considered that 

carbon dioxide was formed in the solid-gas reaction as the equation (9). 

Fig.17 shows both atomic ratios of O/H in the product gases for the 

unirradiated and irradiated 7477PT graphites as a function of the time 

in the reaction at 1000 oc. 百leratio O/H for the irradiated graphite 

was much 1ess than 0.5 in the initia1 stage of the reaction and gradua1-

1y approached to 0.5 1ir-e with the. e1apse of reaction time. On the 

other h担 d，the ratio O/H for the unirradiated graphite sh叩 ed0.5 

except in the very initia1 stage of the reaction. As seen in the 

fo11叩 ingch四 ica1equations (11) and (12)， the ratio O/H in the product 

should a1ways be 0.5. 

C + H20 m H2 + CO， where ratio O/H in product i8 0.5 (11) 

C + 2H20 -2H2 + C02. where ratio O/H in product is 0.5 (12) 

The 1eS8 ratio than 0.5， therefore， indicates that 80me of the oxygen 

form re1ative1y stab1e 8urface. comp1e玄eson the graphite in the primary 
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attack with water vapor as the follows, 

C + H 20 - H 2 + C(0) (13) 

where C(0) represents the carbon-oxygen surface complex. It is diffi

cult to consider the formation of C(C>2) surface complex in the primary 

attack, because water molecule consists of an oxygen atom. Thus, it is 

considered that carbon dioxide is formed in the secondary attack with 

water vapor as the follows, 

C(0) + H 20 = H 2 + C0 Z (14) 

It was also found that there was a close relation between the 

reaction rate and the ratio CO2/CO as shown in Fig.18, in which the 

reaction rates at 1000 °C were plotted as a function of the ratio 

CO2/CO in the steady state. The ratio CO2/CO for the 7477PT graphite, 

as well as the reaction rate, increased with neutron fluence. And also 

the reaction rates of the various graphites irradiated at the same 

condition are found to be associated with the ratio of CO2/CO. These 

results may indicate that the oxygen in the equation (13) is chemisorbed 

on the lattice site which has been damaged by irradiation of fast 

neutron. The 7477PT graphite, which showed the highest ratio of C02/C0 

among the graphites irradiated up to 3.2 x 10 2 1 n/cm2, must be one of 

the graphites damaged easilly, and this consideration is consistent with 

the results shown in Fig.9. 

5. SUMMARY 

1. The reaction rate of unirradiated graphites were found to be 0.4~0.9 

mg/cm2«hr for 10 hours at 0.65 volume percent water vaper in helium at 

1000 °C, except for 3.0 mg/cm2'hr of the 7477 graphite. 
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attack with water vapor as the follows， 

C + H20 z H2 + C(O) (13) 

where C(O) represents the carbon-oxygen surface complex. 工tis diffi-

cu1t to consider the formation of C(02) surface comp1ex in the primary 

attack， because water mo1ecu1e consists of an oxygen atom. Thus， it is 

considered that carbon dioxide is formed in the secondary attack with 

water vapor as the fol1ows， 

C(O) + H20 = H2 + C02 (14) 

It was a1so found that there was a c10se re1ation between the 

reaction rate and the ratio c02/co as shown in Fig.18， in which the 

reaction rates at 1000 OC were p10tted as a function of the ratio 

C02/co in the steady state. 宝heratio∞2/co for the 7477PT graphite， 

as we11 as the reaction rate， increased with neutron f1uence. And a1so 

the reaction rates of the various graphites irradiated at the same 

condition are found to be associated with the ratio of C02/CO. 百lese

resu1ts may indicate that the oxygen in the equation (13) is chemisorbed 

on the 1attice site which has been damaged by irradiation of fast 

neutron・ The7477PT graphite， which showed the highest ratio of C02/CO 

among the graphites irradiated up to 3.2 X 1021 n/cm2， must be one of 

the graphites damaged easi11y， and this consideration is consistent with 

the resu1ts shown inFig.9. 

5. SUMMARY 

1. The rcaction rate of unirradiated graphites were found to be 0.4-0.9 

mg/cm2.hr for 10 hours at 0.65 vo1ume percent water vaper in he1ium at 

10000C， except for 3.0 mg/叩 2・hrof the 7477 graphite. 
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2. In the reaction at 1000 °C, the rates of graphites irradiated at 

1000±50 °C increased linearly with neutron fluence, but the rates did 

not go up over twice those of tk". unirradiated graphites at a neutron 

fluence of 3.2 x 10 2 i n/cm2. The higher irradiation temperature seems 

to give a less effect on the reaction rate, when the rate is measured 

on the graphite irradiated up to the same neutron fluence. 

3. The dependence of the reaction rate on temperature decreased with 

increase of the neutron fluence for almost all the graphites, except for 

a few graphites. The apparent energy of activation for the reaction of 

7477PT graphite was regarded to converge to 70 percent of that for the 

unirradiated graphite when the neutron irradiation was allowed to 

continue. 

4. The order of reaction was measured in the range of water vapor 

between 0.38 and 1.30 volume percent at 1000 °C. The order increased 

from 0.5 for the unirradiated graphite to 1.0 after the irradiation of 

6.0 x 10 2 0 n/cm2 at 1000 °C. 

5. The ratio of carbon dioxide to monoxide in the product gas increased 

by the irradiation and there was a close relation between the reaction 

rate and the ratio of C02/C0. 

6. Barium in the graphite greatly accelerated the reaction rate at 

1000 °C. In the reaction of irradiated graphite contaminated with 

barium, however, a superposed effect on the reaction rate was not able 

to be found between the enhancement by radiation damage and the 

acceleration by barium. 
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2. 工nthe reaction at 1000 oC， the rates of graphites irradiated at 

1000:!: 50 Oc increased linear1y with neutron f1uence， but the rates did 

not go up over twice those of th~ unirradiated graphites at a neutron 

fluence of 3.2 x 1021 n/cm2• The higher irradiation t回 peratureseeJ路

to give a 1ess effect on the reaction rate， when the rate is measured 

on the graphite irradiated up to the same neutron f1uence. 

3. The dependence of the reaction rate on temperature decreased with 

increase of the neutron f1uence for almost a11 the graphites， except for 

a few graphites. The apparent energy of activation for the reaction of 

7477PT graphite was regarded to converge to 70 percent of that for the 

unirradiated graphite when the neutron irrad1ation was a110wed to 

continue. 

4. The order of reaction was measured in the range of water vapor 

between 0.38 and 1.30 volume percent at 1000 oc. Tbe order increased 

frαn 0.5 for the unirradiated graphite to 1.0 after the irradiation of 

6.0 X 1020 n/cm2 at 1000 oc. 

5. The ratio of carbon dioxide to monox1de 1n the product gas increased 

by the irradiation and there was a close re1ation between the reaction 

rate and the ratio of C02/CO. 

6. Barium in the graphite great1y accelerated the reaction rate at 

1000 oc. ln the reaction of irradiated graphite contaminated with 

barium， however， a superposed effect on the reaction rate was not ab1e 

to be found between the enhancement by radiation damage and the 

acce1eration by barium. 
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Table 1. Characteristics of nuclear graphites 

Brand 
Raw 
Material 

Compaction 
Method 

Ash 
(ppm) 

Apparent 
Density 
(g/cm ) 

Butanol 
Density 
(g/cm ) 

c (002) 
0 o 
(A) 

a (110) o 
o 
(A) 

Lc(002) 
O 
(A) 

BAF 3 ) 

Reaction 
b) 

Rate 
V 'cntfhw 

SEG-RM-H Needle 
Coke Extrusion 1.70 2.222 6.723 2.463 780 1.68 0.8 SEG-RM-H Needle 
Coke Extrusion 1.70 2.222 6.723 2.463 780 1.68 0.8 

SMG Needle 
Coke Extrusion 20 1.75 2.209 6.726 2.462 470 1.10 1.6 

G163AS Needle 
Coke Extrusion 20 1.76 2.169 6.723 2.462 740 1.17 0.8 

IE1-24 Gilsonite 
Coke Extrusion 200 1.82 2.180 6.733 2.462 340 1.08 0.4 

IM2 Gilsonite 
Coke Molding 1000 1.78 2.211 6.742 2.461 330 1.01 0.7 

IM2-24 Gilsonite 
Coke Molding 200 1.76 2.167 6.752 2.461 330 0.5 IM2-24 Gilsonite 
Coke Molding 200 1.76 2.167 6.752 2.461 330 0.5 

SE2-24 Needle 
Coke Extrusion 170 1.72 2.206 6.730 2.463 530 1.15 0.8 

H327 Needle 
Coke Extrusion 300 1.77 2.227 6.721 2.462 640 1.49 0.4 

7477 Fine Nee
dle Coke Molding 1000 1.75 2.149 6.734 2.461 450 1.04 3.0 

7477PT Fine Nee
dle Coke Molding 5 1.74 2.155 6.733 2.461 450 1.00 0.6 

SM1-24 Needle 
Coke Molding 200 1.78 2.219 6.735 2.461 420 1.05 0.9 

IG-11 Fine Nee
dle Coke Molding 40 1.79 2.177 6.741 2.461 370 1.00 0.6 

a) Bacon Anisotropic Factor. 
b) Under 0.65 Vo water vapor in helium at 1000oC, for 10 hours 

』
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Characteristics of nuclear graphites 

Raw Compaction Ash Apparent Butano1 c (002) a~ (110) L~ (002) Reaction 

Brand Materia1 Method (ppm) Density Density o o c BAF a) b) 
。 。 。 Rate 

(g/cm
3
) (g/cm

3
) 

(A) (A) (A) 
(叩hth;

SEG-RM-R 
Need1e 

Extrusion 1. 70 2.222 6.723 2.463 .780 1.6P. o. 8 
Coke 一

SMG 
Need1e 

Extrusion 20 1. 75 2.209 6.726 2.462 470 1.10 1.6 Coke 

G163AS 
Needle 

Extrusion 20 1. 76 2.169 6.723 2.462 740 1.17 0.8 
Coke 

IE1-24 
Gi1sonite 

Extrusion 200 1.82 2.180 6.733 2.462 340 1.08 0.4 
Coke 

IM2 
Gi1sonite 

Mo1ding 1000 1. 78 2.211 6.742 2.461 330 1.01 0.7 
Coke 

IM2-24 
Gi1sonite 

Mo1ding 200 1. 76 2.167 6.752 2.461 330 o. 5 
Coke 一

SE2-24 
Need1e 

Extrusion 170 1.72 2.206 6.730 2.463 530 1.15 O. 8 
Coke 

R327 
Need1e 

Extrusion 300 1.77 2.227 6.721 2.462 640 1.49 0.4 
Coke 

7477 
Fine Nee-

Mo1ding 1000 1. 75 2.149 6.734 2.461 450 1.04 3.0 
d1e Coke 

7477PT 
Fine Nee-

Mo1ding 5 1. 74 2.155 6.733 2.461 450 1.00 0.6 
d1e Coke 

SMl-24 
Needle 

Mo1ding 200 1. 78 2.219 6.735 2.461 420 1.05 0.9 
Coke 

IG-ll 
Fine Nee-

Mo1ding 40 1. 79 2.177 6.741 2.461 370 1.00 0.6 
d1e Coke 

Table 1 

l
H
由

l

Bacon Anisotropic Factor. 

Under 0.65 v/u water vapor in helium. at lODOo
C. for 10 hours 

a) 

b) 
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Table 2 Equlibrium constants for graphi te—water vap^r and 
associated reactions 

T 
XK) 

K p 
T 

XK) C + H 2 0 = C + 2 H 2 0 = C O + H 2 0 = C + 2H 2 = 
= CO + H 2 = C 0 2 + 2 H 2 = C 0 2 + H 2 = CH 4 

298.16 9.525 x l O - 1 ' 9.891 x 10" 1 2 1.038 x 10 5 7.918 x 10* 

400 7.339 X 10"" 1.136 x 10" 7 1.548 x 10 3 3.146 x 10 5 

500 2.217 x 10~7 3.043 x 10" 5 1.372 x 10 2 2.676 x 10 3 

600 4.813 x 10" 5 1.361 x 10" 3 28.274 1.001 x 10 2 

700 2.288 x 10~3 2.154 x 1 0 ' 2 9.4126 8.929 

800 4.183 x 1 0 - 2 0.1765 4. 2191 1.403 

900 0.403 0.9251 2. 2972 0. 3230 

1000 2.4689 3.5345 1.4316 5.799 x 10" 2 

1100 10.9078 10.7363 0.9843 3.650 x 10- 2 

1200 37.6051 27.3540 0.7274 1.476 x 1 0 - 2 

1300 1.069 x 10* 60.5268 0.5657 7.868 x 10" 3 

1400 2.616 x 10 2 1.201 x 10 2 0.4591 4.290 x 10" 3 

Table 3 Changes of reaction rate and surface area with progress of 
reaction at 1000°C for 7477PT graphite 

B u m - o f f 

(mg/cm*) 

Reaction rate 

(mg/cm 2 . hr) 

Specific 
surface area 

( m V g ) 

•Increase 
of reaction rate 

, Reacted ,. 
^ Initial ; 

Increase 
of specific surface 

area 
, Reacted . 
*- Initial ; 

0 0.06 0.24 0 0.06 0.24 

0.4 0.20 0.81 3.33 3.38 

2.0 0.36 i.41 6.00 5.88 

4.6 0.43 1.76 7.17 7.33 

- 2 0 -
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Table 2 Equli brium constants for graphite -water varr， and 
associated r白ctions

Kp 

T 

叱K) C+HzO= C + 2H20= CO+H20= C + 2H2= 

= CO+Hz =C02+ 2H2 =C02+H?， = CH. 

298.16 9.525 X 10-17 9.891 X 10-12 1. 038 X 105 7.918 X 108 

400 7.339 X 10-11 1. i36 X 10-7 1. 548 X 103 3.146 X 105 

500 2.217 X 10-7 3.043 X 10-5 1. 372 x 102 2.676 X 103 

6∞ 4.813 X 10-5 1.361 X 10-3 28.274 1.001 X 102 

700 2.288 X 10-3 2.154 X 1O ~2 9.4126 8.929 

800 4.1回 x10:-2 0.1765 4.2191 1.403 

9∞ 0.403 0.9251 2.2972 0.3230 

1000 2.4689 3.5345 1.4316 D.799 X 10-2 

1100 10.9078 10.7363 0.9843 3.650 X 10-2 

1200 37.ω51 27.3540 0.7274 1.476 X 10-2 

1300 1.069 X 102 肌 5268 0.5657 7.868 X 10-3 

1400 2.616 X 102 1.201 X 102 0.4591 4.290 X lO-3 

Table 3 Changes of reaction rate and surface area with progress of 

leaction at 10000C for 7477PT gra~Jhite 

Specific -Increase Increase 
Bum-off Reaction rate 

surface area of reaction rate of specific surface 

area 

(mg/cm') 加g/cmZ• hr) (m2/g) 
Reacted 

( R;~;.::? ) ( Initi亙一) Initia1 

。 0.06 0.24 一
0.4 0.20 0.81 3.33 3.38 

2.0 0.36 i.41 6.00 5.88 

4.6 0.43 1.76 7.17 7.33 
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Table 4 Relations between reaction rate and burn—off in reaction at 
0.65% H 2 0 , at 1000°C. 

Brand Irradiat ion 

(n/cm2) 

Relation 

7477PT R = -0.00b78B2 + 0.06080B.+ 0.30492 - 0.02879/B 7477PT R = -0.00b78B2 + 0.06080B.+ 0.30492 - 0.02879/B 

SMI-24 R = -0.00341B2 + 0.09434B + 0.52432 - 0.07461/B SMI-24 R = -0.00341B2 + 0.09434B + 0.52432 - 0.07461/B 

IM2-24 R = -0 00009B2 + 0.01627B + 0.84226 - 2.46973/B IM2-24 R = -0 00009B2 + 0.01627B + 0.84226 - 2.46973/B 

7477PT 3.2 x 10 2 1 

at 950°C 
R = -0.00180B2 + 0.05820B + 0.72780 - 0.01366/B 

SMI-24 1.2 x 10 2 1 

at 950°C 
R = -0.00078B2 + 0.01932B + 0.63041 - 0.17558/B 

H327 3.2 x 10 2 1 

at 950°C 
R = -0.00683B2 + 0.08834B + 0.38340 - 0.01359/B 

R = Reaction rate in mg/cm .hr 
2 

B = Burn-off in mg/cm 

Table 5 Rate equations for various graphites 

Brand Irradiation 
(n /cm ! ) 

Rate equation 
(mg / c m 2 . hr ) 

7477 PT 2.7 x 10Mexp ( - " . M ' / R T ) 7477 PT 2.7 x 10Mexp ( - " . M ' / R T ) 

7477 5.5 x 107 exp ( - « , , M , / R T ) 7477 5.5 x 107 exp ( - « , , M , / R T ) 
SMI - 2 4 1.3 x 10 Kexp ( - " ' M D / R T ) SMI - 2 4 1.3 x 10 Kexp ( - " ' M D / R T ) 
IM2 - 2 4 3.0 x 10" exp C " M , M 0 / R T ) IM2 - 2 4 3.0 x 10" exp C " M , M 0 / R T ) 

IM2 4.7 x I0 1 0 exp (-«>•••• / R T ) IM2 4.7 x I0 1 0 exp (-«>•••• / R T ) 
H327 4.6 x 10" exp ( - , , , 0 " / R T ) H327 4.6 x 10" exp ( - , , , 0 " / R T ) 

7477PT 3.2 x 10 2 1 

at 950°C 1.3 x 10" exp ( - M . W / R T ) 

7477 6 x 10" 
at 1000°C 2.1 x 10"exp ( - M , M , / R T ) 

SMI - 2 4 1.2 x 10" 
at 950°C 2.0 x 10" exp ( - " ' " " / R T ) 

IM2 6 x 10" 
at 1000°C 2.1 x 10 wexp ( - • l i M , / R T ) 

H327 6 x 10" 
. at 1000°C 4.7 x 10" exp r " ' M , / R T ) 

- 2 1 -
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Table 4 Relations between r回 .ctionrate剖 dburn-off in reaction at 

0.65~令 H2 0 ， at 1ωOoc. 

8rand Irradiation Re1ation 

(n/cm2) 

7477PT R = -0.00h788
2 
+ 0.060808十 0.30492-0.02879/8 

SMl-24 R =・0.003418
2+ 0.094348 + 0.52432・0.07461/8

IM2-24 R =・o000098
2 + 0.01627B + 0.84226 -2.46973/B 

7477PT 3.2x10 。c 21 R =・0.001808
2+ 0.05820B + 0.72780・0.01366/8

at 950 

SM1・24 1.2 x 10
21 

R =・0.00078B
2+ 0.01932B + 0.63041・0.17558/8

at 9500C 

H327 3.2 x 10
21 

R =・O.∞683B
2
+ 0.08834B + 0.38340・0.01359/B

at 9500C 
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Table 5 Rate equations for various graphites 

Brand 
Irradiat ion Rate equation 

(n/cm2) (mg /cm2 • hr) 

7477 PT 2.7 X 1014 exp (-17.・0・/RT)

7477 5.5 x 10 7 exp (ー“.00・/RT)

SMl -24 1.3 x 1012exp (・-73.000/R T) 

1M2 -24 一一 3.0 X 1014 exp ( -gz.o帥/RT)

1M2 4. 7 x 10 10 exp (-“.OOO/RT) 

H327 4.6 X 101・exp(-18.0・・/RT)

7477 PT 3.2 X 1021 
1.3 x 10" exp (-“'剛 /RT)at 9500C 

7477 6 X 102・ 2.1 x 10 12 exp (-74.・o・/RT)
at 10000C 

1.2 x 10副
SMI -24 at 9500C 

2.0 X 1012 exp (-71，ω・/RT)

1M2 6 X 1021 
2.1 x 1014exp (-.I.ooo/RT) 

at 10000C 

H327 6 X 1021 
4.7 x 10" exp (-11...・/RT)at 1∞OoC 
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Fig, 1 Specimens used in high temperature reaction 

Fig. 3 Whole view of reaction apparatus and furnace in box 
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Fig; 2 Apparatus for reaction of graphite with water vapor in helium 

』
〉
伺
何
日

1
玄

白

同

品

目

白

He 

川ぉUlmQOUg・

凹
l
N
臼

l

U湖 T相官p.助th

α'ICII1OI'nωer 
/ 

Cold trap Rotary夙Jmp

API渇ratusfor r回 cti∞ofgraphite wi th water va伊rin hel ium Fig; 2 



JAERI-M 9153 

-10' 10QO°C 

1 ' • ' ' • ' • ' ' • ' ' ' I ' • • ' I • 

900°C 

(b) 

o ' • • • • : ' • • • • ' * • • • ' • • • • ' • 
0 5 10 15 20 

. Reaction Time (hr) 

Fig. 4 Typical behaviors of reaction of graphite with water vapor 
at 900 and 1000 °C 
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Fig. 5 Reaction rate of 7477PT graphite at 1000 °C and 
0. 65% of water vapor in helium 
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Fig. 6 Reaction rate of SMI-24 graphite at 1000 °C and 
0. 65% of water vapor in helium 
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Fig.7 Effect of neutron fluence on reaction rate of 7477PT 
graphite at 1000°C and 0.65% of water vapor in helium. 
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Fig. 8 Reaction rates of irradiated graphites at 1000 °C 
and 0. 65% of water vapor in helium 
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Fig.9 Effect of neutron fluence on reaction rates of various 
graphites at 1000°C and 0. 65% of water vapor in helium. 
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Fig. 8 Reaction rates of irradiated gr却hites at 10000C 
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Fig. 10 Reaction rate of irradiated 7477PT graphites at 1000°C 
and 0. 65% of water vapor in helium. 
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Fig.11 Reaction rate of barium contaminated 7477PT graphite at 1000°C 
and 0. 65% of water vapor in helium. 
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Fig. 12 Reaction rate of irradiated graphite contaminated with barium 
at 1000°C and 0. 65% of water vapor in helium. 
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Fig .12 React ion rate of irradiated graphite contaminated wi th barium 

at 10000C and 0.65% of water vapor in helium. 
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Fig.14 Relation between reciprocal of reaction rate and reciprocal of 

water vapor concentration . 
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Fig. 15 Relation between reaction rate and water vapor concentration 
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Fig. 16 Change of /QQ * n product gas as a function of reaction 
temperature. 
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Fig. 17 Change of 0 / H in product gas as a function of reaction time, 
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Fig .16 Change ofα)2/....A in product gas as a function of reaction ιo 
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Fig.17 Change of O/H in product gas as a function of reaction time. 
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