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ELESTRES: Performance of Nuclear Fuel,
Circumferential Ridging, and Multiaxial
Elastic-Plastic Stresses in Sheaths

by M. Tayal

Abstract

The finite element code ELESTRES models the two-dimensional axisymmetric
behaviour of a CANDU fuel element during normal operation. The main focus of
the code is to estimate temperatures, fission gas release, and axial variations of
deformations/stresses in the pellet and in the sheath. Thus the code is able to
predict details like stresses/strains at circumferential ridges.

This paper describes the current version of ELESTRES. The emphasis is on a
recent addition: multiaxial stresses in the sheath near circumferential ridges. For
accuracy in the critical region, a fine mesh is used near the ridge. To keep com-
puting costs low, a coarse mesh is used near the midplane of the pellet.

Predictions of ELESTRES show good agreement with about 80 measurements
of fission-gas-release. In this paper, we also present ELESTRES predictions of
hoop strains in sheaths, for two irradiations: element ABS and bundle GB. For
both irradiations, predictions, compare favourably with measurements. An illus-
trative example shows that near circumferential ridges, bending contributes to
multiaxial stresses in the sheath. This can have a significant effect on sheath
integrity, such as during stress-corrosion-cracking due to power-increases, or
during corrosion-assisted-fatigue due to power-cycling.

Presented at the International
Conference on CANDU Fuel,
Chalk River, Canada.

1986 October 6-8
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ELESTRES : Comportement du combustible nucléaire,
effet bambou et contraintes élastoplastiques
multiaxiales dans les gaines

par M. Tayal

Résumé

Le code d'éléments finis, ELESTRES, représente les modales du comportement
axisymâtrique bidimenslonnel d'un élément combustible CANDU durant l'exploita-
tion normale. Le code a pour objectif principal d'évaluer les températures, les
libérations de gaz de fission et les variations axiales des déformations ou con-
traintes dans la pastille et la gaine. Ainsi, le code peut prévoir des détails comme
les contraintes ou les tensions aux boursouflures annulaires.

Le présent document décrit la version actuelle de l'ELESTRES et insiste tout par-
ticulièrement sur un phénomène nouveau : les contraintes multiaxiales dans la
gaine près des boursouflures annulaires. Pour plus de précision dans la zone criti-
que, on se sert d'un réseau à mailles serrées près de la boursouflure. Et pour
que tes coûts d'informatique restent le plus bas possible, on se sert d'un réseau
à grosses mailles près du plan médian de la pastille.

Les prévisions établies par ELESTRES coïncident bien avec environ 80 mesures
de libération de gaz de fission. Dans le présent document nous donnons égale-
ment les prévisions d'ELESTRES quant aux contraintes circonférentielles dans
les gaines, en fonction de deux irraditations : l'élément ABS et la grappe GB. Dans
le cas des deux irraditations, les prévisions correspondent bien aux mesures. Un
exemple illustré indique que, près des boursouflures annulaires, la flexion entraîne
des contraintes multiaxiales dans la gaine. Ceci peut avoir un effet important sur
l'intégrité de la gaine, comme lors de la fissuration par corrosion sous contrainte
due à <les montées en puissance, ou lors de la fatigue induite par corrosion due
au cyclage (de puissance).

Présenté à la Conférence International
sur le Combustible CANDU
Chalk River, CANADA

du 6 au 8 octobre 1986

AECL-9326



INTRODUCTION

Figure 1 shows the geometry of a
CANDU* fuel bundle. Figure 2 shows a
fuel element. The two figures also
illustrate some terms relevant to this
paper. The bundle contains 20-40
cylindrical fuel sheaths made of
Zircaloy-4. Each sheath contains 20-40
pellets of U0 2, which produce heat in
the reactor. The sheaths provide a
barrier against release of radioactive
fission products to the surrounding
coolant. Hence the integrity of the
sheath and of the sheath/endcap weld, is
an important consideration in the design
of fuel elements.

CANLUB GRAPHITE INTERLAYER

ZIRCALOY BEARING PADS

ZIRCALOY END CAPS

ZmCALOY SPACERS

ZIRCALOY END
SUPPORT PLATES

Figure 1 Fuel Bundle

The computer code ELESTRES1 models
the thermal and mechanical behaviour of
an individual fuel element, during its
irradiation life under normal operating
conditions.

- 0 . 5 IT

CIRCUMFERENTIAL OUTER
RIDGE SURFACE

\ HOURQLASSED OF PELLE
V PELLET

END OF PELLET

CENTER OF PELLET FOR CLARITY THE
WAVINESS HAS BEEN
EXAGGERATED

Figure 2 Fuel Element

The present paper describe? the
current version of ELESTRES. In this
paper, the focus is on calculating
multiaxial elastic-plastic stresses in
the sheath near the circumferential

CANDU - CANada J3euterium uranium -
is a registered trademark of Atomic
Energy of Canada Limited.

ridges. We first list the objectives/
results/uses of ELESTRES. Then we
summarize the evolution of ELESTRES, and
related past work* This is followed by
an overview of the major physical
processes included in ELESTRES, and how
they are linked. Then we give the
details of three selected features of
the code: transient temperatures;
multiaxial stresses in the sheath; and
creep of Zircaloy. This is followed by
some comparisons of predictions vs
measurements from irradiations.
Finally, two illustrative examples are
given.

APPLICATIONS OF ELESTRES

The following are the main
parameters calculated by ELESTRES:

(i) Temperatures along the radius
of the pellet and the sheath.

(ii) Fission gas release and the
associated internal gas
pressure.

(iii) Circumferential ridging:
Circumferential ridging of the
sheath is a result of axially-
non-uniform, radial expansion
of the pellet. Expansion of
the pellet is a major source
of stresses and strains in
sheaths, and in sheath/endcap
welds. Stresses should be
kept low to avoid failure by
stress-corrosion- cracking.
Strains should be kept low to
avoid rupturing the sheath.
High strains can also lead to
channelling2 of dislocations.
This can anneal the hardening
due to irradiation. If this
occurs at a localized spot,
e.g. at circumferential
ridges, then a weak spot is
created in the sheath.
Subsequent strains due to, say
fission gas, can then
concentrate at the weak spot,
rendering the sheath more
prone to failure.

(iv) Stress corrosion cracking:
This may occur due to the
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combined effects of stresses
due to power-increase, and of
corrodants in the fission-
products. ELESTRBS includes
an e s t i m a t e for t h e
probability of fuel failure
due to s t r e s s corrosion
cracking , based on an
empirical correlation.

The development of ELESTRES was
initially sponsored by Atomic Energy of
Canada Limited, to predict fuel
behaviour during normal operation. The
objective is to assess if fuel of a
given design will survive the intended
environment (e.g. power, burnup) during
normal operation. This is done by
calculating temperatures to check for
melt ing, by calculat ing internal
pressure to check for bursting, and by
calculating hourglassing to check for
overstrain.

Other uses of ELESTRES include:
calculating fission gas release for
subsequent use in analyses of sheath
strain during hypothetical accidents;
and calculating pellet expansion for
subsequent use in assessments of
stresses near welds between sheaths and
endcaps.

ELESTRES has been used for the
following applications, either by itself
or in conjunction with other codes like
FEAST3 and ELOCA1*:

- Determine the impact on fuel
performance of: pe l l e t
density; surface roughness;
shape and length of the
pellet.

Calculate the power that can
cause central melting during
abnormal operation.

Determine the pattern of
multiaxial s tresses and
strains near circumferential
ridges.

Assess the impact of power
cycling, on fatigue of the
sheath near circumferential
ridges.

Assess the pattern of stresses
near sheath/endcap welds, in
an effort to identify and
remove the cause of fuel
f a i l u r e s 5 in the Bruce
reactor.

Determine the acceptable
distribution of unbonded areas
in endcap welds.

Predict the performance of
fuel during hypothetical
transients Involving: Loss of
Reactivity Control; Loss of
Main Feedwater; and Loss of
Coolant.

Predict the probability of
fuel failure, during multiple
ramps in power.

Reference 6 discusses some of the
above applications.

EVOLUTION OF ELESTRES

Before we describe the d e t a i l s of
ELESTRES, we give a summary of i t s
predecessor, ELESIM7. Over the years,
ELESIM' has been frequently used for
modelling the performance of CANDU fuel
d u r i n g n o r m a l o p e r a t i o n . I t s
constituent models are physically
(rather than empirically) based, and
include such phenomena as: heat
transfer between the pellet and the
sheath; influence of temperature, and of
changes in porosity/density, on the
thermal conductivity of the pellet;
effect of burnup on the radial
distribution of neutron-flux; fission
gas r e l e a s e as a func t ion of
microstructure and of irradiation;
densification of U02 as a function of
time and temperatures; swelling of U02

due to fission products; and creep of
the sheath as a function of stress, of
temperature, and of neutron-dose.
ELESIM has been verified7 extensively
against numerous irradiat ions in
experimental and in commercial
reactors.

ELESTRES retains all the preceding
sub-models of ELESIM. In addition,
ELESTRES also calculates the deformation
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of the pellet, by a two-dimensional,
axisymmetric, finite element model. The
calculations include the effects of
thermal, elastic, plastic, and creep
strains. Cracking is also simulated.
The pellet calculations use an earlier
version of the FEAST code3.

ELESTRES continues to provide the
information provided by ELESIM, on
temperatures and on fission gas release.
In addition, ELESTRES also provides
information on circumferential ridging,
and, to a limited extent, on stress-
corrosion-cracking.

The first version of ELESTRES was
introduced in 1977. Reference 7 gives
the details of those portions of
ELESTRES that are common with ELESIM.
Reference 3 describes the details of the
finite element model FEAST, whose
earlier version was used In ELESTRES for
calculating pellet deformations.
Reference 1 describes how the two major
parts, ELESIM and FEAST, were combined
In the initial version of ELESTRES.
Reference 6 describes some recent
applications of ELESTRES, in
design/analysis of CANDU fuel.

The current version of ELESTRES
contains improvements over the original,
in the following major areas: sheath
stress; yield strength of the pellet;
creep rate of Zircaloy; transient
temperatures; calculations at end-oi-
life; ANS 5.4 correlation for gap
inventory; densification of UO2; and
additional conveniences in input/output/
interfacing with other codes.

For brevity, this paper focuses on
the first improvement listed above:
multiaxial elastic-plastic stresses in
the sheath. To provide a perspective,
however, we first give an overview of
the various physical processes included
in ELESTRES, and how they are linked.

TEMPERATURES

In ELESTRES, the neutron flux is
allowed to be non-uniform along the
radius of the pellet: it is normally
higher near the outer surface, and lower
near the center. Further, the

distribution of neutron flux, along the
radius of the pellet, is a function of
pellet diameter, of UO2 enrichment, and
of burnup. ELESTRES also accounts for
the build-up of plutonium near the outer
surface of the pellet.

ELESTRES assumes that the heat
transfer coefficient between the sheath
and the pellet is a function of: radial
gap/contact-pressure between the pellet
and the sheath; the composition of gases
inside the fuel element; and the initial
roughnesses of the surfaces of the
sheath and of the pellet. ELESTRES
allows the first two parameters above to
change continuously during irradiation.
For example, the pellet first expands
thermally, then shrinks due to
densification, then swells due to solid
fission products (discused later). The
sheath creeps due to coolant pressure.
Thus the diametral clearance/contact-
pressure, between the pellet and the
sheath, changes continuously, not only
for the preceding reasons, but also due
to changes in power. As more fission
gases are released from the pellet, the
composition of gas changes inside the
fuel element. All these effects combine
to give a complex variation of heat
transfer coefficient between the pellet
and the sheath, during the residence of
fuel in the reactor. ELESTRES will
predict the resulting distribution of
temperatures, normally highest at the
center and lowest near the pellet/sheath
interface.

FISSION GAS RELEASE

Irradiation generates fission
products within the grains of U0 2. Some
of the fission products are gaseous.
The gas is assumed to diffuse through
•JCN grains; ELESTRES uses Booth's
'equivalent sphere' model8 for this
calculation. The amount of diffusion to
grain-boundaries depends, among others,
on the local temperature and on the size
of the grain. The diffused gas
accumulates in grain-boundary bubbles.
The bubbles grow as more gas reaches the
grain boundary, either by diffusion or
during grain-boundary sweeping due to
grain growth (equiaxed and columnar).
ELESTRES assumes that a change in power
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generates thermal stresses in the
pellet. This produces microscopic (and
macroscopic) cracks in the pellet. The
cracks provide a path, called tunnels,
between the grain-boundaries and the
pellet/sheath gap. When the bubbles
grow big enough to touch each other
(i.e. to interlink), any excess gas in
the bubbles is assumed to be released,
from the bubbles, via the tunnels, to
the pellet/sheath gap.

DIAMETRAL CHANGES

The following processes affect the
diameter of the pellet and of the
sheath: densification; swelling; creep;
thermal expansion; and hourglassing.

Densification is caused by
sintering of U0 2 in the reactor. It is
calculated in ELESTRES as a function of:
initial density of the pellet; local
temperature; and time in the reactor.
Swelling is caused by solid products of
fission, which have a larger volume than
the parent material, and by unreleased
fission gases. Creep due to external
coolant pressure decreases the diameter
of the sheath. However, outward creep
of sheath can be expected if the
internal gas pressure significantly
exceeds the coolant pressure.

CIRCUMFERENTIAL RIDGING

Hourglassing of pellets is assumed
to be caused by two factors: non-
uniform temperature along the radius of
the pellet; and axial compression.

The temperature profile along the
pellet radius is, approximately,
parabolic. Hence the thermal expansion
does not produce the same radial
displacement, or hoop strain, at
adjacent radial locations. The
resulting incompatibility causes
stresses and strains that change
radially and axially. The local strains
and stresses are determined by, among
others, the local stiffness of the
pellet. At the pellet midplane, the
deformation of a transverse cross-
section is resisted not only by the
stiffness of that cross-section, bu<:

also by the stiffness of the
neighbouring U0;>. However, near the
pellet end, the transverse cross-section

is surrounded by less UOj- Therefore it
can, and does, expand more than the
cross-section at the pellet midplane.
The pellet thus takes the shape of an
hourglass. This is one reason for
circumferential ridges.

The amount of hourglassing is
affected by many other parameters, for
example: the dimensions and shape of
the pellet; the temperature profile; the
amount of radial interaction between the
sheath and the pellet; and the amount of

cracking in the pellet.

Axial compression also contributes
to hourglassing. When the pellet
expands axially, there may be axial
interaction between neighbouring
pellets, and/or between the stack, of
pellets and the endcap. This causes
compressive axial forces on each pellet.
Hydraulic drag is another source of
compressive axial forces. This adds to
the hourglassing of the pellet. Axial
compression has a larger influence on
ridging if the force is applied near the
surface of the pellet than towards the
center.

FEEDBACKS

Most of the preceding processes
interact, and influence each other. For
example, thermal expansion of the pellet
increases the interfacial pressure
between the sheath and the pellet, which
lowers the temperature of the pellet,
which reduces the amount of thermal
expansion. Similar examples can be
constructed for fission gas release, for
sheath strain, and for internal
pressure. ELESTRES accounts for the
interdependence of these parameters.

MATERIAL PROPERTIES

The following properties of UO2 and
of Zircaloy, are used in ELESTRES:
thermal conductivity; specific heat;
coefficient of thermal expansion;
Young's modulus; Poisson's ratio; yield
strength; plastic modulus; creep rate;
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and stress for fracture. For use in
ELESTRES, the values of these properties
were obtained largely from the MATPRO9

data base. Many of the properties
depend strongly on local temperature,
especially the thermal conductivity of
UO2; the yield strength of UO2; and the
creep rates of UO2 and Zircaloy. The
creep strength of Zircaloy is also a
function of hardening due to
irradiation, and of changes in the
microstructure of Zircaloy. This
subject is addressed in more detail
later.

SUB-MODELS

ELESTRES uses the following
sub-models:

(a) Neutron flux: ELESTRES uses
an equation f i t ted to the
results of the neutron-physics
code HAMMER10. The equation
gives neutron flux as a
function of element diameter,
enrichment, and burnup.

(b) Heat transfer coefficient
between the pellet and the
sheath: Empirical model by
Campbell, Borque, Deshaies,
Sills and Notley11.

(c) Equiaxed grain growth: Model
by Hastings, Scoberg and
Mackenzie 12

(d) Columnar g r a in growth:
Application of the equations
suggested by 0lander13 for
surface diffusion and for
transport by vapour phase.
Logarthmic average of the two
is taken, as suggested by
Buescher and Meyer FT

(e) Fission gas release: Model by
Notley and Hastings7.

(f) Densification and swelling:
Model by Hastings, Fehrenbach,
and Hosbons15.

(g) Creep of U02: Equations
suggested by Armstrong16.

(h) Creep of Zircaloy at about
300°C: Model by Hosbons,
Coleman and Holt1 ' .

(i) Creep of Zircaloy above 35O°C:
Model by Sills and Holt18.

(j) Stress-corrosion-cracking:
Model by Penn, Lo and Wood19.

CODE INPUT

ELESTRES assumes that the fuel
element consists of a cylindrical tube
of Zircaloy or of steel, containing a
stack of UO2 pellets (steel is used in
some experimental fuel). A plenum may
also be included. The tube is sealed at
both ends. The pellets may be solid or
annular, dished or undished, or may be
chamfered. The pellets may also contain
grooves for instrumentation. The user
specifies the details of the pellet and
of the sheath, such as: geometry;
dimensions; clearances, density; grain
size; surface roughness; type of CANLUB
coating; and enrichment. The user also
specifies the composition and the
pressure of the filling gas. The
temperature and the pressure of the
coolant are specified as a function of
time. The power history is specified in
terms of linear heat generation rate vs
burnup.

CALCULATION PROCEDURE

The power history is divided into a
series of increments of powers and of
burnups. A separate calculation is done
for each increment. ELESTRES contains
several features that permit large
increments. These include: a special
formulation for permitting many finite
elements to simultaneously cross the
boundary20 from elastic to plastic
behaviour; accomodation of large drops
in yield-strength due to changes in
local temperature ; and a three-step
predictor/corrector method for elastic/
plastic analyses. These features reduce
computing costs. For typical
irradiation-histories (powers up to
80 kW/in, burnups up to 300 MW.h/kgU),
ELESTRES requires less than one minute
of computing time on a CDC/CYBER 175
computer.



TRANSIENT TEMPERATURES SHAPES OF FINITE ELEMENTS

For temperatures, one-dimensional
calculations are done In ELESTRES. That
is, heat flow is considered along the
radial direction, but not along the
length, nor around the circumference.

When the power is held constant for
a long time, say for more than one hour,
ELESTRES calculates steady-state
temperatures. These calculations use
the finite difference method, and have
already been described in Reference 1.
But transient effects can also be
important for some short-term
situations, e.g. for postulated
transients involving loss of control of
reactivity. Hence, an option permits
calculations of transient temperatures.

The following classical equation
describes transient conduction of
heat21:

5r2 r 5r ' &t

Here, k is thermal conductivity, T
temperature, r radial distance, w rate
of heat generation per unit volume, p
density, s specific heat, and t time.

The equation is solved by dividing
the pellet into a number of concentric
annul!, usually 100. Another annulus
represents the sheath, and one annulus
models the gap between the sheath and
the pellet. Within each annulus, the
temperature is assumed to vary
parabolically with distance. An
implicit, incremental formulation of the
above equation is obtained by using the
one-step. Euler, backward-difference
formula2*. The incremental equations
are formulated for each annulus. They
are non-linear, because the thermal
conductivity of UO2 depends strongly on
the local temperature. The equations
for individual annul! are assembled into
a matrix, to represent all the annull
simultaneously. This system of
equations is solved iteratively,
employing the modified Newton-Raphson
scheme. The iterations continue until
the net flow of heat has a low residual
error at each time-step.

The finite element method is used
for calculating deformations, stresses,
and strains, in pellets and in sheaths.
Finite elements are available in two
basic shapes: triangles, and
rectangles. It is easier to formulate
the stiffness matrix of rectangular
elements than of triangles; the
difference is especially noticeable in
elements of higher order. Rectangles
are also easier to use, because the
nodes generally lie on grid-lines, and
because the lines that connect the nodes
are parallel to the coordinate axes.
Below, we compare the accuracies of the
two types of elements.

The stiffness matrix of a
rectangular element can be generated by
first dividing the rectangle into four
triangles connected at the centroid of
the rectangle, and then adding the
stiffnesses of the four triangles22.
Hence, for purposes of accuracy, a
rectangular element is equivalent to
four triangles assembled into a
rectangular shape.

Udoguchi et. al.23 have studied the
accuracy of the solution vs the pattern
into which individual finite elements
are arranged. They considered plane-
stress problems. They used Taylor
series to represent the finite-element
equations, and determined the
discretization error of the series as a
function of spacing between nodes. They
found that when triangular elements are
arranged in a rectangular pattern, the
solution converges slowly. Also, it
always retains a residual error.
However, if triangular finite elements
are assembled into a hexagonal pattern,
the solution converges rapidly to the
true solution. This is because the two
patterns compensate differently for
shear.

We checked if the theoretical
results of Udoguchi et. al. have a
significant effect on stresses in
pellets. We modelled a solid cylinder
experiencing a parabolic distribution of
temperature along its radius. We
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FIGURE 3 THERMAL STRESSES IN A CYLINDER: ANALYTICAL SOLUTIONS (LINES) VS FINITE ELEMENT CALCULATIONS (POINTS)

calculated the axlsymmetric stresses due
to the temperature-gradient. Figure 3a
shows the calculated stresses when the
elements were arranged in a rectangular
pattern, Figure 3b for the hexagonal
pattern. Compared to analytical
solutions, the rectangular pattern,
hence rectangular elements, provide
reasonable predictions for hoop and
axial stresses, but the radial stresses
show large scatter. The hexagonal
pattern, Figure 3b, gives better
predictions for all three components,
and the scatter is negligible. Also,
the complex profile of the pellet near
chamfers/dishes can be more easily
recreated by assembling triangles than
by assembling rectangles. For these
reasons, ELESTRES avoids rectangular
elements, and uses triangular elements
arranged in a hexagonal pattern.

MJLTIAXIAL STRESSES IN THE SHEATH

The failure rate is very low5 in
current CANDU fuel, which contains a
layer of CANLUB. In the past, however,
fuel failures have been reported *9 at
circumferential ridges, and related to
stress- corrosion-cracking during
power-ramps. This problem was
eliminated by introducing a layer of
CANLUB, which reduces the exposure of
the sheath to fission products, and by
changing to new fuel-management schemes
that give low stresses in the sheath.
In addition, we developed a method of

calculating sheath stresses, so that
stresses can be kept low via suitable
design and operating procedures.

The dominant source of stresses on
the sheath, is expansion and
hourglassing of the pellet. ELESTRES
uses a finite element model for
calculating hourglassing of the pellet.
Elasticity, plasticity, creep
and cracking are considered. The pellet
is represented by 50-60 triangular
finite elements assembled into a
hexagonal pattern, see Figure 4.

Reference 1 describes the details of
this model.

RADIAL DIRECTION

FIGURE 4 FINITE ELEMENT MESH IN THE PELLET

During the irradiation, the sheath
develops primary and secondary stresses.
The primary stresses depend on factors
like: coolant pressure; fission gas

- 7 -



SHEATH

COOLANT PRESSUREL
PELLET EXPANSION
+ HYDRAULIC DRAG
• COOLANT PRESSURE

PELLET EXPANSION + INTERNAL GAS PRESSURE

CIRCUMFERENTIAL RIDGE AT END OF PELLET
PELLET MIDPLANE

FIGURE S LOADS ON THE SHEATH, AND A FINITE ELEMENT MESH

pressure; and hydraulic drag; see
Figure 5. The primary stresses are
mainly in the hoop and in the axial
directions.

For normal values of element power
the pellet expands more than the
available radial clearance between the
sheath and the pellet. This leads to
secondary stresses in the sheath.
Because of hourglassing, the stresses
are higher near the circumferential
ridge than near the midplane of the
pellet. This generates in the sheath,
hoop, bending (axial), shear, and radial
stresses. Additional secondary axial
stresses arise from axial interaction
between neighbouring pellets, and from
axial interaction between the endcap and
the stack of pellets. All the secondary
stresses relax rapidly due to creep.

Traditionally, one considers only
the hoop strain in the sheath. But a
more detailed study using the FEAST code
showed6 that near the ridge, the strains
are highly m u l t i a x i a l . The
multiaxiality makes a significant
difference to the level of stresses.
For example, if other components of
stresses were not present, the hoop
stress cannot exceed the uniaxial
tensile yield strength. But because of
multiaxiality, the maximum hoop stress
can be significantly higher than the
uniaxial tensile yield strength. In
addition, all components of stresses
contribute to damage of the sheath. For
example, Reference 6 investigates the
influence of multiaxiality, on the
fatigue of the sheath, during power-
cycling. The conclusion is that when
the entire stress-system is applied on
the sheath, the cycles to failure are
half of those when only the hoop stress
is applied.

We have therefore opted for
multiaxial, axisymmetric, elastic-
plastic calculations of stresses/strains
in the sheath near the ridge. These
calculations account for the axial
variations in displacements/strains/
stresses of the sheath, due to: pellet
expansion and hourglassing; internal gas
pressure; coolant pressure; and axial
interactions. To do this, we solve the
multiaxial classical equations
describing the following fundamental
laws of mechanics: equilibrium;
compatibility; constitutive relations;
yield criterion; and flow rule. The
solution is obtained via the FEAST3

code, hence these calculations are
similar to those for pellet
deformation1. Reference 3 gives a more
detailed description of the method of
solution.

Figure 5 shows a typical mesh in
the sheath. The sheath contains a finer
mesh than the pellet; this reflects the
need to know detailed local variations
in the sheath. The mesh in the sheath
is tied to the mesh of the pellet; this
precludes the need for interpolations
and extrapolations. The study reported
in Reference 6 showed that strains can
change rapidly along the thickness of
the sheath, and along its length.
Because of the importance of stresses
near the ridge, we use 5-7 nodes across
the thickness at that location.
Stresses are less critical near the
midplane of the pellet, so 2-3 nodes are
sufficient there. The comparatively
coarse mesh near the midplane helps
reduce computing-cost. The transition
from big to small elements is gradual;
this prevents the larger elements from
dwarfing the stiffnesses of neighbouring
smaller elements. For maximum accuracy,
the aspect ratio is kept close to 1.
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The sheath Is usually represented by
about 200 nodes, forming about 300
t r iangular f i n i t e elements in a
hexagonal pattern. Our experience shows
that this combination gives sufficient
accuracy at low cost-

CREEP OF SHEATH AT HIGH

TEMPERATURES

Stresses lead to creep of the
sheath. Anlsotiopy of the sheath plays
an important role in the rate of creep.
At temperatures near 300°C, the rate of
creep of Zircaloy is calculated from the
model by Hosbons, Coleman and Holt17.
This model considers atherraal and
thermal creep due to changes in
dislocation densities, and the effect of
irradiation. Reference 1 describes the
application of this model to ELESTRES.

For off-normal conditions, the
temperature of the sheath may be
significantly higher than 300°C. Then,
the above model is not adequate, and
ELESTRES uses the model by Sills and
Holt18. Tnis model is applicable for
temperatures above 350°C, and accounts
for creep due to:

thermal and atheraal strains
due to changes in dislocation
densities,

- diffusional creep due to
sliding at grain boundaries,
and

- transformation strain: During
the transition of Zircaloy
from a to (3-phase, the crystal
lattice expands i ts volume.

The rate of creep from the above
t h r e e components depends on:
t e m p e r a t u r e s ; s t r e s s e s ; and
m i c r o s t r u c t u r e s of Z i r c a l o y .
Temperatures and stresses have already
been discussed. The following paragraph
s u m m a r i z e s t h e t h r e e ma jo r
microstructural parameters considered in
ELESTRES: recrystallization; fractions
of a and (3 phases; and grain size.

Recrystallization, or annealing,
occurs in Zircaloy above ~ 430°C,
Within the old grains, nucleation and
growth of recrystallized grains give
a r e a s w i t h low d e n s i t i e s of
d i s l o c a t i o n s . These areas grow
thermally, thus annealing the material.
The rate of removal of dislocations is
estimated from the empirical model by
Sills and Holt18. The distribution of a
and (3 phases depends on the temperature
and is obtained from the phase diagram.
The size of grains is also a function of
temperature. I t is obtained from an
empir ical c o r r e l a t i o n based on
microscopic examinations of fuel sheaths
after heating to various temperatures.
Further details of the creep model are
available from Reference 18.

VALIDATION

Many of the physical processes are
represented in ELESTRES by the same
models as in ELESIM. The major
difference is that the interactions
among the sub-models are arranged
slightly differently, and that some
models are new in ELESTRES (e .g .
hourglassing). Comparisons for about 80
irradiations show that, as expected,
ELESTRES and ELESIM predict similar
temperatures in the pellet . Hence,
previous validations of ELESIM also
apply to ELESTRES, for processes that
are driven largely by temperatures:
porosity; columnar and equiaxed grain-
growth; size of grains; fission gas
release.

R e f e r e n c e 1 c o m p a r e d t h e
p r e d i c t i o n s of ELESTRES, aga in s t
measurements of fission gas release (15
irradiations), and of sheath strains at
c i r c u m f e r e n t i a l r i d g e s ( 1 0
irradiations). The data base covered
element powers of 50-120 kW/in, and
burnups of 1-300 MW.h/kgU. On average,
the predictions of ELESTRES differed
from measurements, by 1.3 percentage
points for percent release of fission
gas, and by 0.2 percentage points for
hoop strain in the sheath. The newer
version of ELESTRES has now been
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compared against about 80 irradiations
in experimental r eac to r s and in
commercial reactors. The predictions
continue to show reasonable agreement
with measurements, see Figure 6. The
next two sections present two more
v a l i d a t i o n s of ELESTRES against

Irradiation data: element ABS and
bundle GB.

BECnESSlQN LING

FIGURE 6 FISSION GAS RELEASE: MEASUREMENTS VS
PREDICTIONS

ELEMENT ABS

-.24Element ABS was irradiated*4 for
about one month at Chalk River Nuclear
Laboratories, Canada. The power ranged
from 30 to 60 kW/m. Hoop strain in the
sheath was measured during the
i r radia t ion, using the In-Reactor
Diameter Measuring Rig (IRDMR).
Figure 7 shows the power history. It
also compares the predictions of
ELESTRES vs the measurements for hoop
strains at the ridge, as a function of
time. On average, the predictions
compare well with measurements.

BUNDLE GB

In this experiment25, the outer
element was irradiated at powers between

48 and 75 kW/m, to a burnup of
300 MW.h/kgU. Figure 8 shows that the
predictions of ELESTRES are within the
ranges of post-irradiation measurements,
for hoop strains at circumferential
ridges.

60

0 1

ELEMENT RATINQ

|

TIME (DAVS)

FIGURE 7 HOOP STRAIN AT THE RIDGE IN ELEMENT ABS:
MEASUREMENTS VS ELESTRES

STRAIN
MEASURED
STRAIN

LEGEND
CunvE A [ • ) USES FI5SION GAS PREDICTED BY

ELESIM & ELESTRES

CURVE D ( M USES MEASURED FISSION CAS

0 100 300 300
DURNUP (MW.h/hgU)

FIGURE 8 PLASTIC HOOP STRAIN AT CIRCUMFERENTIAL
RIDGES IN BUNDLE GB: MEASUREMENTS VS
ELESTRES

ILLUSTRATIVE EXAMPLES

Reference 6 discusses some previous
applications of ELESTRES. Below, we
present two illustrative examples. They
do not necessarily represent conditions
in fuel elements in experimental or in
commercial CANDU reactors. Rather, the
intent here is to demonstrate some
capabilities of the code that are not
apparent from the previous section on
validation.
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The first example shows the
patterns of stresses and strains during
an increase in power. Figure 9 shows
the elastic/plastic stresses near the
ridge, for a power-boost of 40 kW/m at
140 MW.h/kgU. The raultiaxiality of
stresses is apparent. The axial stress
shows sharp gradients across the
thickness of the sheath. The shear
stress shows significant variations
along the length of the sheath. The
maximum principal stress is 500 MPa.
This, however, relaxes rapidly due to
creep.

Figure 10 shows the distribution of
elastic strains near a circumferential
ridge, formed by a short-length-pellet,
at a power of 56 kW/m at zero burnup.
At the inner surface, the hoop and shear
strains have similar magnitudes. At the
outer surface, shear strains are low,
but the axial strain is significant.
The radial strain is compressive, but
the absolute magnitude of peak radial
strain is similar to that of hoop and
shear strains. Thus, all four
components contribute significantly to
yield, creep, fatigue, and brittle
fracture of the sheath.

The second illustrative example
involves a Loss-of-Reactivity- Control
accident (LORA). An excursion of power,
at 80 MW.h/kgU, gradually increases the
power by 18%. The coolant is maintained

SHEAR

FIGURE 9 ELASTIC — PLASTIC STRESSES (MPa) IN THE SHEATH

at full system pressure, but the
overpower is assumed to cause dryout,
which results in a low coefficient of
heat transfer between the sheath and the
coolant. Conservatively, we further
assume that the drypatch covers the
entire element: all around the

SHEATH THICKNESS 1*4-
SHEATH THICKNESS

DISTANCE ALONG SHEATH WALL

(10a) AT CIRCUMFERENTIAL RIDGE (TOb) AT O.Ofl mm FROM THE RIDGE

FIGURE 10 ELASTIC STRAINS ACROSS THE SHEATH WALL
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circumference, and all along the length.
These assumptions are not realistic, but
nevertheless used here to show that the
code can be used for simulating
transients such as LORAs. Figure 11
shows the prediction of ELESTRES, for
sheath hoop strains near the ridge and
near the midplane of the pellet. During
the transient, the elevated temperatures
in the pellet increase the hoop strain
at the ridge. The ridge height also
increases.

SUMMARY AND CONCLUSIONS

(1) An improved version of ELESTRES is
available for modelling the
performance of nuclear fuel
elements. The two-dimensional,
axisymmetric calculations account
for radial and axial variations.

(2) For given conditions of design and
i r r ad i a t i on , the values of
following parameters can be
c a l c u l a t e d by ELESTRES:
temperatures, fission gas pressure,
circumferential ridging, sheath
stresses, and probability of
failure due to stress-corrosion-
cracking.

(3) Temperatures are calculated by

one-dimensional models. The
standard finite-difference method
i s used for s t e a d y - s t a t e
temperatures, using 100 nodes
across the radius. Transient
temperatures use an implicit
formulation and an i terat ive
Newton-Raphson method.

(4) The finite element method is used
for two-dimensional, axisymmetric
calculations of displacements,
stresses, and strains in the pellet
and in the sheath. The pellet is
represented by 40-50 f i n i t e
elements, sheath by 200-300
elements. Elasticity, plasticity,
creep and cracking are considered.
Above 350°C, creep of Zircaloy is
calculated from a model that
considers diffusional creep, and
dislocation-climb. This model
accounts for changes in the
microstructure of Zircaloy, such as
grain-size, and fraction of a and (3
phases. Special numerical
techniques keep the computing time
below 1 minute on a CDC/CYBER 175
computer.

(5) Triangular finite elements arranged
in a hexagonal pattern, give better
accuracy than rectangular
elements.

AT CIRCUMFERENTIAL RIDGE

2 3 4 5 6 7 B B 1 0

TIME OUniNG THE TRANSIENT {mlnulet)

FIGURE 11 SHEATH STRAIN DURING A LOSS-OF-REACTIVITY-CONTROL ACCIDENT

- 12 -



(6) ELESTRES shows good agreement with
measurements of f ission gas
release, from ~ 80 irradiations*
The code also predicts well, sheath
strains at circumferential ridges
in experiments ABS and GB.

(7) Illustrative examples show a high
degree of multlaxlality in stresses
and in s t ra in . The stresses/
s t r a ins change rapidly with
distance along the length of the
sheath, and along the thickness*
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