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摘要

分析了几种著名的古窑遗址粘土烧制过程中穆斯堡尔参数随烧

制温度，烧制时间和烧制气氛的变化规律。详细研究了仿古天青汝瓷

袖的穆斯堡尔参数随烧制条件的变化。穆斯堡尔谱显示天青利含有

三种铁矿物，即结构铁 (FeZ+和 Fe3+)， FeZ03 和 Fe304。随着温度的

增加，顺磁峰 FeZ+的相对强度增加，磁性峰的磁比率减小。讨论了天

青秘在烧制过程中发生的相变。还研究了天青袖的着色机理和烧制

过程的磁性变化。研究了在液氮温度下天青轴超精细相互作用参数

的变化和参数变化的机制。穆斯堡尔谱显示在仿古蓝钧瓷的利料和

胎料中含有 FeZOhFe304 和结构铁。稍料在烧制过程中明显地经历了

脱水、脱瓷基、玻璃化和再结晶过程。胎料的顺磁峰二价铁的四极分

裂值在烧制温度较低时就比较大，脱水和脱瓷基的差别不明显，对轴

料和胎料在烧制过程中磁性的变化和天蓝钧瓷的呈色机理进行了分

析。
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ABSTRACT

It is analyzed that M6ssbauer parameter variations of clays from the famous

sites of ancient kilns change with firing temperature , firing time and firing atm守

sphere in firing pr∞ess. The variation of the M6ssbauer parameters of the imitative

ancient Chinese Ru porcelain sky-green glaze with the firing conditions is studied in

detail. The M6ssbauer spectra show that the sky-green glaze contains three kinds of

iron minerals , i. e. the structural iron CFe2+ and Fe3+) ; FeZ03 and Fe304' The rela

tive intensity of the paramagnetic peak Fe2+ increases and the magnetic ratio of the

magnetic peak decreases with increasing temperature. Based on the variation of the

quadrupole splitting (QS) of the paramagnetic peak Fe2+ , the phase transformation

characteristics of the sky-green glaze in the firing process is discussed. The coloring

mechanism of the sky-green glaze and the variation of its magnetism in the firing

process are also investigated. The variation of the hyperfine interaction parameters

and the variable mechanism of the sky-green glaze at liquid helium temperature is

studied. M6ssbauer spectra of the imitative ancient blue lun porcelain indicate that

the glaze and boby materials contain FeZ0 3, Fe304 and structural iron. It is clear

that during the firing process , the glaze undergoes dehydration , dehydroxylation ,
vitrification and recrystallization. The Fe2+ quadrupole splitting value of the param

agnetic peak of the body material is rather high even at low firing temperature. The

distinction between dehydration and dehydroxylation is not clear. The changes of

magnetism of the glaze and body materials in the firing process and coloring mecha

nism of the sky-blue ]un porcelain are analyzed.
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INTRODUCTION
电'

Mossbauer effect can be utilized to trace the phase transformation of clay and

glaze raw materials during firing process. The iron mineral components of some

clays and imitative ancient Chinese porcelain glaze are analyzed by Mδssbauer ef

feet. The phase transition process and its characteristics of the clays and imitative

ancient Chinese porcelain during the firing process are studied. Ru porcelain , Jun

porcelain and Guan porcelain started from Chinese Tang Dynasty ,prospered in Chi

nese Song Dynasty and declined in Yuan Dynasty. The technology was lost in the

late years of Yuan Dynasty. The imitative ancient Chinese porcelains have been

made after 1950 in Yuzhou , Ruzhou and Jingdezhen and so on. The productions of

the imitative ancient porcelain were mainly relying on the porcelain makers' experi

ence , were short of foundational study. Mossbauer study of firing process of the two

imitative ancient Chinese porcelain glaze raw materials is profitable for the investi

gation of the ancient porcelain and the imitative ancient porcelain.

1 SPECIMENS SURVEY

The specimens condition is shown in Table 1 and Table 2.

Table 1 The specimens condition of the clays from the famous site of ancient Chinese

kilns

Serial No. Name ‘ Time Site

C, Lishan clay 1989
Xian Lishan , the raw material of terra-cotta figures of warriors
and horse form the grave site of the First Emperor

C, Qingliangsi clay 1987
Qingliangsi in l3aofeng Country ,the clay from the site of the an-
dent Ru kiln

C, Xiaohuangye clay 1987 Gongxian , the clay from the site of ancient Tangsancai kiln
C. Dahuangye clay 1987 Gongxian , the clay from the site of ancient Tangsancai kiln

Table 2 The specimens of the imitative ancient porcelain raw material

Serial No. Name Time Site

IR
The glaze material of the imitative an-

1991
Ru Porcelain Arts and Crafts Experi-

dent Ru porcelain ment Factory of Ruzhou City

U, The glaze material of the imitative an-
1991 Shenh口u Town of Yuzhou Citydent Jun porcelain

IJ, The body material of the imitative an-
1991 Shenhou Town of Yuzhou City

dent Jun porcelain

2 EXPERIMENTAL METHODS

2. 1 Firing clays
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The four samples (CI, Cz' C3and C4) are fired in electric furnace in oxidizing

守atmosphere (in air) at different temperatures and for different time.

2. 2 Firing glaze materials of the imitati\'e ancient porcelain

The specimens of Sky-green glaze material of the imitative ancient Ru porce

lain CIR) , Sky-blue glaze material of the imitative ancient lun porcelain (UI) and

body material of the imitative ancient lun porcelain (Uz) were fired in an electrical

furnace in a reductive atmosphere. The atmosphere is a mixture of C , CO , COz '

Hz, Nz and vapour. The firing temperature range is 300........1250·C. The temperature

is kept constant at each chosen piont for 6 h and then allowed to cool down natural

ly. A radiation source of 57CO (Pd) was used. The transmission spectra of the above

specimens are measured. The Spectra were computer-fitted to a least-squares

Lorentzian function. The isomeric shift CIS) is with respect to α-Fe.

2.3 Measuring low temperature spectrum of sky-green glaze material of imita

tive ancient Ru porcelain

The acquisition of low temperture spectrum requires the cooling of both radia

tion source and specimen absorber to liquid helium temperature. The mechanical

fixture for driving the radiation source to make Doppler movement is a perpendicu

larly vibrating device. Transmission spectra at 4. 2 K are measured. The radiation

source used is 57CO (Rh). a-Fe is used in speed calibration. The spectrum is comput

er-fitted to a leastsquares Lorentzian function.

3 EXPERIMENTAL RESULTS

3. 1 The variation of Mossbauer parameters of the clays with firing conditions

The room temperature M6ssbauer spertra of sample CI at different firing tem

peratures (after 8 h firing) are shown in Fig. 1.

3. 1. 1 Unfired clays

The spectra of unfired clays are obviously composed of three parts: paramag

netic Fe3+ doublet , Fe2+ doublet and sextet of magnetic component (M) (to see

Table 3 and Fig. n. The isomeric shift CIS) , quadrupole splitting (QS) of param

agnetic peak Fe3+ and Fe2+ , the intensity (H) of internal magnetic field of magnetic

peak are similar basically for different clays. The ratios of average values of intensi

ties (%) of the three parts for specimens of C1 , Cz ' C3and C4are Fe3+ : Fe2+ :

M = 66 : 18 : 16. There may be various iron minerals in unfired clay , e. 忌，

hematite (FeZ03) ,magnetite (FeO • Fe203)' limonite (FeZ03 • 2Fe (OH)) , siderite

(FeC03) , lepidocrocite (FeOOH) ,FeSz and FeZS04' etc. The size of the small parti-
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cles of the iron oxides or

hydroxides are usually of 10. 0

nm order. The small particles

have superparamagnetic relax

ation effect. The particles may

generate superparamagnet1c

doublet. Some of the iron in the

form of Fe3+ and Fe2+ com

bines into clay minerals. The

iron ions are incorporated into

lattice of the clay minerals. We

term it structural iron. The

structural irons generate Fe3+

and Fe2+ paramagnetic dou

blet. The superparamagnetic

doublet of the iron minerals

and paramagnetic doublet of

the structural iron are over-

100 ~~~r写了:hyM俨
飞 Fe'+ J 30 'C

n3nuqdAU
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X
\
口
。
由
自
由
，

99

-8 一4 4 8。

Velocity/mm • 5-'

lapped in the spectra at room
Fill , 1temperature. Therefore , there • 'IS

are the contributions both of

the small particles of iron ox-

ides and of the structural iron in central doublet at r∞m temperature. It is difficult

to differentiate the two subspectra at room temperature. These two spectra can be

distinguished by comparison between r∞m temperature and liquid helium tempera

ture spectra of clay[l]. The ratios of values of intensities of the Fe3+, Fe2+ and M

may be judging basis for firing atmosphere of ancient ceramic.

Table 3 Room temperature Mossbauar parameters of unfired samples C\ , CZ ' CJ and C4

The room temperature M6ssbauer spectra of

sample C\ at different firing temperatures <af

ter 8 h firing)

Fe!+ Fe'+ M

sample I. S Q. S I I. S Q. S I I. S Q. S H I
mm' s-\ mm' 5- 1 % mm' 5- 1 mm' 5- 1 % mm' S-l mm' 5- 1 一 %*

C1 0.345 0.666 79.7 1.055 2.876 7.2 0.376 -0.298 499 13.1

C, 0.341 0.648 68.1 1.064 2.731 11.4 0.315 -0.112 506 20.5

C, 0.3?7 0.669 60.0 l. 081 2.708 28.9 0.333 -0.166 498 11.1

c‘ 0.297 0.670 57.5 1.021 2.752 24.8 。.350 -0.171 508 17.7

骨 H Unit in k (1000/4 的Aim.
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3. 1. 2 Physical and chemical changes and the characteristics of Mossbauer spec

tra of the firing clay

M6ssbauer parameters of specimens C1 ,Czat RT versus firing temperature and

firing time are shown as Table 4 and Table 5.

Table 4 Room temperature Mossbauar parameters of sample C. vs. firing temperature and

time

Fe'''' FeH M
T
℃ h I. S Q. S I I. S Q. S I I. S H

mm·5-1 mm· s-' % mm' S-l mm's- l % mm·5-1 %4昏

200 0.291 0.691 11. 0 0.968 2.133 1.9 0.303 -0.225 500 15.0

400 0.346 0.835 18.2 。.900 2.552 3.9 0.343 -0.125 491 11.9

500 0.312 1.034 80.1 0.826 2.560 1.9 0.421 -0.289 501 11‘ 4

600 0.342 1.148 n1 0.563 2.399 2.1 0.354 -0.266 500 24.1

100 0.382 1.208 68.9 0.302 -0.270 507 31.0

800 8 0.276 1·120 55.5 0.283 -0.144 495 44.5

850 0.320 0.963 48.8 0.354 -0.213 500 51.2

900 。.201 0.756 44.4 0.284 -0.251 499 55.6

1000 0.302 0.766 40.3 0.390 -0.191 494 57.9

1100 0.271 0·780 38.5 0.348 -0.203 499 61. 5

1200 0.294 0.768 41.9 。.361 -0.228 487 58.1

0.368 0.818 73.7 0.868 2.634 4.3 0.420 -0.126 511 22.0

4 0.352 0.812 79.7 0.895 2.666 2.9 0.371 -0.213 501 17.4

400 8 0.346 0.835 78.2 0.900 2.552 3.9 0.343 -0.125 497 17.9

12 0.397 0.876 75.3 1.066 2.997 1.7 0.399 -0.139 508 23.0

16 0.350 0.833 75.0 0.547 2.120 1.4 0.357 -0.253 501 23.6

0.344 1.095 71.5 0.651 2.494 2.7 0.324 -0.294 499 25.9

4 0.356 1. 130 73- 0 0.477 2.399 2.7 0.332 -0.230 502 24. 3

600 8 0.342 1. 148 73. 7 0.563 2.399 2.1 0.354 -0.266 500 24. 2

12 0.340 1.186 68.2 0.435 2.267 3.8 0.385 -0.304 501 27.9

16 0.359 1. 133 69.0 0.610 2. 8~7 1.2 0.362 -0.274 506 29.8

0.265 1. 129 60.6 0.292 -0.214 494 39.6

4 0.295 1. 152 59.9 0.331 -0.223 501 40.1

800 B 0.276 1. 120 55.5 0.283 -0.144 495 44.5

12 0.254 1. 132 53.6 0.304 -0.257 499 46.4

16 。.308 1. 120 53.8 0.363 -0.257 496 46.2

0.273 0.766 42.3 0.354 -0.207 501 57.7

4 。.215 0.766 40.3 0.290 -0.226 496 59.7

1000 8 0.302 0.749 42.1 0.390 -0.191 494 57.9

12 0.369 0.763 39.5 0.452 -0.213 496 60.5

16 0.203 0.764 37.3 0.296 -0.188 496 62.7

价 H Unit in k (1000/4 n) Aim.
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Table 5 Room temperalure Mossbauar parameters of sample Cz vs. firing temperature and

time

T
Fe3+ FeZ+ M

Q. S
℃ h I. S I I. S Q. S I I. S Q. S H I

mm -s B mm·5- 1 有 mm' S-I mm' S-I % EE言可 mm • S-1 %'
200 0.360 0.679 77.6 1.149 2.884 6.6 0.339 -0.092 504 15.8

400 。.368 0.813 71.4 1.017 2.868 5.1 0.423 -0.262 502 23.5

500 0.377 。.990 70.2 0.844 2.743 5.0 。.336 -0.215 505 24.8

600 0.320 1.185 61.8 。.738 2.991 5.4 0.339 -0.072 494 32.8

700 0.346 1.183 55.5 。.360 -0.133 503 44.5

800 8 0.319 1.118 44.9 0.383 -0.236 498 55.1

900 0.272 0.780 35.4 0.354 -0.222 500 64.6

1000 0.297 0.742 33.9 0.350 -0.189 493 66.1

1100 0.261 0.774 32.2 0.362 -0.214 498 67.8

1200 0.365 0.841 35.4 0.353 -0.231 492 64.6

0.313 0.791 71.0 0.947 2.526 5.0 0.342 -0.162 490 24.0

4 0.322 0.847 66.7 0.860 2.965 3.5 0.365 一0.277 494 27.8

400 8 0.368 0.813 71. 4 1.017 2.868 5.1 0.423 -0.262 502 23.5

12 0.379 。.876 75.3 1.068 2.997 1.7 0.399 -0.139 508 23.0

16 0.333 0.861 67.9 0.684 2.292 1.2 0.404 -0.238 503 30.9

0.403 1.084 61.5 0.819 2.725 4.2 0.453 -0.142 495 34.5

4 0.310 1.061 63.3 0.816 2.919 2.3 0.363 -0.186 501 34.4

600 8 0.320 1.185 61.8 0.738 2.991 5.4 0.339 -0.072 494 32.8

12 0.322 1.197 63.3 0.346 -0.267 502 36.7

16 0.350 1. 11 内~ 65.1 0.405 -0.181 508 34.9

0.261 1.114 53.5 0.244 -0.136 506 46.5

0.351 1.061 52.9 0.354 一 0.282 494 47.1

800 8 0.284 1.11、5 46.9 0.377 -0.249 498 53.1

12 0.260 1.164 47.4 0.287 -0.198 497 52.6

16 。.322 1.193 45.2 0.366 -0.206 493 54.8

0.295 0.785 38.5 0.364 -0.219 504 61.5

4 0.191 0.765 35.2 0.294 -0.206 499 64.8
1000 8 0.297 0.742 33.9 0.354 -0.198 m 66.1

12 0.304 0.761 36.2 0.383 -0.242 503 63.8

16 0.197 0.753 32.4 0.310 -0.234 497 67.6

• H Unit in k (1 000/4 π) Aim.

There are two main factors to affect M6ssbauer parameters during firing pre•
cess:

(1) The phase transformation of the clay minera l. The clay undergoes four

phase transformations in the firing[2-曰， shown as Fig. 2.

RT......300·C: dehydration , eliminating the remaining water.

300......S00·C : dehydroxylation. The clay minerallose structural hydroxyls. For

example ,dehydroxylation of gaolinite leads to a five-fold symmetry for the substitu

7



121086

T/X 100 'C

Fe3+ QS values of samples C1 and C2at dif

ferent temperatures (after 8 h firing)
C\ 一-0， c，一一.

1.2
I /俨♀\

O~ /I \SCJJ/ ]

Fig.2

de-

observed inly

800 --- 900'C:

The clay mineral lattice is

stroyed. The QS of Fe3+ decreases

rapidly , from 1.20 to 0.75 mm/s.

900---1200'C : recrystallization. The liquid phase and resolved solid is formed.

The new crystal and mineral is formed. These Mossbauer parameters are character-

increase. This change can be clear

Mossbauer spec

trum by a large increase of the

ferric quadrupole splitting up to

1.2 mm/s from 0.7 mm/s.

vitrification.

tional iron

octahedral

atom in the original

layer (six-fold

symmetry). The gradients of the

electric field around iron nucleus

variation being very small.istic parameters of the new mineral , The QS of Fe3+

300 and 900"C , all iron minerals take place transformation.

fluctuates near O. 77 mm/s.

(2) The iron minerals transform phases. It is shown as Fig. 3. As temperature

increases , the intensity of magnetic peak (M) increases , while intensities of Fe3+

and Fe2+ decrease. Between 300 and 900'C : the intensity of magnetic peak inceases

very fast , while Fe3+ intensity decreases rapidly. At 600'C ,Fe2+ intensity decreases

almost to O. Above 900'C , the intensities of M and Fe3+ change slowly. Between

For example:

At the same

300---450"C: FeS2+02一一~FeS+S02

500---800'C: 4FeS+702 一一吃FeZ03+4S02

400'C and above: γ-Fe203 一一#α-Fe203

400'C and above: 2FeOOH一一~Fe203+H20

560---750'C: Fe2 (S04)3 一一~Fe203+3S03

800'C: 4FeC03+02 一-2Fe203+4C02
From 400'C , various iron minerals tranform to hematite gradually.

time , the divalent structural iron ions are oxidized to become trivalent iron ions. The

Hence theand above ,
Mossbauer spectra have sample shapes.

800'C

variation can be detected by weakening intensities of Fe2+ and Fe3+ as well as the

increase of the intensities of the magnetic sextets (M). When temperature reaches

the various iron minerals transform toα-Fe203'

The intensities of Fe3+ and M change

8



slowly.
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Fig. 3 Intensities of magnetic component (M) and paramag

netic component (Fe3+, FeZ+) of samples C1 and Cz

C，一-M (0) , Fe忡 (6) ， Fe抖〈口).

C，一-M <.), Feh
- <..), Fe'T <.).

3. 1. 3 The relations among the parameters and fidng time

Fig. 4 shows Fe3+ QS values of sample C1 for different firing temperatures de

pending on firing time. Fig.5 shows M intensities of sample C1 depending on firing

time. It is not large that the change of QS value of Fe3+ vs. firing time and the in

tensities of M vs. firing time. After 8 h of firing , when temperature is particularly

higher than 400'C , the QS of Fe3+ and M intensities are basically constant. When

the temperature reaches 400'C and above , firing time is not main factor which in

fluence on parameters. Especially after 8 h of firing , the parameters are more sta

ble. This is significant to study ancient pottery by means of Mossbauer spec

troscopy. As test firing clay and refiring ancient pottery , it is sufficient that to keep

constant temperature of 6........8 h at every temperature point.

3. 1. 4 Determining fired temperature of ancient pottery

Mossbauer parameters of clay , for example Fe3+ QS , intensities of various sub

spectra etc , are functioils of firing temperature. Hence according to the Mossbauer

parameters of ancient potery the original filed temperature can be estimated. Ac

cording to QS of Fe3+ the firing temperature was usually determined ago. But the

QS of Fe3+ changes more slowly around 700·C. The Fe3+ QS changes also more

slowly at 900'C and above. Therefore the gr己at accuracy cannot be achieved to de

termine original fired temperature in the temperature range according to QS. The

9
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intensities of Fe3+ and magnetic peak M are monotonous function of firing tempera

ture in this temperature range , it is more accurate to determine the temperature by

the intensities. Above 900'C , the many M6ssbauer parameters of the firing clay are

analysed and compared with the refired ancient pottery , and the more accuracy can

be got.
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I
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The relationship between magnetic

component intensity (M ) of sam

pIe C1 at different firing tempera

tures and firing times

128

tlh

4

Fig.5

16

The relationship between FeJ+ QS

values of sample C1 at different fir

ing temperatures and firing times

Fig.4

The study of the firing process of the sky-green glaze of the imitative an

cient Chinese Ru porcelain (IR)

3.2

The iron minerals in the sky-green glaze raw material

The M6ssbauer spectra of the sky-green glaze at different firing temperatures

are shown in Fig. 6. The spectra show that there are three iron minerals: (a) two

pairs of paramagnetic doublets of FeH and FeJ+ in the center of the spectra; (b) a

sextet of FezOa; (c) two sextets of Fe304' Among the central paramagnetic dou

blets , a superparamagnetic doublet of iron oxides and the innermost magnetic peaks

of FezOa and Fe304 are overlapping. It is difficult to differentiate the paramagnetic

doublet in spectra obtained at room temperature. It can only be done with spectra

obtained at liquid nitrogen or liquid helium temperatures[l ·6.7J.

Variation in relative intensiti臼 of various iron minerals in sky-green

3.2.1

3.2.2

glaze with firing temperature

The variation in the relative intensities of various iron minerals with firing

temperature are shown in Fig. 7. Fig. 7 (a) shows that as the temperature increas-

10
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Fig. 6 The M6ssbauer spectra of the sky-green glaze
raw material at different firing temperature

es , the relative intensity of the paramagnetic peak of FeZ+, i. e. FeZ+ / CFeZ+ +

Fe3+), increases slowly at first and then rapidly from 40 % to 80 % when reaching

700·C. The ratio of the area of the magnetic peak to the overall area is defined as

the magnetic ratio. We use CM1十M2 ) to indicate the sum of magnetic ratios of

Fe203 CM1) and Fe30, CM2). The relations of CM1+M2) with firing temperature

is shown in Fig. 7 Cb). As the temperature increases , CM 1+ M2) begins to increase ,
reaching its maximum near 400'C , and then decreases rapidly. When the tempera

ture is higher than 900'C , the magnetic ratio decreases to 20%.

3.2.3 Phase transition characteristics of sky-green glaze in the firing process

As shown in Fig. 8 , there are four characteristic temperature ranges for the

phase transition:

CD Room temperature --400·C : the glaze eliminates the remaining water and

the M6ssbauer parameters do not change much.

11
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Fig.7 The variations of Fez+/(Fez++Fe3+) of the param

agnetic peak and the magnetic ratio (M1 + Mz) of

the sky-green glaze with firing temperature
(a) Fe'~/ (Fe'++Fel+), (b) M,+M,.

(2) 400....... 900'C: the glaze experiences a broad dehydroxylation tempertaure

range. The hydroxyls in the lattice get combined to water. The symmetrical distri

bution of the electrical field around the iron nucleus is destroyed. The gradient of

the electric field increases and the QS changes suddenly.

(3) 900.......1000·C: as the temperature exceeds 900'C , the glaze is glassified.

The minerallattice is destroyed and a glass state forms. The QS of Fe2+ decreases

rapidly.

(4) Above 1000'C : the glass state of the glaze emerges. The decomposed sub

stances of the previous minerals recrystallize as new minerals , for example , kaolinite

recrystallizes to mullite:

2 [Alz03 • 2Si02J • 2Alz03 • 3Si02+Si02 (950'C)

Al-Si spinel

3 [A120 3 • 3Si02J • 2 [3A120 3 • 2Si02J +5Si02 (1100'C)

mullite critobalite

In this temperature range , the QS of Fe2+ fluctuates near 2. 00 and the IS of

Fe2+ stabilizes at 1. 00. These parameters are characteristic of the new mineral.

3.2.4 The coloring mechanism of the sky-green glaze

The appearance of sky-green is closely related to tre chemical state of the iron

in the glaze. In the high temperature range and reductive atmosphere , Fe203 and

12
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Fig.8 The relationship between Fez+ QS of the paramagnetic

peak of the sky-green glaze and firing temperature

Fe304 change into FeO:

FeZ03+CO一→2FeO+COz ; 2Fez03+C一-4FeO+COz

Fe304+CO一一叶FeO+COz ; 2Fe304+c 一一刊FeO+CO z

At high temperature , ferrous oxide and silicon oxide become a light-blue glass

state substance (FeO • SiOz) , and this lays the blue hue for the sky-green Ru

porcelain.

For Chinese Ru porce;;i. in , Fe2+ and Fe3+ i(··\) act as the chief colorant[的. The

Mossbauer spectra in the high temperature range indicate a high concentration of

Fe2+. At the firing temperature 1250'C , Fe2+ j(Fe2+ +Fe3+) is O. 81. The particles

of the iron distribute evenly in the new material. The sky-green color of Ru porce

lain is formed.

3.3 The study of the firing process of the imitative ancient sky-bl ue Jun porce

lain

3.3. 1 The iron minerals in the glaze and body materials

The Mossbauer spectra of (Ul) and (Uz) display magnetic spectra of FeZ03

(M l) and Fe304 (Mz) , and the paramagnetic spectra of the structural iron. The pa

rameters of Fe2+ and Fe3+ in the clay minerallattice (termed structural iron) are

very important to trace the phase transformation of clay mineral in the firing pro-
cess.

3.3.2 The phase transformation of the glaze and body materials in the firing

process

13
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Fig. 9 The relationship between the quadrupole split

ting (QS) of FeZ+ of the imitative ancient ]un

porcelain glaze (I]I) and firing temperature
(£ired for 6 h. )

the glaze and body

materials

Fig. 9 shows the change

of the Fe2+ quadrupole splitting

(QS) of the imitative ancient

Jun porcelain glaze 飞，vith firing

temperature. The glaze under

goes dehydration (RT ,....,

400'C) , dehydroxylation (400

,...., 900'C) , vitrification (900"""

1000'C) , and recrystallization

C1 000--1250'C ).

Fig. 10 shows the change

of the Fe2+ QS value of the

body material with firing tem

perature. The FeH QS value is

high from the beginning and

increases gradually with the in

crease of firing temperature. In

comparison with the glaze ma

terial , the body material does

not show clear distinction be

tween dehydration and dehy

droxylation. The vitrification

temperature range of the body

material is relatively low (800

--1000·C).

3. 3. 3 The changes of vari

ous iron intensities in

Fig.ll (a) shows the

change of the relative intensity Fe2+ I (FeH 十 FeJ+) of the paramagnetic peak

FeH in the glaze with firing temperature. The magnetic ratio (MR) is defined as

the ratio of magnetic peak area to the total iron area. The change of the (MiR+
M 2R) of the glaze material with firing temperature is shown in Fig. 11 (b). As the

temperature increases , the Fe2+ I (Fe2+斗 Fe3+) increases and (MiR十M2R) de-
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creases. Fig. 12 shows the relationships between the relative intensity of the param

agnetic peak FeZ+ , the magnetic ratio of the body material and firing temperature.

Fig. 12 (a) shows that the relative intensity of FeZ+ increases rapidly since the fir

ing temperature is above 400·C. It reaches saturation at 900 "C , with FeZ+ / (FeZ+

十Fe3+) being O. 79. Fig. 12 (b) shows that the magnetic ratio reaches a maximum

at 300'C and then decreases drastically as the temp町ature continues to increase.

Above 800'C , the magnetic ratio remains at about O. 20. In comparison with the

glaze material , it is easier for the newly formed material at high temperature in the

body material to capture FeZ+ into the lattice.
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Fig. 11 (a) The relationship between the

relative intensity of the Feh para

magnetic peak Fez.; (Fe Z
- +

Fe3-) of specimen (Ill) and firing

temperature. (b) The relationship

between the magnetic ratio (MjR

+ MzR) of specimen (UI) and

firing temperature

Fig. 12 (a) The relationship between the

relative intensity of the Fez中 para

magnetic peak Fe2+; (Fe2+ +
Feh

) of specimen (Uz) and fir

ing temperature. (b) The rela

tionship between the magnetic ra

tio (M1R + MzR) of specimen

(1] z) and firing temperature

3.3.4 The coloring mechanism

The following changes probably occur in the glaze and body materials when

the materials are fired in the reductive atmosphere and high temperature range: the

hematite and magnetite transforms ferrous oxide. When FeO distributes in the glass

state material of the glaze , the glass state material appears light blue. During the

high temperature recrystallization , even more FeZ+ ions enter the lattice. This
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change can be detected from the obvious increase of the structural iron which has

strong effects on glaze color. When Fe2+ and FeH co田exist ， the glaze color is blue.

At the firing temperature of 1200"C , the Fe2+ / (Fe2+十FeH ) of the glaze of the

imitative ancient sky-blue lun porcelain is 0.75. Fig. 11 (a) indicates that the con

centration of Fe2+ is very sensitive to the firing temperature. The concentration of

reductive atmosphere and firing temperatures are important factors for the coloring

of 1un porcelain.

There exist gas bubbles of diι

ferent sizes in the glaze layer. The

broad dehydroxylation and vitrifica

tion temperature ranges are beneficial

to the formation of these gas bub-

bles. Vapour , CO2 and other gases

form the bubbles in the glass state

glaze layer. The body material con

tains a lot of Fe203 and Fe304' and

can produce a large amount of CO2

gas in the high temperature stage.

Observation of the fracture surface of

the ]un porcelain glaze layer with a

microscope shows that most of the

gas bubbles seem to form at the in

terface between the body and the

glaze. This may be related to the CO2

in the body. These bubbles of differ- Fig.13

ent sizes are important factors that

lead to the unique opalescence of lun

porcelain[9J

3.4 Low temperature Mossbauer spectroscopic study on sky-green glaze of imi

tative ancient Ru porcelain

The Mossbauer spectra of the specimen at RT and 4.2 K are shown as

Fig.13. The t\伽sbauer parameters of the specimen at RT and 4.2 K are listed in

Table 6.
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Table 6 Mossbauer Spectrum Parameters of Sky-Green Glaze at Room Temperature and

4.2 K

Temperature Haematite (Fe,O,) Magnetite (Fe,O.)

T/K 15/l!lm' ~-1 Q5/mm' ~-1 H" I/% IS/mm' ~-I QS/mm' ~-I H' I/o;,
300 0.24 0.00 472 53.5 0.40 0.12 453 12.0

4.2 0.23 0.23 516 60.3 0.19 -0.42 50S 19.1

Temperature Structural (Fe'-) Structural (Fe3+)

T/K IS/mm' 5-' QS/mm' 5- 1 II' /mm' 5- 1 I/% lS/mm' 5- 1 QS/mm' 5-' II' /mm' 5叶 I/%
300 1.10 1.91 1.50 9.2 0.24 0.69 1.10 25.3

4.2 1.17 2.46 [. 00 7.7 0.13 0.91 。. SO 12.9

• Unit in k (1 000/4π) A/m.

3. 4. 1 The change of the spectrum at 4. 2 K

In comparison with the room temperature spectrum , the spectrum at 4.2 K

has the following changes:

3.4. 1. 1 The area of magnetic spectrum increases and the area of paramagnetic

spectrum decreases The M6ssbauer spectra indicate that haematite (Fe203) is the

major magnetic ordering component , being consistent with the results from X-ray

diffraction. In addition. a small amount of magnetite CFe304) also exists. One of

the most obvious changes of the 4. 2 K spectra is that the area of absorption peak of

the magnetic ordering component increases while the area of central paramagnetic

absorption peak decreases. From room temperature to 4. 2 K , the spectrum area of

Fe203 increases from 53. 5 % to 60. 3%, and the spectrum area of Fe304 increases

from 12.0% to 19.1%. In summary , the area of magnetic ordering component in

creases from 65. 5 % to 79. 3% and the area of paramagnetic peak decreases from

34.5% to 20. 6%. The decreases of the paramagnetic peak area of Fe3+ is the most

prominent , from 25.3% to 12.9%.

3.4. 1. 2 Intensity of the superfine magnetic field increases At 4. 2 K , the su

perfine magnetic field intensity of the magnetic ordering component increases. For

FeZ03' I-/ = 472 kOe at 300 K , and H = 516 kOe at 4. 2 K. For Fe30 p H = 453

kOe at 300 K , and H = 508 kOe. at 4. 2 K.

3.4. 1. 3 TIlt' spectrum widths become narrow The width of the Fe3+ paramag

netic doublet peak is 1. 10 mmls at 300 K , and O. 8 mmls at 4. 2 K. The width of

the Fe2+ paramagnetic peak is 1. 5 mmls at 300 K and 1. 00 mmls at 4.2 K. The

widths of all magnetic peaks also generally become narrow.

3.4. 1.4 The quadrupole splitting increases The quadrupole splitting CQS) val

ues of structural Fe and magnetic ordering component all increase at 4. 2 K. The

QS value of structural Fe3+ is O. 69 mmls at 300 K and O. 91 mmls .1t 4. 2 K. The
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QS value of structural Fe2+ is 1. 91 mmls at 300 K and 2.46 mmls at 4. 2 K. The

QS value of Fe203 is O. 00 mmls at 300 K and 0.23 mmls at 4. 2 K. The QS value

of Fe30, changes from O. 12 to 一 0.42 mm/s.

3.4. 2 Anal~'sis and discussion

3.4.2. 1 The superparamagnetic relaxation effect of sky-green glaze The parti

cles of haematite and magnetite are superparamagnetic[l. lO]. The superparamagnetic

relaxation time of these microcrystalline particles is determined by the following

formula!

T = Toexp (KVIkT) (1)

where K is the anisotropic constant , V the volume of magnetic domain , kT the

thermal energy. The superparamagnetic relaxation time depends strongly on tem

perature and particle size. If the time is long (large V , small T ) , the system is fer

romagnetic. Mossbauer spectrum shows Zeeman splitting spectrum. If the time is

short (small V , large T ), the system is paramagnetic , and Mossbauer spectr:.lm

is paramagnetic. At room temperature (far below Neel temperature) , the

Mossbauer spectrum contains both Zeeman splitting and paramagnetic component ,
due to the superparamagnetic relaxation effect of sky-green glaze. The area ratio of

the two components is 66 : 34. The paramagnetic peak of the room temperature

spectrum is the result of the superposition of the paramagnetic peaks of Fe203 and

Fe30 , and the paramagnetic peaks of structural Fe. It is difficult to differentiate

these two kinds of spcetra at room temperature , while the paramagnetic effect does

not exist at 4. 2 K. Therefore the paramagnetic peaks of Fe oxides disappear , and

the Zeeman splitting component increases. The paramagnetic peak of spectrum at

4. 2 K is completely due to the Fe particles that already exist in the clay mineral

structure. The area ratio of the magnetic peak and paramagnetic peak is 79 : 21 at

4.2 K.

3.4.2.2 Enlightenment to coloring mechanisms of Green Porcelain The relative

abundance of various states of Fe in the glaze can be determined by Mossbauer

spectroscopy , which by itself is significant to the study of scientific and technologi

cal problems of porcelains. Chemical analysis and X-ray diffraction indicate only

Fe203 as the Fe mineral in sky-green glaze. However , the Mδssbauer spectra at 4. 2

K reveal that there are haematite , magnetite and structural Fe (Fe2+ , Fe3+) in sky

green glaze. Their relative abundences are 60% for Fe203t 19 % for Fe30" 13%

for Fe3+ and 7.7 %for Fe2+. The superparam&gnetic percentage of ferric oxide par

tides is the function of temperature. Hence the size distribution of ferric oxide parti-
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cles can be calculated. The coloring of the glaze is related to the abundence and size

of ferric oxide particles , as well as the abundence of structural Fe. The abundence

of various Fe and particle size are deterlllined by the firing temperature and atmo

sphere. For the same glaze material , different glaze color results from different fir

ing conditions. Therefore it is not possible to determine the chemical state of Fe in

detail by chemical analysis and X-ray diffraction , and the usage of M6ssbauer spec

troscopy in the study of ancient porcelains shows the unique advantage.

3. 4. 2. 3 The reasons for the change of other superfine parameters

C1) The increase of the room temperature spectrum width

There are many reasons for the increase of spectrum width. The major two

reasons under our experimental condition are:

Ci) The diffusion movement of atoms

The formula for thεspectrum width increase is[ l1]

l::,.T = 2h/'0[1 - 1月 1 + k2 (司 >/6，)J (2)

The higher the temperature is , the larger the average square value (α~> of the mi

gration di5tance , the shorter the staying time '0 at a position and the bigger the

spectrum width l::,.T.

(ii) Superparamagnetic relaxation effect. The higher the temperature is , the

more prominent the superparamagnetic relaxation effect of haematite and magnetite

particles is and the more the spectrum widens.

(2) The increase of quadrupole splitting value of low temperature spectrum

One possible explanation for this result is as follows.

Under thermal equilibrium conditions , the arrangement of atoms at various en

ergy levels follows Boltsmann distribution , i. e.

N j = gjexp(- E;/KT) (3)

The number of atoms atone energy level , N j, is determined by the energy E j and

temperature. It is obvious that the lower the temperature is , the larger the number

of atoms at low energy states ,and the closer the maximum of valence electron cloud

density of atom at low energy states to the nuclei , which make the electric charge

distribution of inner electron shell more asymmetrica l. The gradient of the electric

field resulting from the polarization induction of inner electron shells near the nuclei

is larger. Therefore , the increase of quadrupole splitting value is experimentally ob

served at low temperature.
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