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ABSTRACT

The technology of microelectronics that has evolved over the past half century is one of great power and sophistication and
can now be extended to many applications (MEMS and MOEMS) other than electronics. An interesting application of
MEMS quantum devices is the detection of electromagnetic radiation. The operation principle of MEMS quantum devices is
based on the photoinduced stress in semiconductors, and the photon detection results from the measurement of the
photoinduced bending. These devices can be described as micromechanical photon detectors. In this work, we have
developed a technique for simulating electronic stresses using finite element analysis. We have used our technique to model
the response of micromechanical photon devices to external stimuli and compared these results with experimental data.
Material properties, geometry, and bimaterial design play an important role in the performance of micromechanical photon
detectors. We have modeled these effects using finite element analysis and included the effects of bimaterial thickness
coating, effective length of the device, width, and thickness.
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1. INTRODUCTION

Sensing elements are devices that respond to one form of energy and provide an output, which is often in a different form of
energy. Detectors are instruments that provide a measurement of the amount of energy absorbed. Several different types of
solid state and micromechanical photo-detectors are currently available or are under development. 1 Photo-detectors2>3can be
categorized as either quantum4 (photon) detectors or thermal detectors. Quantum detectors include charge-coupled devices
(CCDS) and solid state detectors, and they function based on the properties of semiconductors. Thermal detectors convert
radiated optical energy into thermal energy and result in an increase in temperature of the detector that can then be measured
by various means. Several types of thermal detectors exist including pyroelectric,s thermoelectric,s resistive micro-

.,,.

bolometers,’ and microcantilever thermal detectors.a

In order to develop techniques for increasing the response and detection threshold for infrared detectors, we have been
investigating a new type of micromechanical photon detector.g’10>11These semiconductor devices respond based on the
internal, electronic stress resulting from the generation of electron-hole pairs. These highly sensitive photon detectors have
extensive applications for infi-ared imaging, spectroscopy, 12chemical sensing, 13and energy detection. g>lO>l1

In this research, a new technique for predicting the mechanical response of micro-devices to photoinduced stresses is
employed. A simple verification model is solved to determine the accuracy of this method. The numerical technique is also
applied to a more complicated microstructure. The results of numerical analysis are compared with experimental data.

1,1 Photoinduced Stress

Much research has been performed on the acoustic emission of semiconductor materials through optical excitation. 14’15The
theory of photoinduced stress was reported in 1961 by Figielski,16 who calculated the change in the lattice constant when
excess charge carriers are generated in a semiconductor due to optical illumination. Figielski used a model of the band
structure versus interatomic distances to compute the dilation of the crystal lattice and assumed that the elastic properties
were related to the valence electrons only. Figielski’s formula for the “photostriction” of semiconductors is given by
Equation 1, where ePjrepresents photoinduced strain, n is the number of charge carriers,K is the bulk rnochdus,(~E#p)T.
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Figure 1: Photoinduced bending of semiconductor material with positive and negative
bandgap dependence on pressure, tlE#3P.

represents the bandgap dependence on pressure at a constant temperature, and Cl/ and C12represent the directional moduli of
elasticity.
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Equation I can be simplified using the definition of bulk modulus,17 by assuming that Poisson’s ratio equals 1/3, and
assuming that cl] + 2C{2is approximately equal to three times Young’s modulus, Y. We also assume that there is a negligible
temperature change in the detector, and therefore the partial derivatives can be represented as general derivatives. This gives
the more commonly employed version of the equation for photoinduced strain, which is a linear fhnction of the pressure
dependence of bandgap energy and the number of charge carriers created as shown below in Equation 2.]8>]4
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When photon energy is absorbed by a semiconductor material with bandgap energy, Es, the total change in surface stress, As,
is equal to the combination of photoinduced stress, Aspi, and the thermal stress, A.slh,due to temperature change, AT. This
relationship is shown in Equation 3.10
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where Yrefers to the Young’s modulus, and a is the linear coefficient of thermal expansion.

Steams, Kino14 and others10 have performed experiments to veri~ the existence of electronically induced strain in silicon
using the property of the negative dE/dP in silicon to separate the effects of thermal strains from electronic strain. Figure 1
illustrates this effect. ..’...

The linear strain produced with the creation of electron hole pairs can be converted into a bending effect by coating one side
of the microcantilever. This bending effect occurs because the two layer experience different amounts of stress based on
their modulus of elasticity, thermal expansion coefficients, or differences in dE/dP for photoinduced stress. The maximum z
deflection, z~.., for a rectangular beam rigidly attached at one end is given by the following equation:19’20
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where tJ and t2are the top and bottom layer thickness, and Y]and Y2are the moduli of elasticity for top and bottom layers. Y*
is the effective modulus of elasticity of the coated cantilever given by the equation, Y*=YlY#(Y1+YJ.

It is assumed in this work that the absorption of photons with energies above the bandgap creates a near instantaneous,
isotropic strain in the semiconductor material, and that the distribution of charge carriers is uniform throughout the substrate,
The change in charge carrier density, zln, in the material can be calculated knowing the quantum efficiency, q, the charge
carrier lifetime, ZL,the incident wavelength, 2, Planck’s constant, h, the speed of light, c, the volume of the substrate, V, and
the total flux absorbed, @.&$,by Equation 5.9

(5)

By examining Equations 4 and 5, it is apparent that the sensitivity of the micromechanical photon detector can be increased
by choosing a material with an optimum dE/dP. In addition, it is possible to improve the sensitivity of the detector by
optimizing the charge carrier density, An. The charge carrier density can be increased by several means including reducing
the volume of the device by reducing the thickness, using materials that have band gap cutoffs at the longest wavelengths,
and by choosing materials with long charge carrier lifetimes or using methods of increasing the charge carrier lifetime, rL.

1.2 Finite Element Analysis

The concept of structural finite element analysis involves obtaining an approximate solution for the displacement values of a
continuum by dividing that continuum into a number of ‘finite elements’ and solving the fimction representing the
displacement of those nodal points. These elements are connected at a specific number of nodal points on their boundary.
Functions are chosen to represent the displacement within the finite element based on the nodal displacements. The
displacement functions can be used to determine the state of strain within the finite element as a function of the nodal
displacements. The knowledge of these strains combined with any existing internal strains and the elastic properties can be
used to determine the state of stress within the elements. Existing internal strains would be the result of thermal expansion,
photoinduced strain, or other similar phenomena. A system of forces is applied at the nodal points, which is equal to any
distributed loads or applied boundary stresses such that the system is in equilibrium. The element displacement in terms of
the applied and internal forces is given by the following equation:

{F]a=[k]a{d}a+{F}.,p+{F}a,m, (6)

where {F’), is the matrix representing the force vectors at all of the nodes of an element ‘a’, {F’).,P is the force matrix resulting
from applied nodal forces or distributed loads, and {F}a,&Orepresents forces on the nodes resulting from internal strains, such
as thermal or photo induced strain, The matrix, [k]ti, is the element stiffness matrix, and {8}. represents the displacements.21

It is important to note that like other methods of engineering computation, finite element analysis is a method based on the
energy of the system. Often in structural analysis, the system is treated as an array of springs or elastic elements. The energy
required to displace the nodes, or strain energy is used to compute the potential energy of the system. One method of
obtaining a solution to the large number of matrix equations generated by finite element analysis involves Euler’s Principal
of Minimum Total Potential Energy, also known as the principal of virtual work. On this basis, the finite element equations
are solved for the displacement field based on the internal strains, external displacements, and the minimum potential energy.
The state of minimum potential energy corresponds to the ihate of equilibrium?2’23
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2. NHCROMECHANICALP HOTONDETECTOR
.“:$,.

For this experiment, a novel micromechanical detector was fabricated using a
combination of single point diamond, chemical etching, broad beam ion
milling, and focused ion milling. Single point diamond turning was used to
fabricate a 50 pm thick diaphragm in an iridium antimonide, InSb, substrate.
The thickness of the diaphragm was fbrther reduced using a combination of
chemical etching and broad beam ion milling. The final structure was
fabricated using a focused ion beam to cut out the geometry seen in Figure 2.
This was a rectangular shaped photon detector measuring 66pm long by 60pm
wide. The legs of the structure were folded five times to minimize the rate at
which energy was transferred to the base of the device.

InSb was chosen for this experiment due to its high band gap dependence on
pressure, dE~dP, and for its low bandgap energy. The band gap dependence
on pressure for InSb is +2.45 x 10-23cm3 as compared to silicon, which has a
dE~dP of-3.26x 10-24cm3.24 InSb is activated by longer Wavelength photons
(up to 7.5 pm compared to 1 pm for silicon), because InSb has a lower
bandgap energy (O.17eV) than Si (1. leV).25 The combination of high bandgap
dependence on pressure and low bandgap energy means that InSb devices
should have an order of magnitude better response than silicon devices.

The InSb micromechanical photon detector was coated with a thin layer (50 nm) of gold, Au, This served two purposes.
One purpose was to reflect the readout laser beam. A more important purpose was that the layer helped form a bimaterial
structure, which can exhibit bending due to differential expansion of InSb and Au. After coating, the device was heated to
500 C. The heating process helped reduce any residual mechanical stresses that were created as a result of the deposition
process. This procedure seemed to result in a microcantilever structure with almost no residual bending in the steady state.
Howeverj it is interesting to note that we observed that the resonance frequency of the InSb microstructure was lower than
the resonance frequency of the uncoated InSb. It is difficult to say how much of the observed frequency shift was due to pure
mass loading, and how much was due to residual stresses. .,,

We investigated the response of our devices using the
experimental setup shown in Figure 3. To detect”” ‘“
movement of the cantilever, a diode laser (delivering 1 3
mW at 670 nm) was focused on the tip of the Q Photons

microcantilever using a 20-power microscope objective.
In order to minimize heating of the tip by the probe
laser, optical power was reduced by placing a neutral
density filter with an optical density of 1,0 between the
probe laser and the objective, A quad-element “’
(A,B,C,D) photodiode detector was used to collect the

I ‘

Microcantilever

reflected probe beam. The current output (i*,~,c,~) of Reference
the photodiode depends linearly on the bending of the from Chopper
microcantilever. A high, narrow bandpass optical filter
was placed in front of the photodiode allowing the laser

Signal !Q. Position Sensitive Diode Laser

beam to be detected while preventing other A+B Photodetector
wavelengths from reaching the photodiode. The
amplified differential current signal from the quad cell
photodiode, i*,~,c,~[= (iA+iB)- (i~+iD)/ (iA+iB+ ic+iD)], Figure 3: Schematic diagram of experimental setup.
was monitored and recorded using a digital oscilloscope
(TDS 780, Tektronix) or sent to a lock-in amplifier
(SR850, Stanford Research Systems) for signal
extraction and averaging. Photon radiation was
supplied to the device with a 500°C blackbody source.
The energy from the source was chopped by a
mechanical chopper operating at a frequency of 1 kHz.



3. NUMERICAL MODELING

3.1 Verification Model

A finite element model for the response of the device was developed through modification of a method for analyzing the
effects of linear, internal strain due to thermal loads. The internal, phtoinduced strain was applied to the elements of the
model using the strain relationship given in Equation 2, &pi=l/3(dE<dP) An. The pressure dependence of bandgap energy
was divided by three and applied as a material property to the elements.

An external photon flux was applied to the model, and the
number of charge carriers, An, were calculated using Equation
5. Several assumptions were made in order to perform this
calculation. The quantum efficency, ~, was assumed to be one.
The charge carrier lifetime, r~,was estimated to be 10 ws, and a
cutoff wavelength of 7 pm was used. The charge carrier
density was assumed uniform throughout the cantilever device.

.

A verification model was created to test our method. This
model consisted of a simple, rectangular cantilever beam 140
pm long by 20 pm wide, and 0.5~m thick with a 50 nm coating
of Au. This beam is shown in Figure 4. One end of the beam
was constrained in all six degrees of freedom and the other end
was in the free condition.

A flux of 100 WWwas applied to the finite element model and
the deflection results were analyzed. These results were compared with the results of Equation 4. The results of the finite
element analysis predicted that the verification model would experience a displacement of 2.06 ~m compared to 2.63 ~m as
predicted by Equation 4, a difference of 2 1.7°/0. Although closer agreement is often obtained in finite element verification
models, the results were deemed sufficient enough that the finite element model could be used to estimate the mechanical
response of the photoinduced effect as given by Equations 1-5.

3.2 Analysis of InSb Photon Detector
,. ,..,

The FEA model of the InSb photon detector consisted of 456 two-dimensional shell elements and 456 three-dimensional
solid elements. The shell elements represented a Au layer on the top surface of the device; the solid elements represented the
InSb material of the cantilever. The Au layer was set to 50nm thick, and the cantilever itself was 1 ~m thick. The device was
58.5 pm wide and 66 pm in height.

The dimensions of the microstructure used in the analysis
were determined during fabrication. The substrate was
diamond turned to a known thickness, and the thickness was
further reduced using chemical etching and broad-beam ion
milling. The final thickness was calculated using
experimentally determined chemical etch and ion milling
rates. The dimensions of the legs and pad were measured
using the focused ion milling system.

As indicated in Figure 5, the surfaces where the cantilever
would be attached to au InSb substrate were constrained in
all six degrees of translational and rotational fi-eedom. The
substrate that the device is attached to was not included in
this analysis in order to focus on the photoinduced bending
of the cantilever. The method used in Section 3.1 to analyze
photoinduced stress in the rectangular beam was again
applied to this more complicated microstructure. Fluxes of
1-12 VW were applied to the finite element model and the



resulting deflections were computed. Convergence of all results was ensured to better than 10°/0using the p-element adaptive
meshing technique.2b

Modal analysis was performed on the geometry to determine the anticipated response of the structures and the mode shapes.
The first four vibration modes were calculated for the InSb structure. Results of the modal analysis are used to ~ain insight
into the potential response of the device. These results can
be used to determine if a vibration mode could be excited
during testing of the device.

4. RESULTS

The simulated photoinduced response of the cantilever to a
10 pW load is shown in Figure 6. Maximal z deflection was
determined, and the z deflection was calculated at two
additional points on the top surface as well: at the tip along
the centerline, and in the center of the sensing pad. In all
three cases, the deflection was found to vary linearly as a
function of load.

For the 10 pW flux, the maximum displacement was
determined to be 9.3 nm, the tip displacement was 7.8 nrn
and the center displacement was 5.0 nm. Experimentally, a
displacement of 25.0 nm was measured for a flux of 10.1
pW. The deflection was measured experimentally for input
flux ranging from 0.7 pW to 11.3 vW. The results of the
displacement simulation and experimental data are shown in
Figure 7.

A modal analysis was performed to determine the first four
natural vibration frequencies of the InSb folded-leg device.
The mode shape for the fundamental frequency is shown in
Figure 8, and the calculated frequencies for the first four
vibration modes are shown in Table 1. The analysis of the
mode shapes gives insight into the potential dynamic
response of the device, as well as the potential motion of the
device during excitation.

The fimdamental fi-equency was determined to be 56.7 kHz
corresponding to the normal bending vibration of the
structure. The second mode was 201.44 kHz representing
the twisting of the device. The third and fourth modes were
more obscure vertical and side to side bending modes and
occurred at 297.34 and 427.20 kHz.

5. DISCUSSION

A numerical method of simulating photoinduced stress was
developed using the relationship for e i given in Equation 2

A The dE~dP used forand using handbook values of dE~dP.
InSb was 2.45 x 1023cm3. Since Au is not a semiconductor
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Figure 6: Simulated photo-induced bending of InSb
microstructure fi-omthe 10 pW flux. The deformed shape of
the structure is exaggerated. The scale on the right is in
units of mm.
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Figure 7: Plot of (a) experimental data and (b-d)
modeling data for three points giving deflection as a
function of radiant power. (a) Average experimental
deflection, (b) maximum z deflection, (c) tip deflection,
and (d) deflection near the center of the sensing pad.

material, it was assigned a dE~dP of zero, Radiant power was applied to the model ranging from I to 12 pW. The radiant
power was used to determine the elemental value of An. The value of ztn in the volume of the sensor was determined by the
relationship given in Equation 5, and assuming a quantum efficiency of one, a charge carrier lifetime of 10 ws, and an
incident wavelength of 7 pm.
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Table 1: InSb microstructure frequencies of vibration.
Mode Freauencv WIzl

m

1 56.;6 ‘ “
2 201.44
3 297.’34

Figure 8: Fundamental mode of vibration

A verification analysis was performed using the numerical method for simulating photoinduced stress. The results of the
verification model were compared with the results of Equation 4. The results of the verification model showed agreement
within 22°/0with the results from Equation 4. While the results were in close enough agreement to indicate that the analysis
technique is useful in understanding the phenomenon of photoinduced stress, we were concerned that closer correlation was
not achieved for the simple geometry. The relation for strain in both instances was based on the linear expression for strain
given in Equation 2. The disagreement of these two methods indicates that discrepancies are present in the basic assumptions
made both for calculating the deflection and for creating the finite element model. Further investigation of these
discrepancies is necessary. The references for Equation 2 were unclear whether Equation 2 is an exact solution or an
approximation.

Figure 6 displays the exaggerated deformed structure due to photoinduced bending. The curvature of the sensing pad is due
to the isotropic photoinduced expansion of the InSb structure combined with the constriction of the InSb layer by the Au
coating. The results of the experimental measurement of the device are plotted with the modeling data in Figure 7. The
experimental values for the maximum z deflection were 2.5 times greater than those predicted by the model. 0thers27 have
experienced higher experimental photoinduced deflections than predicted by their models.

Several sources of error are possible in the model. One of the most difficult terms to measure to a high accuracy is the
thickness of the sample. Because the thickness of the !mrnple affects both the charge carrier density and the moment of
inertia of the structure, the amount of bending in the sample is a function of the thickness to the fourth power. It was
determined that a twenty-percent error in determining the thickness of the sample would result in a factor of two error in the
calculated deflection. Also, the finite element model assumed that no effects other than photoinduced bending were present
and that the distribution of charge carriers was uniform in the in the volume. A higher distribution of charge carriers on the
surface of the material would add to the bimaterial effect and could result in an increased amount of deflection, The
assumption that 3Y= C11+2C12used to obtain Equation 2 is valid to better than two percent in the case of InSb and was not
deemed a source of error.

Figure 8 shows the deformed geometry from the vibration analysis, which corresponds to the normal vertical bending of the
device. The second mode of vibration corresponded to a twisting of the device. The third and fourth modes corresponded to
more obscure bending of the legs and side to side bending modes, however the separation of the modes made it unlikely that
the higher modes would be excited. The energy input to the device was chopped at a frequency of 1 kHz, making it unlikely
that the resonance frequency of the structure was excited during testing.

6. CONCLUSIONS

Finite element analysis has proven to be a very useful tool in designing microstructure and understanding their behavior.
Simple changes in the geometry of micro-sensors can have significant effects on their response. In this experiment, a finite
element model for the electronic bending of semiconductor structures was developed based on previously formulated
relationships. The model was shown to have coarse agreement with the previously derived relationships. Better agreement



was expected with the structural relationships, and it may be necessary to look at the derivation of the relationships.
Experimental results were 2.5 times higher than those predicted by the model. The high experimental results speak of the
promise of the use of InSb as a micromechanical photon detector. Differences in the results of the finite element model and
the experimental data are likely due to difficulties in quantifying the geometric data.
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