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1 .O GENERAL INFORMATION 

1.1 EXECUTIVE SUMMARY 

This technical report is to evaluate and establish that the transportation of waste containers (e.g. 
drums, wooden boxes, fiberglass-reinforced plywood (FRP) or metal boxes, tanks, casks, or 
other containers) that have an external application of polyurea coating between facilities on the 
Hanford Site can be achieved with a level of onsite safety equivalent to that achieved offsite. 
Utilizing the parameters, requirements, limitations, and controls described in the DOE/RL-2001- 
36, Hanford Sitewide Transportation Safety Document (TSD) and the Department of Energy 
Richland Operations (DOE-RL) approved package specific authorizations (e.g. Package Specific 
Safety Documents (PSSDs), One-Time Requests for Shipment (OTRSs), and Special Packaging 
Authorizations (SPAS) this evaluation concludes that polyurea coatings on packages does not 
impose an undue hazard for normal and accident conditions 

The transportation of all packages on the Hanford Site must comply with the transportation 
safety basis documents for that packaging system. Compliance with the requirements, 
limitations, or controls described in the safety basis for a package system will not be relaxed or 
modified because of the application of polyurea. The inspection criteria described in 
facility/projects procedures and work packages that ensure compliance with Container 
Management Programs and transportation safety basis documentation dictate the need to 
overpack a package without consideration for polyurea. 

This technical report reviews the transportation of waste packages coated with polyurea and does 
not credit the polyurea with enhancing the structural, thermal, containment, shielding, criticality, 
or gas generating posture of a package. Facilities/Projects Container Management Programs 
must determine if a container requires an overpack prior to the polyurea application recognizing 
that circumstances newly discovered surface contamination or loss of integrity may require a 
previously un-overpacked package to subsequently require overpacking. Therefore, the polyurea 
coating can not be credited to avoid the need to overpack a package or enhance the transportation 
safety of a structurally sound package that has polyurea on the exterior. 

Polyurea is a 2-part, spray-applied, aromatic coating system that will provide a barrier against 
environmental conditions and function as a fixative or prevention for surface contamination. An 
application of the polyurea compound will protect containers from f a h e r  degradation by 
inhibiting corrosion. It is resistant to moisture intrusion, provides environmental protection, etc, 
and thereby helping to minimize the potential for the spread of radioactive contamination. Cured 
polyurea is 100 % solids, i.e. no volatile organic compounds (VOCs) are given off. The 
propensity for isocyanate sensitivity requires special exposure controls and personal protective 
equipment (PPE) during the application; however, these considerations do not extend to the 
handling of cured polyurea during transportation operations. 

The transportation safety basis documents that describe the requirements, limitations, and 
controls for the transportation of packages address the frequency and radiological dose 
consequences of postulated accidents that include collision, collision with fire, and hydrogen 
deflagration. Containers with polyurea on the exterior surface or packages coated with polyurea 
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that are in an overpack do not alter the frequency of transportation accidents. Polyurea does not 
contribute to the radiological source term in a package so the radiological dose consequence of 
accidents as analyzed in the transportation safety basis documents can not be impacted by the 
presence of polyurea on or in a package. 

The performance of polyurea coatings during a fire was investigated. The Manufacture’s Data 
Sheet, for a polyurea coating marketed by The Sherwin Williams Co. under the name of 
Envirolastic@ AR425 is presented in Appendix A. The Surface Burning Characteristics (ASTM 
E84) testing that was performed at a 20-mil thickness measured a flame spread rating of 10 and 
smoke density of 35 for the polyurea material. Even though the Envirolastic AR425 polyurea 
coating material may be applied at a nominal 30-250 mil thickness the expected thickness used at 
Hanford is 50-150 mils. ASTM E84 flame spread testing done at a 500-mil thickness for a 
similar coating material (Instacote SE FRB) resulted in a flame spread rating of 20 and smoke 
density of 1 15 (Appendix B). These flame spread ratings are low such that they are considered a 
Class A building material by the National Fire Protection Association (NFPA) and according to 
the Solid Waste Operations Complex (SWOC) Fire Hazards Analysis (FHA) Attachment 6 ,  do 
not drip or fall off when exposed to flames. 

The collision with fire accident scenario for transportation is evaluated with the containers, 
payload, and material at risk (MAR) fully engulfed in the fire. The damage ratio (DR), Airborne 
Release Fraction (ARF), and Respirable Fraction (RF) are consistent with the definition of 
“packaged waste” in the Hanford Safety Analysis and Risk Assessment Handbook (SARAH), 
HNF-8739, Table 3.5. SARAH describes this material as generally combustible contaminated 
waste in plastic bags or taped plastic bags or in pails, drums, and waste boxes. The propagation 
of the fire will be caused primarily by the combustible waste materials and will not be 
augmented by the polyurea. Also, the polyurea is judged to provide a negligible contribution to 
the smoke density caused by the burning plastics, tape, wood, and other cellulosic and synthetic 
materials. A flame spread rating of 25 is equivalent to a Class A building material, so for 
comparison, regular lumber ranges from Western Larch with a flame spread of 45 to yellow 
poplar with a flame spread between 170-185 and hardwood plywood like %” birch with High 
Density Veneer Core has a flame spread of 114 (source American Forest & Paper Association, 
Inc.). The examples of polyurea discussed in this report, i.e. Envirolastic@ AR425, Appendix A 
and Instacote SE FRB), Appendix B are both Class A building materials. A fire involving 
polyurea can be extinguished utilizing standard fire suppression materials, methods, and 
practices, such as full face shield and self contained breathing apparatus, water, foam, dry 
chemicals or COz (MSDS #063396). The fire hazard associated with polyurea is about the same 
as fiberglass (MSDS #13659) and cellulosic materials. 

Hydrogen generated by polyurea applied to the exterior of a retrieved or newly filled waste 
package can not contribute to or impact the hydrogen content inside the package unless that 
package is placed into an overpack. The calculations determined that the unvented void of the 

@ Envirolastic is a registered trademark of the Sherwin-Williams Company 

@ Instacote SE FR is a registered trademark of Instacote, Inc. 
m 
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85-gal drum containing a 55-gal drum with 500 g of TRU with 12% 240pu contains 1.9% H2 and 
without polyurea 0.026% H2. For comparison purposes the hydrogen as calculations for an 85- 

and without polyurea 0.01% Hz. These Radcalc, Section 8.0 and Appendix C calculations 
indicate the hydrogen gas concentration in the void space of an 85 gallon overpack containing a 
55 gallon drum that has an exterior fully coated with polyurea modeled as High Density 
Polyethylene (HDPE) enclosed for 5 years does not reach the lower flammable limit for 
hydrogen. 

gal drum containing a 55-gal container with 200 g of TRU with 12% F 'Pu contains 0.78% HZ 

1.2 INTRODUCTION 

Waste processing activities require the storage and ultimately the movement of packages that are 
structurally sound, but have potentially degraded confinement layers or surface contamination 
that could have come from a different container. To mitigate the prospect of spreading 
contamination during storage, handling, processing, or transportation these packages are 
currently inserted into an overpack. The overpack provides a confinement barrier to the spread 
of radioactive contamination, but the supplemental structural strength is unnecessary for 
containers that satisfy the containment and structural requirements established in the DOE/=- 
200 1-36, ffanford Sifewide Transportation Safe9 Document (TSD) and its packaging 
authorizations. 

The application of polyurea, when applied properly, does not prohibit a package from being 
inserted into an overpack for shipping, so it can be used on drums, wooden boxes, fiberglass- 
reinforced plywood (FRP) or metal boxes, tanks, casks, or other containers. Polyurea does not 
contain radioactive isotopes so does not contribute to the radiological source term confined in the 
package. The polyurea coating is not credited with providing additional structural strength so the 
original container or its overpack must meet the conditions of the transportation safety basis 
documents for sound integrity. The application of polyurea is not credited with reducing the 
radiological dose consequences from postulated accident scenarios as analyzed in the TSD. 
Therefore, source term limits consistent with the (DOE-RL) approved package specific 
authorizations shall be implemented without change. 

1.2.1 Description of Polyurea and Application 

Polyurea is a 2-part, spray-applied, aromatic coating system that will provide a confinement 
barrier against environmental conditions for penetrations that are not readily visible and function 
as a fixative for surface contamination. This type of product is marketed by several companies 
with multiple formulations; however the selected product must have a flame spread of less than 
or equal to 25 according to HNF-21239, SWOC Fire Hazards Analysis. 

Application of the polyurea compound will provide weatherization of boxes for outside storage, 
or to protect containers from further degradation, thereby helping to minimize the potential for 
the spread of radioactive contamination. Packages may or may not be sprayed with polyurea, but 
the FacilitiesProjects Container Management Programs must determine if a container needs to 
be overpacked prior to the polyurea application. Therefore, the polyurea coating can not change 
the decision to place a package into an overpack. 
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The transportation of all packages on the Hanford Site must comply with the Transportation 
Safety Basis Documents for that package. Compliance with the requirements, limitations, or 
controls described in the safety basis for a packaging system will not be relaxed or modified 
because of the application of polyurea. The coating may be used on waste drums, or other waste 
container types, such as metal boxes, plywood boxes, or fiberglass reinforced plywood (FRP) 
boxes. 

Wood or FRP boxes coated with a polyurea spray will be treated the same as uncoated wood or 
FRP boxes. Special treatment like spacing or additional fire suppression is not warranted or 
required. Areas requiring patching shall use materials similar to those used in the original 
construction of the box. Wood or FRP boxes that are coated with a polyurea can be treated the 
same as those that are not coated from a fire hazard perspective (HNF-21239, Attachment 6). 

Metal boxes that are coated with polyurea in accordance with ASTM E84 flame spread test that 
demonstrates a flame spread less than or equal to 25 can be treated the same as uncoated metal 
boxes. (HNF-21239, Attachment 6). The metal boxes are robust and a coating of polyurea will 
not significantly change their performance in a fire. Boxes shall be considered structurally sound 
prior to the application of a polyurea coating. The use of polyurea with a flame spread of less 
than or equal to 25 may be a facility requirement, however the postulated transportation fire 
accident scenario assumes a complete failure of all packages exposed to the fire accident. 

1.2.2 Other information Including Materials Specifications and Product Data 

Polyurea is a spray-applied, aromatic coating system. It is composed of a part A material 
(isophorone diisocyanate and polyoxypropyleneamine) and a part B material 
(diethyltoluendiamine, proprietary light stabilizer, proprietary polyetheramine, proprietary 
polyoxypropyleneamine, and carbon black). This material exhibits extreme toughness and 
elastomeric performance characteristics. The material can be applied to a variety of surfaces that 
are clean, dry, and in sound condition. It has the ability to encapsulate small or large areas of 
corrosion on a container, allowing normal handling while dramatically increasing its weather 
resistance for outside storage or reducing the risk of contamination spread. Also, after the 
polyurea application has cured it is 100% solid, Le. no volatile organic compounds (VOCs) are 
given off (Appendix A). The drying schedule of polyurea to the touch and tack free is about 45 
seconds, light traffic is 2 hours, and full cure, to achieve the maximum rated physical properties, 
is expected in 24 hours. 

Polymer systems referred to as polyureas have certain characteristics suitable for rapid process 
applications. The major application is the Reaction Injection Molding (RIM) for automotive 
body panel part production. Certain characteristics of this technology that have proven useful for 
coating applications, include in part (Appendix A): 

> Fast, consistent reactivity and cure, reducing the likelihood for pockets of unreacted 
material, 

> Moisture and temperature insensitivity during processing, ambient air and surface 
temperatures are to be between -28.9 OC to 48.9 'C (-20 OF and 120 OF) with the 
maximum relative humidity of 8O%, so the range of ambient humidity and temperatures 
are favorable for use at Hanford. 

P Excellent physical properties / elastomeric qualities so will be extremely tough to 
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reasonable impacts and will generally return to its original shape upon low impact.; 
P Very low water absorption qualities, hydrolytically stable, so provides good separation of 

environmental moisture from the applied substrate, and extremely high waterproofing 
quality. 

P High thermal stability, maintains good physical properties over a wide temperature range 
-40 OC to 177 OC (-40 O F  to 350 O F )  data for InstaCote. 

P Auto-catalytic, no solvents, the curing of polyurea does not require the evaporation of 
organic solvents. 

9 High crack bridging so polyurea is able to cover small cracks and effectively maintains 
surface integrity over moving cracks up to 0.3 18 cm (0.1 25 in.). 

9 Very hard surface and high impact resistance. 
9 Strong adhesion to a variety of surfaces provided the surface preparation complies with 

the manufactures recommendations. 
P High tear strength. 

The Manufacture's Data Sheet, for a polyurea coating marketed by The Sherwin Williams Co. 
under the name of Envirolastic AR425 and informal communication from the manufacture of 
InstaCote is presented in Appendix A. The Surface Burning Characteristics (ASTM E84) testing 
that was performed at a 20-mil thickness measured a flame spread rating of 10 and smoke 
density of 35 for the polyurea material. Even though the polyurea coating material will typically 
be applied at a nominal 50-150 mil thickness, ASTM E84 flame spread testing done at a 500-mil 
thickness for a similar coating material (Instacote SE FR) resulted in a flame spread rating of 20 
and smoke density of 115 (Appendix B). These flame spread ratings are relatively low and while 
technically combustible, does not propagate flames, is self extinguishing, and does not drip or 
fall off when exposed to flames (HNF-21239, Attachment 6). 

1.3 PAYLOAD DESCRIPTION 

Polyurea is a coating sprayed on the outside of a container to enhance the contamination control 
of degraded or corroded containers. The transportation of all containers on the Hanford Site 
must comply with the Transportation Safety Basis Documents for those containers. Compliance 
with the requirements, limitations, or controls described in the safety basis for a packaging 
system will not be relaxed or modified because of the application of polyurea. It is expected that 
the benefits of the coating will be realized primarily for packages that are being retrieved from 
the LLBG; however, the scope of this report includes any packages located on the Hanford site 
that require transportation to or from any facility on the Hanford Site. 

Polyurea can not add to, subtract from, or by its use redistribute the radioactive waste material 
that is placed inside a container. A consideration for the use of polyurea would be gross weight 
limits for both the container and conveyance. Even though an intended use of the polyurea 
coating provide environmental protection and function as a fixative of surface contamination, 
An additional objective is to minimize the need to overpack containers. However, the possibility 
that a coated package will require overpacking subsequent to the application of polyurea can not 
be ignored. Facility Container Management Programs that evaluate a package and conclude the 
container must be overpacked must not reverse the overpack decision based solely on the 
application of polyurea. 
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The flame spread and smoke density testing is evaluated with respect to the transportation 
accident analysis in the TSD. The collision with fire accident scenario for transportation 
assumes the containers, payload, and material at risk (MAR) is fully engulfed in the fire. The 
damage ratio (DR), Airborne Release Fraction (ARF), and Respirable Fraction (RF) identified in 
the TSD Appendix G, Tables 2a and 2b are consistent with the definition of “packaged waste” in 
the Hanford Safety Analysis and Risk Assessment Handbook (SARAH), HNF-8739, Table 3.5. 
SARAH describes this material as generally combustible contaminated waste in plastic bags or 
taped plastic bags or in pails, drums, and waste boxes. The propagation of the fire will be caused 
primarily by the combustible waste materials because the flame spread test data described in 
Appendix B supports conclusions that the polyurea is considered a Class A building material by 
the NFPA and according to the SWOC FHA Attachment 6, does not drip or fall off when 
exposed to flames. Also, the smoke density caused by the burning plastics, tape, wood, and 
other cellulosic and synthetic materials will not be significantly increased by the presence of 
polyurea which is conservatively determined to be about 9% of the mass (see Section 8.0). A 
fire involving polyurea can be extinguished utilizing standard fire suppression materials, 
methods, and practices, such as full face shield and self contained breathing apparatus, water, 
foam, dry chemicals or C02. The fire hazard associated with polyurea is about the same as 
fiberglass (MSDS #13659) and celluIosic materials. The inhalation of smoke and dust particles 
is a standard hazard associated with extinguishing fires. 

1.4 COMPLIANCE WITH TSD PACKAGING STANDARDS 

The transportation of all containers on the Hanford Site must comply with the transportation 
safety basis documents for that packaging system. Compliance with the requirements, 
limitations, or controls described in the safety basis for a package must not be relaxed or 
modified because of the application of polyurea. The inspection criteria described in 
facility/projects procedures and work packages that ensure compliance with Container 
Management Programs and transportation safety basis documentation will dictate the need to 
overpack a package. The addition of polyurea does not impact the compliance with normal 
transportation conditions (NTC) under DOE approved authorizations. 

1.4.1 

This technical report is to evaluate and establish that the transportation of waste containers (e.g. 
drums, wooden boxes, fiberglass-reinforced plywood (FRP) or metal boxes, tanks, casks, or 
other containers) that have an external application of polyurea coating between facilities on the 
Hanford Site can be achieved with a level of onsite safety equivalent to that achieved offsite. 
The use of polyurea does not compromise the parameters, requirements, limitations, and controls 
described in the TSD and the DOE-RL approved package specific authorizations (e.g. Package 
Specific Safety Documents (PSSDs), One-Time Requests for Shipment (OTRSs), etc.). The 
TSD Section 6.1.1.3, provides that when full compliance with U.S. Department of Transportation 
(DOT) regulations or DOT-equivalent packaging for radioactive materials cannot be achieved 
for onsite shipments because of technical or economic conditions, a risk-based method for 
demonstrating an acceptable “equivalent” level of safety will be implemented, i.e. “risk based”. 
Requirements for risk based packages are developed to result in a package that under Site 
conditions will produce radiological and toxicological risk equivalent to an offsite package 
subjected to regulatory-established tests and conditions. 

Statement of Compliance to TSD Packaging Standards 
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Polyurea applied to a package is not credited with enhancing the structural, thermal, 
containment, shielding, criticality, or gas generating posture of a package. Compliance with the 
requirements, limitations, or controls described in the safety basis for a package must not be 
relaxed or modified because of the application of polyurea. The inspection criteria that ensure 
compliance with Container Management Programs and transportation safety basis documentation 
are described in facility/project procedures and work packages. 

2.0 SUMMARY OF EVALUATION 

Utilizing the parameters, requirements, limitations, and controls described in the TSD and the 
DOE-RL approved package specific authorizations (e.g. Package Specific Safety Documents 
(PSSDs), One-Time Requests for Shipment (OTRSs), and Special Packaging Authorizations 
(SPAS) this evaluation concludes that polyurea coatings on containers does not impose an undue 
hazard for normal- and accident conditions. The Hanford Site Solid Waste Acceptance Criteria, 
HNF-EP-0063, Section 2.1 3.2 states that “Outer containers shall be in good condition, with no 
visible cracks, holes, dents, bulges, pit or scale corrosion, or other damage that could 
compromise container integrity (WAC 173-303-630). Minor external surface rust that can be 
sanded or brushed off will be acceptable. Containers having some pit or scale corrosion could be 
acceptable for storage provided the integrity of the container is confirmed. Polyurea coated 
containers must have a Flame Spread rating of25 or less for acceptance into CWC.” The WRAP 
and T Plant have similar requirements for exterior coatings. Facility operating procedures are 
required to identify criteria by which the “good condition” of containers are determined and, if 
not in “good condition” are overpacked in order to ensure the outer container is in “good 
condition”. 

The application of polyurea to the exterior of a package that is to be overpacked or a piece of 
equipment that must be overpacked can not change the decision to overpack the waste material. 
The polyurea application to a package is expected to mitigate the possibility of spreading 
contamination during storage, handling, or processing. Containment/confinement requirements 
applicable under the TSD/PSSDs must be met as specified and in a manner which is completely 
independent of the presence of the polyurea. 

The coating may be used on waste packages such as waste drums, metal boxes, plywood boxes, 
or fiberglass reinforced plywood (FRP) boxes. Polyurea applied to a package is not credited 
with enhancing the structural, thermal, containmenticonfinement, shielding, criticality, or gas 
generating posture of a package. Packages that have a polyurea coating on the exterior can be 
placed into an overpack or other package and will not affect the safe transportation of that 
package, provided all limits and controls established for that package in the DOE-RL approved 
authorizations are complied with. 

Polyurea can not add to, subtract from, or by its use redistribute the radioactive waste material 
that is placed inside a package. A consideration for the use of polyurea would be gross weight 
limits for both the container and conveyance, but the gross weight limits are not derived from, 
modified, or revised because of the polyurea coating. Even though the intended use of the 
polyurea coating is to minimize the spread of radioactive contamination, this evaluation can not 
ignore the possibility that a coated package will require overpacking subsequent to the 
application of polyurea. For example, surface contamination from a source external to the coated 
package can not be ruled out. Facility/Project Container Management Programs must determine 
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if a container needs to be overpacked prior to the polyurea application and the polyurea coating 
must not affect the ability to place a package or piece of equipment into an overpack. 

The collision with fire accident scenario for transportation assumes the containers, payload, and 
MAR is fully engulfed in the fire. The packaged waste material described in SARAH is 
generally combustible contaminated waste in plastic bags or taped plastic bags or in pails, drums, 
and waste boxes. The propagation of the fire will be caused primarily by the combustible waste 
materials because the flame spread described in Appendix B supports conclusions that the 
polyurea is a Class A building material with relatively low fire propagation potential. Also, the 
smoke density of the fire is primarily caused by the burning plastics, tape, wood, and other 
cellulosic materials and will not be significantly increased by the presence of polyurea, 
(Appendix B). 

The only control derived from this evaluation specific and unique to the polyurea coating is that 
it must be fully cured prior to transportation activities. The cure time is generally 24 hours 
according to the Instacote SE FR and Envirolastic AR 425 information;, however, the 
appropriate cure time for other polyurea formulations must be determined prior to acceptance for 
transportation activities. All other requirements, limitations, and controls described in the DOE- 
RL approved package specific authorizations (e.g. PSSDs, OTRSs, etc.) are not impacted in 
anyway by the application of polyurea. 

3.0 STRUCTURAL 

Acceptable performance of waste packages containing radioactive waste to maintain containment 
and structural integrity under normal transportation conditions (NTC) in accordance with 
DOE/RL-2001-36, Section 6.1.1.3 are demonstrated by a combination of physical testing and 
engineering analysis. As stated in the TSD, when DOT-equivalent packaging for radioactive 
materials cannot be achieved for onsite Hanford shipments a risk-based method, i.e. engineering 
analysis, may be implemented. 

The authorization to transport a package on the Hanford Site is established with the approval of 
safety basis documentation for the specific package. The safety basis documentation includes 
the analysis of the structural integrity imposed stresses during normal- and accident-conditions 
for each package. This evaluation does not credit the polyurea coating with contributing to the 
integrity of any container. The performance of risk based packages is not credited so the 
application of polyurea does not affect the failure, even though the physical properties of 
polyurea might provide some low impact protection. The weight of the package due to the 
polyurea coating shall not exceed the limitation for the package or conveyance as defined in the 
safety basis documentation for that package since the gross weight limits are not derived from, 
modified, or revised because of the polyurea coating. 

4.0 THERMAL 
The purpose of the thermal evaluation is to determine the performance of packages under 
normal- and accident- conditions of transportation. The contents of the package are various 
radioactive materials with a total decay heat load that varies with the source term and package as 
evaluated in the DOE-RL authorizations for the specific package. 
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The TSD Section 6.5.2.4.4 “Thermal Limitations” states that “(a) Heat generated within the 
package by the radioactive contents will not, during conditions normally incident to transport, 
affect the integrity of the package; and (b) Temperature of the accessible external surfaces of the 
loaded package will not, assuming still air in the shade at an ambient temperature of 38 “C 
(lOO”F), exceed: 

(1) 50 “C (1 22 O F )  in other than an exclusive-use shipment; or 
(2) 85 “C (1 85 OF) in an exclusive-use shipment. 

The TSD Section B.3.8.1 states 

“Based on climatological data reported from 1912 to 1980 in WHC-SD-TP-RPT-004, 
Environmental Conditions for On-Site Hazurdous Materials Packages, the highest 
recorded temperature on the Hanford Site is 46°C (1 15°F). Consequently, site-specific 
determination of maximum allowable package external temperature is based on a more 
severe condition than for the regulations.” 

The polyurea spray systems must be processed through high pressure, high temperature 
impingement mix type equipment in order to achieve the optimum atomization and qualities for a 
coating. The polyurea material needs to be between 66OC (150°F) and 77°C (170°F) 
(Appendix A) during the application. The actual spraying of polyurea and transportation 
activities is not conducted simultaneously so the application is not a condition “normally incident 
to transport”. However, the affect of the application temperature on the “integrity of the 
package” with regard to the common gasket materials warrants consideration. Gasket materials 
are generally synthetic rubbers that have an operating range between -40°C to 125°C (-40°F to 
257OF) and are used in the various Hanford containers, e.g. drums, plywood boxes, fiberglass 
reinforced plywood (FRP) boxes, concrete and metal boxes. A common gasket material used at 
Hanford is the nitrile (Buna N) rubber that has an operating service temperature range of -54’C 
to 135°C (-65°F to 275°F) (Catalog ORD 5700AIuS). Plywood and FRP boxes are nailed or 
screwed together and their joints and tops may be glued. The top-to-body joints of concrete 
boxes are caulked. Caulking is typically polymerized siloxanes more commonly known as 
silicone which is stable at high temperatures, is used as a basic sealant against water and air 
penetration; however it is not credited with providing containment, confinement, or structural 
integrity. The polyurea application temperatures are not judged to negatively impact the 
functionality of these sealants. Therefore, the effectiveness of the common gasket material or 
Buna N is not impacted by the actual application of polyurea. 

The polyurea applied to the exterior of a structurally sound container that will not be overpacked 
is the accessible external surface and must not exceed the temperatures stated above. The heat 
balance for thermal evaluations of packages is the heat generated by the radioactive decay plus 
the heat from the surroundings minus the heat lost due to convection and radiation. The DOE- 
RL approved authorizations complete the thermal evaluation of packages with various 
radioactive decay heat loads, i.e. 12 W for steel drums, 40 W for standard waste boxes, and G O  
W under the Contaminated Equipment Special Package Authorization (SPA) identified in the 
TSD Appendix I, Section 1.3. The solar insolation of 838.3 W/m2 (265.8 BTUh-f?) represents 
worst-case values for the Hanford Site during normal conditions for the SWB, HNF-SD-TP- 
SARP-004. The TSD, Table 6-4 reports 12-hour solar insolation as 647 g-cal/cm2 (2,386 Btu/fi2) 
for flat horizontal surfaces and 324 g-cal/cm2 (1,193 Btu/fi2) for curved surfaces. 
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Package 

55 Gallon (12 W) 

85 Gallon (12 W) 

Standard Waste Box 
(40 W) 

HNF-32146, Revision 0 

External Temperature in External Temperature Under Worst Case 
the Shade solar insolation 

47"C(116'F) 63 "C (145 OF) 

46.8 *C (1 16.2 O F )  Average surface 80.5 "C (177 "F) 

Peak temperature on the lid 120 "C (248 O F )  

63 OC (145 O F )  63 "C (1 45 "F) 

HNF-2209, Part €3 describes the thermal evaluation for 55 and 85 gallon drums. The thermal 
evaluation for Standard Waste Boxes (SWB) made from carbon steel is described in HNF-SD- 
TP-SARP-004. The following Table 1 presents the results of these evaluations. 

Table 4.1. Results of the Thermal Evaluations in HNF-2209 and HNF-SD-TD-SARP-004. 
I I 

The thermal evaluations are evaluated at stead-state thermaI conditions so all of the heat 
generated or absorbed by the drum or box is lost to the environment. The heat balance can be 
described as: 

Qdecay + Qsocar ~ Qconvection - Qrmjiotion = 0 
The heat generation terms are the Qdecoy + Qso/ar. The 12-hour solar insolation is given as 0 for 
packages located in the shade and the TSD Table 6-4 reports 12-hour solar insolation for 
horizontal and curved surfaces. Neither of these heat generating terms will be affected by the 
application of polyurea. The heat rejected from the packages will be via convection and 
radiation only. Heat transfer by natural convection can be described by the following equation: 

Qconvection = h P s ( T , - T m )  

Where: 
hc = Convection heat transfer coefficient, W/m2-K 
A, = Surface area, m2, 
T, = Surface Temperature, K 
T, = Ambient temperature, K 

Heat transfer by radiation can be described by the following equation: 

Q radiation . .  = m F l A r ( T s l -  Tm? 

Where: 
(T = Stefan-Boltzmann constant, 5.67 x 10' W/m 2 4  -K 
E = Thermal emissivity of the surface, dimensionless, (Irwin 2000) 
Fl2 = Gray body view factor, dimensionless, 1 for large surroundings (Irwin 2000) 
A, = Effective radiative surface area, m2. 

The Stefan-Boltzmann constant is a physical constant of proportionality in the Stefan-Boltzmann 
law which is defined as the total energy radiated per unit surface area of a black body in unit 
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time is proportional to the fourth power of the thermodynamic temperature. The emissivity of a 
material is the ratio of energy radiated by the material to energy radiated by a black body at the 
same temperature. It is a measure of a material’s ability to absorb and radiate energy. A true 
black body would have an E = 1 while any real object would have E < 1. The application of 
polyurea to the drums and boxes does not affect the temperatures, convection heat transfer 
coefficient, Stefan-Boltzmann constant, or the Gray body view factor. Therefore, the three heat 
transfer terms, assuming all the heat generated and absorbed is lost to the environment, that are 
affected by an application of polyurea that fully coats the package are as follows: 

2 A,y = Surface area, m , 
A, = effective radiative surface area 
E = Thermal emissivity of the surface, dimensionless (Irwin 2000). 

For packages that are fully coated with a 500 mils (0.5 inch) of polyurea the surface area 
available for convective heat transfer is larger than the original calculation. The thermal 
emissivity used in HNF-2209 for the drums is 0.85 for enameled paints on steel at 37.8 “C (100 
OF) and the emissivity used in HNF-SD-TD-SARP-004 for the SWB is 0.9 which is referenced to 
WHC-SD-WM-SARP-006 which is for zinc based paint. The physical properties of polyurea are 
very similar to high density polyethylene (HDPE), so the emissivity of HDPE is 0.90 at 37.8 OC 

(100 OF) (Irwin 2000) and is judged to be representative of polyurea. Since the heat generated is 
equal to the heat transmitted to the environment, as the surface area and emissivity of a package 
are increased the surface temperature is decreased. The larger surface area, created by the 
application of polyurea, increases the natural convection at steady state conditions and ultimately 
decreases the surface temperature. The conclusion of this thermal evaluation is that the surface 
temperature of any package previously determined in DOE approved transportation safety basis 
documents will bound the surface temperature of packages that are fdly coated with polyurea. If 
follows, that packages with only partially covered surface areas will experience a surface 
temperature similar to the previously evaluated DOE approved safety basis documents. 

The TSD Section B.3.3 Brittle Fracture Acceptable Performance Criteria states “For package 
containment boundaries and critical components that are constructed from ferritic steels, low 
temperature brittle fracture of the materials needs to be addressed in a manner similar to certified 
Type B packages.” The polyurea provides some environmental protection. It should help reduce 
the potential for contamination spread and because it is not ferritic steel, it is not credited with 
being a critical component, therefore brittle fracture is not evaluated further. 

5.0 CONTAINMENT 

The transportation safety basis that documents the requirements, limits, and controls of risk- 
based packages used on the Hanford Site address the frequencies and radiological dose 
consequences of analyzed accidents to establish the risk of using a packaging system. The 
accident rate used for the Hanford Site in DOERL-2001-36 is 2.2 x lo-’ accidents per vehicle- 
km (3.5 x IO-’ accidents/vehicle-mi). Reasons for the conservative estimate of frequency 
include; 

Hanford roadways are relatively flat and straight, 
Hanford Site roadways do not include bridges, tuMelS, cliffs, major drops, or similar 
features. 
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0 shipments of radioactive materials are limited to 56 kmhr (35 mih) or less, 
shipments of radioactive materials are generally made during off-peak traffic h o w ,  
and shipment of radioactive materials is limited to good weather conditions. 

Polyurea coating on a package being transported can not impact any of the above reasons for the 
accident rate. Therefore, the accident frequency used in the transportation safety basis 
documents for packaging systems used on the Hanford Site is not changed by the use of 
pol yurea. 

The radiological dose consequences of postulated accident scenarios are described in the TSD 
Appendix G, Section G. 1.5 ‘‘Dose Consequence Evaluation”. The TSD, Appendix G, Section 
G.2 describes the analysis of three accident types; collision, collision with fire, and hydrogen 
deflagration. The derivation of dose consequences for these accidents depends largely on the 
source term of the payload which is not changed by polyurea. Appendix G, Tables 2a and 2b list 
the specific dose consequences of the above mentioned accidents in the 100/200 Area and the 
3001400 Area. Because the polyurea coating is not credited with any structural integrity all the 
release fractions and damage ratios will remain unchanged. Also, as noted in Section 1.2 of this 
report, polyurea can not add to, subtract from, or by its use redistribute the radioactive waste 
material that is placed inside a package. Therefore, the dose consequence analysis that assumes 
the entire quantity of material at risk (MAR) is exposed to the accident conditions is not 
challenged by the use of polyurea. 

The surface burning characteristics of InstaCote SE FR is described in Appendix B and report 
describes the results of the ASTM E84 Standard Test Method for SURFACE BURNING 
CHARACTERISTICS OF BUILDING MATERIALS. The surface flame spread and smoke 
measurements of the polyurea were compared to mineral fiber cement and select grade red oak. 
The mineral fiber cement board formed the zero point for both flame spread and smoke 
developed indexes, while the red oak flooring smoke developed index was set as 100. The 
results of the surface burning test indicate the flame spread index is 20 and the smoke developed 
index is 1 15 at a thickness of 0.516 in. The Envirolastic AR425, Appendix A, has a flame spread 
index of 10 and smoke density of35 at a thickness of 0.020 in, therefore both these products are 
considered Class A building material by the NFPA. The Solid Waste Operations Complex 
(SWOC) Fire Hazards Analysis, HNF-2 1239, Revision 1, Attachment 6, “Analysis Of Polyurea 
Elastomer Sprayed On Coatings For Various Waste Containers” concludes; 

“The fire hazard presented by wood or FRP boxes coated with a polyurea spray on 
coating is not much different from uncoated wood or FRP boxes. Special treatment is 
not warranted or required. Wood or FRP boxes that are coated with a polyurea coating 
can be treated the same as those that are not coated from a fire hazard perspective”. 

“Metal boxes that are coated with polyurea in accordance with ASTM E84 flame spread 
test that demonstrates a flame spread of 25 or less can be treated the same as uncoated 
metal boxes. The metal boxes are robust and a coating of polyurea will not significantly 
change their performance in a fire.” 
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The SWOC FHA, HNF-21239, Attachment 6, describes 5 properties and restrictions of sprayed 
on coatings for drums that are acceptable for storage and handling in SWOC facilities. The 
sprayed on coatings with low flame spread, lack of dripping and fire spread, good adherence to 
drums make them acceptable for use on drums in SWOC facilities, however the credit given to 
these physical properties are not identified in the FHA. Also, the MDSA does not apply 
Technical Safety Requirement (TSR) level safety class, safety significant, or administrative 
control status to any of these listed properties. 

6.0 SHIELDING 

The radioactive constituents of packages include a wide variety of radionuclides, but the limiting 
quantity is dictated by the radiological dose rate to the exterior of a package. The polyurea on 
the exterior of a package may provide some shielding, however this report does not credit the 
coating for its shielding qualities. Envirolastic AR 425, Appendix A, can be applied at 
thicknesses of 30-250 mils (0.03 - 0.25 inches) or greater. InstaCote SE FR surface burning 
characteristics, Appendix B, was tested at a thickness of 516 mils (0.516 in) and the MSDS for 
the cured product does not identify a minimum or maximum thickness.. Alternate thicknesses 
may be used provided an E84 flame spread test for the specific material and application is 
performed and the resultant flame spread rating is 25 or less. Due to the variability of the 
payload, the shielding evaluation estimates the maximum quantity of certain nuclides that may 
be transported in a single package based on a surface dose rate. Accordingly, the shipper must 
verify that the dose rate limits are met prior to transport. Because, the application of polyurea 
does not add to, subtract from, or redistribute the radioactive payload, and the coating of 
polyurea is not credited with reducing the dose rate, the surface dose rate limits established in the 
DOE-RL approved safety basis documentation for each package will be applied in accordance 
with the TSD. 

7.0 CRITICALITY 

Safety basis documentation that establishes the approval for the transportation of packages 
includes a criticality analysis for NTC, as well as accident conditions. The TSD Appendix D, 
Administrative Control D.5.3. “Nuclear Criticality Safety” requires that the maximum &for all 
packages subject to the TSD is 0.95, including allowances for bias and uncertainty to provide an 
adequate margin of safety for transportation activities on site. 

The criticality evaluation documented in HNF-2209 indicates that since the isoto ic distribution 
of the fissile material or the H/X ratio is not defined, the worst case is assumed ( Pu in 
polyethylene). The conservative assumptions include drum contents of 5O-vol% polyethylene 
with an optimum H/Pu ratio and .full water reflection or infinite arrays. During normal transfer 
conditions under multiple variations of assumptions the highest Kdf is calculated to be 0.6091, 
HNF-2209, Table B11-8. The accident condition calculations, HNF-2209, Table Bl l-9 describe 
Kff that approach or exceeds the limits for the infinite arrays. The finite arrays calculations of 
19 drums 3 tiers during accident conditions under multiple assumptions of configuration results 
in K,,r that does not exceed 0.824. 

2% 
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The criticality evaluation documented in HNF-SD-TP-004 for the SWB is completed with 
various densities of polyethylene water mixtures. Four cases in Table B6-4 of HNF-SD-TP- 
SARP-004 compare the &ff with varying densities for the 6O-vol% polyethylene/40-~01% water 
mixture outside the sphere, modeled inside the SWB that is reflected, and inside the SWB. The 
Kelrof 0.933 1 is within the statistical uncertainties as the single package. This demonstrates that 
the SWBs in the array are neutronically isolated From one another with very little neutron 
communication between the boxes even with the maximum density polyethylene/water mixture. 
The analysis of the single-package SWB under accident conditions is identical to the normal 
conditions i.e. the moderator was assumed to be even more effective than water with the 
combinahon of polyethylene and water in the spherical mix with plutonium oxide. The spherical 
assumption is the most reactive possible. The conservative accident conditions assume the 
packages are stacked together in an arrangement with close full reflection on all sides of the 
array by water and with optimum interspersed hydrogenous moderation. These conditions are 
the same as those for the array calculations under normal conditions. Hence, an additional 
accident-condition array analysis is not needed. The normal condition calculations were made 
under the constraint that the SWB shipment can only be one tier high. 

The amount of fissile material in the shipment available for release must remain subcritical under 
the worst conditions. The fissile material quantity or distribution within a package is not 
changed with an application of polyurea to the outside of a package. The addition of polyurea to 
the exterior of drums and boxes is bounded by the assumptions of fully reflected and reactive 
moderator configurations outside the package during normal and accident conditions. The 
polyurea can not adversely affect the already most reactive conditions of moderation and 
reflection of neutrons assumed in the analysis. Therefore, the affect of polyurea on criticality 
safety is judged to be bounded by the existing analysis because the calculations are performed 
with conservative assumptions. 

(1.0 GAS GENERATION 
The accumulation of flammable gas (e.g., hydrogen, low flashpoint hydrocarbons, VOCs) in 
containers has the potential to occur from radiolytic decomposition of hydrogenous waste, 
organic waste, or low flashpoint mixed waste or from chemical reaction of incompatible waste 
forms in conjunction with the failure or absence of vents in the containers. Radiolytic 
decomposition occurs due to the interaction of the radioactive material (e.g., alpha emitters) with 
water or organic material in the containers and generates hydrogen. In the absence or failure of 
vents in the containers, the flammable gases accumulate to the point where a deflagration 
potential exists (i.e., the lower flammability limit is exceeded). The rate of gas generation 
depends on several factors, including radionuclide type and radioactivity, organic or 
hydrogenous material matrix, distribution of radionuclides in the matrix and within the container, 
and container corrosion. Because much of the waste at Hanford involves organic material 
contaminated with alpha emitters (TRU waste) inside the container and potentially as surface 
contamination fixed in place with the polyurea, the bounding scenario assumes hydrogen 
resulting from radiolytic decomposition of the polyurea caused by gamma radiation is the 
flammable gas of concern. 

The TSD Section 6.5.2.6.15 “Flammable Gas Generation” states 
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“This section defines the requirements to demonstrate acceptable performance for onsite 
packaging in which the concentration of flammable gases within the package void 
volume has the potential to exceed one -half the Lower Explosive Limit (LEL). For 
Hydrogen gas, the value is 5 ~01%. The requirements of this section do not apply to 
packages that have no flammable gas generation potential.” 

Transportation packages used on the Hanford Site are used to ship a wide variety of materials 
that can generate flammable gases from radiolysis, chemical or biological reactions, or the 
evaporation of organic compounds. HNF-EP-0063, Section 2.1 1.4 “Gas Generation” states 

“When low-level waste is packaged, vents or other measures shall be provided if the 
potential exists for pressurizing or generating flammable or explosive concentrations of 
gases within the waste container (DOE M 435.1-1, Chapter IV, L.1.b). Unless otherwise 
specified by the WSD Project acceptance organization, a minimum five-year time value 
shall be used to demonstrate compliance when performing gas generation calculations for 
low-level waste going directly to disposal. 

When a container of newly generated transuranic waste is packaged, vents or other 
mechanisms shall be provided at the time the waste is packaged to prevent pressurization 
of the container or generation of flammable or explosive concentrations of gases. 
Containers of currently stored waste shall meet this requirement as soon as practical 
unless analyses demonstrate that the waste can otherwise be managed safely (DOE M 
435.1-1, Chapter 111, L.l.b).” 

Therefore, recently filled waste packages of either low level or TRU waste will have a vent or 
other mechanisms to prevent pressurization or the accumulation of flammable or explosive 
gases. When vents are installed, HNF-EP-0063 Section 2.1 1.4, requires; 

“ ... a certificate of conformance shall be provided stating the vent model number that has 
been installed on the waste container and that the waste packaging meets the 
requirements ...” 

The installed vent for the control of hydrogen from radiolytic or biological decomposition must 
be approved and listed in HNF-EP-0063, Appendix H or an approved alternative. The generators 
of packaged waste are responsible for demonstrating that there is no potential to generate a 
flammable gas or that the vent mechanism is adequate to ensure that any combination of 
flammable gases generated since the package was sealed will remain below the flammable 
atmosphere. 

Polyurea applied to the exterior of a retrieved or recently filled waste package does not impact 
the contents inside the package with regards to the coatings’ contribution to the generation of 
flammable gases. Any container that is vented must not have the vent path blocked after a 
polyurea coating is applied, so vented status of a container can not be impacted by a coating of 
polyurea. The SWOC MDSA, HNF-14741, requires that; 

“Any container that is considered vented shall have a vent path ensured after it is 
coated.” 

The SWOC TSR, HNF-15280, Specific Administrative Control (SAC) 5.6.1, requires; 
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“The abatement period ends when the flammable gas hazard is abated (hydrogen 
concentration is determined to be less than 5% and other headspace gases are determined 
to be non-flammable).” 

Also the SAC 5.6.1 requires; 

“Newly vented containers cannot be moved, other than to a staging area or for 
resampling, or processed until the flammable gas hazard(s) has been determined to be 
abated (less than 5% hydrogen and less than flammable levels for other flammable 
gases).” 

Some waste packages currently being stored or retrieved may not have a vent mechanism 
installed by the waste generator. The need to sample, process, or vent some of these containers 
may require the movement of the unvented package. The OTRS, HNF-20961 and HNF-22145 
describe administrative and engineered controls to be used to help mitigate the hazards of 
shipping unvented and vented drums having the potential for greater than 15% hydrogen. 

The autoignition temperature is the minimum temperature required to initiate self-sustained 
combustion in a combustible fuel mixture in the absence of a source of ignition. In other words, 
the fuel is heated until it bursts into flame. 

Each fuel has a unique auto-ignition temperature. For hydrogen, the auto-ignition temperature is 
at 585 “C (1085 “F). HNF-25634, Table 13 provides a list of the minimum auto-ignition 
temperatures of all the volatile organic compounds of concern. The lowest auto-ignition 
temperature is for carbon disulfide at 90°C (194’F) with most of the VOCs in the 427 to 482OC 
(800 to 900°F) range. This makes it difficult to ignite a hydrogenNOClair mixture on the basis 
of heat alone without some additional ignition source. Since polyurea is applied at 77°C 
(170 OF), the auto-ignition temperature for hydrogen or the VOCs is not reached. 

Polyurea, after application and cured, is 100% solid, i.e. no volatile organic compounds (VOCs) 
are given off (Appendix A). The elastomeric polyurea chemistry is based on reactive amine 
terminated resins and high performance isocyanate prepolymers which are known as polyureas. 
The drying schedule of polyurea to the touch and tack free is about 45 seconds, light traffic is 2 
hours, and full cure, to achieve the maximum rated physical properties, is expected in 24 hours, 
depending on environmental temperatures and moisture, per the MSDS for Envirolastic AR425. 
The InstaCote SE FR is unaffected by ambient humidity at the time of application and totally 
impervious to moisture immediately following application. 

A review of drum fire/deflagration events throughout the DOE complex has raised concerns that 
flammable gases other than hydrogen in waste containers could present a hazard. Subsequent 
analysis and review (HNF-25634, Potential for a Volatile Organic Compound (VOC) 
Deflagration in a TRU Drum) determined that quantifiable data was not available to prove 
concentrations of flammable gases, other than hydrogen, are below their lower flammability 
limits during and immediately following venting operations. Even though the hydrogen 
deflagration event is considered to be bounding for the flammable gas deflagration event due to 
frequency, low ignition energies, and energy generated upon ignition; the potential presence of 
volatile organic compounds in the waste containers requires controls that have been incorporated 
into the SWOC TSR and Justification for Continued Operation Involving Transportation Safe@ 
Operations Shipment ofDrums with Evidence of Prohibited Items, HNF-3 1228, to confirm that 
the headspace gases other than hydrogen are nonflammabIe either by sampling or monitoring. 
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Analysis of SWOC waste (”F-9411) indicates that hydrogen accumulation is not expected to 
be a concern in 95% of the drums handled. For drums where hydrogen accumulation may be a 
concern (estimated to be fewer than 900 drums), some retrieval and processing operations are 
expected to have a higher likelihood of creating the conditions necessary for container 
deflagration. 

It is also possible that flammable gases could accumulate if the vent should fail; the most likely 
failure mechanism would be plugging. DOE complex experience shows a relatively low rate of 
vent failure. For example, Rocky Flats found that of the 1,300 drum vents that have been flow 
tested since 2000, 1.8% had either high or low flow-through and 0.08% was plugged due to 
either corrosion or vent surface coating (DNFSB Letter, D.F. Owen to J.K. Fortenbeny, “WETS 
Activity Report for the Week Ending April 12,2002”). No plugged vents have been found at the 
SWOC. However, some waste stored at LLBG may contain chemical constituents (primarily 
limited quantities of chloride salts and organics) that could cause corrosion of vents since waste 
acceptance criteria at the time of burial were not as mature as they are today. Available data 
indicate the presence of such chemicals is possible in up to 5% of the containers. Therefore, a 
low percentage of the drums managed at SWOC are expected to show some evidence of vent 
plugging or failure. 
In addition to the drummed waste, there are boxes that may also be used to transport waste materials that 
could be coated with polyurea to fix surface contamination. However, radioactive surface 
contamination on the plywood, FRP, or metal box will likely be discovered in proximity of a 
leak path. This is where the polyurea coating will be applied. It follows that any package fully 
coated with polyurea will diffuse flammable gases consistent with the physical properties of the 
polyurea not the original package building materials. The DOE approved transportation safety 
documents require that flammable gas accumulation inside a package be determined prior to 
being offered for transportation. HNF-30657, (Draft) One-time Request For Shipment 
Prohibited Conditions, states; 

“Prohibited-condition containers for which there is evidence that they exceed the 
DOE/RL-2001-36, Appendix G, Table 3, hydrogen concentration limits will be 
overpacked in vented containers meeting DOT 7A Type A requirements and placed 
inside an IP-2 container. All overpack and IP-2 containers shall be vented. It is judged 
to be extremely unlikely that a deflagration accident within the inner container (drum or 
box) will result in a failure of the entire packaging system and release radioactive 
material to the environment.” 

Therefore, fully sealed packages that have an accumulation of flammable gases will be either 
vented, such that the concentrations are less than Table 3 in the TSD or the specified controls 
from DOE approved transportation safety documents will be implemented. The mechanism for 
sealing the exterior of these packages will not impact the transportation activities or operations. 
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The area of interest to this technical report is the package that is fully encapsulated with polyurea 
then placed into an overpack for any reason. The polyurea coating on the exterior of a container 
that is placed inside of another package becomes part of the payload. According to HNF-EP- 
0063, the generators of packaged waste are responsible for demonstrating that there is no 
potential to generate a flammable gas or that the vent mechanism is adequate to ensure that any 
combination of flammable gases generated since the package was sealed will remain below the 
flammable atmosphere. A 55 gallon drum fully encapsulated with polyurea and placed into an 
unvented 85-gallon overpack is judged to provide a reasonable assessment of the flammable gas 
accumulation in the void space of the 85-gallon overpack specifically from the gamma radiolysis 
of polyurea. An analysis of placing a polyurea coated box into a larger box will include more 
polyurea, but will also have a larger void space and a larger surface area for diffusion of the 
flammable gas. Therefore, without quantitative analysis the overpacked 55 gallon package is 
judged to be reasonable. The Cured polyurea is composed primarily of solid organic 
compounds, so estimations of the polyurea contribution to hydrogen generation inside an 
overpack are presented in the next section. 

8.1 HYDROGEN GENERATION CALCULATION 

This section investigates the gas generated in a 500 g and 200 g TRU matrix using 20 year aged 
12% 240Pu with 24'Am included source term distributed in a matrix of 34 vol% cellulose, 3 1 
vol% plastics, and 35 vol% noncombustible waste in a 55-gal drum with an exterior coating of 
polyurea (SARAH). Cellulose is the major constituent of paper and textiles made of cotton, 
linen and other plant fibers. The polyurea is modeled as High Density Polyethylene (HDPE) 
Marlex-50 in the hydrogen calculations. The 500 g is based on the inventory of a single 
container Material At Risk (MAR) for Waste Management Accidents. Decay of the source will 
begin in January 1, 1979 with closure of the 55-gal drum on December 3 1, 1980. The drum is 
coated with a 500 mil layer of polyurea over its entire surface. The drum exterior, before coating 
with polyurea is not contaminated. After coating, the drum is placed into an 85-gal drum with a 
NucFil-l9DS installed and then has a NucFil-007LS inserted through the lid of the 85-gal drum 
into the 55-gal drum. This calculation will determine the impact of the source term on the waste 
and polyurea over a 5 year period and the resultant gas generation. The 5 year analysis is 
conservative, because the TSD, Section 7.3.1.2.7(~)(2) describes a package gas generation 
potential under NC for a one-year period beginning when the package is prepared for transport. 

The calculations determined that the unvented void of the 85-gal drum containing a 55-gal drum 
with 500 g of TRU with 12% 240Pu contains 1.9% HI and without polyurea 0.026% H2. For 
comparison purposes the hydrogen gas calculations for an 85-gal drum containing a 55-gal 
container with 200 g of TRU with 12% 240Pu contains 0.78% HZ and without polyurea 0.01% HZ, 
The Radcalc runs are presented in Appendix C. 

8.1.1 The Source Term Derivation. 

According to the SARAH model, 500 and 200 g of equivalent plutonium at 12% 240Pu and 241Am 
based on 20 year aged has a composition according to the following table. 
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500 g TRU 
Specific 500 TRU 
Activity Term Source Term Isotope Wt% Mass 

(Ci> (8) (Cik) 

238Pu 0.08 1.71E+01 4.00E-01 6,84E+00 

HNF-32146, Revision 0 

2oo TRU 200 g TRU Source Term 
Mass Source Term 

(8) tci> 

1.60E-01 2.74Ei-00 
I I I I I I 

8.1.2 Volume (external) of 55-gal drum (from Myers Container" Corporation). 

The volume of polyurea is determined by subtracting the volume of the 55 gallon drum from the 
volume of the same drum with the polyurea coating. A 500 mil layer of polyurea is equivalent to 
0.5 in. 

Height, h = 33.75 inches 

Diameter, d = 24 inches 

V,, ~ g a /  = 15,268 in ' 
' 5 5  -gat = 0.250 m 3  

@ Myers Container is a registered trademark of Myers Container Corporation. 
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8.1.3 
Corporation). 

The polyurea coating is assumed to 0.5 inch thick, fully covering the entire drum. 

Volume (external) of 55-gal drum with polyurea coating (from Myers Container 

h = 34.75 inches 

d = 25 inches 

8.1.4 Density of Polyurea: 

Polyurea can be applied at multiple formulations so the density used for these calculations is 
approximated according to the data presented on the test sample of material in InstaCote SE FR 
tests (Appendix B) and the density of the Envirolast AR425 is 1 102 kglm3 (Appendix A )  so 
using the InstaCote is conservative. 

Width of sample = 24 inches 

Length of sample = 24 feet = 288 inches 

Thickness of sample = 0.5 16 inches 

Mass of sample = 155.5 Ibs 

densifyp,,~,, = 155.51b.s t 3566.6in3 

density ,,,, b,,,uo = 0.0441bs I in3 

demityp,3urcu = 1218kgIm’ 
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8.1.5 Volume and mass of potyurea after it is applied to the drum: 

- 
vp,,/,,,eu - ~ 5 5 - u u l - c ~ w l  - v55-,,1 

= 0.030m’ 

vl,dy”ruu = 0.280m3 - 0 . 2 5 0 ~ ~  

8.1.6 

The scenario for these calculations assumes the polyurea coated 55 gallon drum is placed in an 
85 gallon overpack. The reason or need to overpack the 55 gallon drum is a facility operations 
decision and does not impact these calculations. 

Volume of 85-gal drum (Myers Container Corporation). 

V ~ J  = 0.322 m3 

8.1.7 Void of 85-gal drum. 

The 55-gallon drum is centered in the 85-gallon drum with wooden wedges located at the top of 
the drum. These wedges are assumed to be made of Douglas Fir and weigh 1 kg. 

~,,,,, = Ikg 
density,h,,Klm,s,;r = 560.6kg / m’(Doug1as fir : Pocket Reference, 3rd Edition) 

Y ’ O i d - S 5  = V85 - vss-,d,-cM, - vwedAT\ 

K.o,, i-ss = 0.322m’ - 0.280m‘ - 0.0018m’ 

v:,,,d-E5 = 0.0402m3 

8.1.8 

The recommended payload weight limit for an 85 gallon drum is: 
Weight Percent of 85-gal Drum.- 

(435 kg - 35.4 kg) = 399.6 kg (881 lb), 

where, 
85 gallon gross weight is 435 kg (959.0 Ib), 
85 gallon tare weight is 35.4 kg (78.0 lb). 
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M55-gal 

Mwood 

HNF-32146, Revision 0 

362.06 90.6 USER 

Wooden Shims 
(cellulose) 1.0 0.25 

The wood wedges are 1 kg and the polyurea is estimated to weigh 36.54 kg (80.6 lb). Therefore, 
the contents of the 55 gallon drum can not weigh more than: 

399.6 kg - 1 kg - 36.54 kg = 362.06 kg, or 
881 lb - 2.2 Ib - 80.6 lb = 798.2 lb 

The weight fractions are described in Table 8.2. 

Table 8.2. Weight Fraction of the 85 gal Overpack for Input to Radcalc 

Weight % 
Composition 

Polyethylene (HDPE 
Marlex-50) I 36.54 1 9.14 I 

1 1 1 

399.6 

8.1.9 Waste Percent, Waste Volume, and Void Volume without Polyurea 

V,,-,, = 0.250m3 

VW,,,(/ = 0.0018m' 

V,, = Q.322m3 

VWIE = VSS-,,, + v,,, 
V,,, = 0.250m3 + 0.0018m3 

Vw,,,e = 0.252m' 

Y a ; d  = v,, - VW".d - VSS-,, 
V,.,,;(/ = 0 . 3 2 2 ~ ~  - 0.0018m3 -0.250m3 

V,.,,;(/ = 0.0702m3 
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M55-gal 
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Weight Weight Weight YO 
(kg) (%> Composition 

362.06 99.7 USER 

Tabte 8.3. Weight Fraction of the 85 gal Overpack w/o Polyurea for Input 
to Radcalc 

1 .o MWd 
~ 

Woodenshims 
(cellulose) 0.3 

Polyethylene (HDPE 1 I 1 Marlex-50) 

The Radcalc tuns are located in Appendix C and Table 8.4 summarizes results. 

I Table 8.4. Gas Generation Summary 

wooden shims k 
Total Mass 

9.0 TIE DOWN AND PACKAGE RIGGING 

The tiedown systems required by safety basis documentation for packages and the TSD shall be 
implemented as described in the safety basis documents for each packaging system. Packages 
transported on an open or in a covered conveyance must comply with the tiedown system 
required for that package. No integral lifting or tiedown devices are provided on drums. 
Generally lifting and/or tiedown devices are not on other containers unless specifically designed 
and evaluated in the safety basis documentation for the special case. The general rules for 
protection against shifting or falling cargo applies to all packages and the application of polyurea 
coatings is not credited with adding to or subtracting from those protection rules. 
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The primary requirement for the application of polyurea is that containers must be structurally 
sound according to the criteria for that package. The additional dimensions created by the 
polyurea thickness may result in mechanical considerations for a tiedown system but because the 
polyurea can not exceed the weight limits for any package, the use of and robustness of the 
system can not be impacted. Also, common methods used to achieve package damage control 
such as speed limits, the use of sandbags or dunnage containers, and tiedowns must not be 
affected by the application of polyurea. 

Tiedown system designs are required to meet the applicable requirements of49 CFR 393, 
Subpart I for the various types of packages and conveyances used on the Hanford site. 
Generally, the designs must address the static forces applied at the center gravity of the 
packages, the vertical and horizontal component both in the direction of the conveyance and the 
transverse direction all based on the gross weight of the package. Requirements from the tie 
down analysis include a rubber load mat with a minimum frictional coefficient of 0.8 be placed 
on a clean, dry, debris-fiee, and oil-free surface. However, the coefficient of friction between 
secured packages and the rubber mat is not a parameter of analysis. The designated chain 
binders, or straps with ratchets placed over the top of packages for upward restraint are derived 
from significantly conservative tie down analysis. For example, HNF-SD-TP-SAW-004 
describes the inertial loading specified for the SWJ3 enhanced tie down that is approximately 10 
times greater than the DOT requirements. It is judged that the tie down analysis incorporates 
conservative parameters that compensate any reduction of friction caused by the surface texture 
of a polyurea coated bottom of a package versus the original package surface. 

10.0 QUALITY ASSURANCE 

Fluor Hanford (FH) implements a Quality Assurance (QA) Program as described in HNF-11724, 
Chapter 14.0, Fluor Hanford Sajety Management Programs. The QA program described in 
HNF- 1 1724 including applications of graded approach is applicable within the scope of the 
PHMC (DE-AC06-96RL13200) as required by the TSD Section 6.2. For design, fabrication, 
procurement, use, or maintenance of onsite fissile and Type B packagings, the requirements are 
as delineated in 10 CFR 71 Subpart H or Nuclear Quality Assurance (NQA-1) or demonstrated 
equivalent. A key element of HNF-11724, Chapter 14.0 is described as “FH implements a QA 
program meeting the requirements of 10 CFR 830, “Nuclear Safety Management,” Subpart A, 
“Quality Assurance Requirements,” in accordance with HNF-MP-599, Qualig Assurance 
Program Description.” The Quality Assurance Program Plan (QAPP), HNF-25689, defines the 
QA requirements that shall be implemented for the Transportation and Packaging activities. The 
QAPP applies to all FH T&P activities across the Hanford Site, which supports multiple 
contractors, projects, and/or facilities. The application of polyurea does not affect or adversely 
impact the implementation of the QA program as described in the TSD, HNF-11724 or 
HNF-25689. 

11.0 ACCEPTANCE TESTS AND MAINTENANCE PROGRAM REVIEW 

The maintenance of packages for transportation shall be per the manufacture’s recommendations, 
instructions, and or the packaging safety basis authorization. Whenever possible, empty and new 
packages shall be stored indoors or under protective cover to eliminate or minimize the effects of 
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the sun, wind, rain, or other environmental conditions that could cause environmental 
degradation. Inspections of new and retrieved packages are required prior to transport. Because 
the intent of a polyurea coating is to enhance the weatherization or contamination control 
qualities of a package it will likely be used primarily for retrieved packages, however this OTRS 
does not restrict the transportation of new packages that have a polyurea coating. 

The visual container inspections shall confirm that there is no container material degradation that 
could affect the structural integrity of the packaging. Inspections include external 
contaminations, external dose rates, package markings, package bottom, and closure features. 
The visual inspection of a package’s external surface will not be possible when polyurea has 
been applied. However, the primary control delineated in this OTRS is that containers must be 
structurally sound prior to the polyurea application. Therefore, facility operations must confirm, 
document, and provide for review evidence that the structural integrity of packages is sound 
prior to the application of polyurea. 

12.0 OPERATING PROCEDURES 
This report does not identify controls or limitations placed on the transportation of packages 
specifically because of the application of polyurea, other than the requirement to ensure the 
polyurea is fully cured prior to acceptance for transportation activities. The packages may be 
stand alone structurally sound with a polyurea coating on the exterior or the package may be an 
overpack with a payload that includes polyurea. The facility operating procedures that 
implement TSD TSR controls derived from the transportation safety basis documentation for 
each package are not modified, revised, or in anyway changed by this report. 

The TSD Appendix D Technical Safety Requirements (TSRs) are administrative limitations and 
controls that ensure the safe packaging and transportation of hazardous materials on the Hanford 
Site. These administrative controls address the provisions relating to organization and 
management, procedures, recordkeeping, audits, and specific program requirements for risk 
reduction necessary to ensure safe operation of the packaging system. The TSR requires a 
formal program that includes organization structure, nuclear criticality safety, gas accumulation 
minimization, package damage ratio minimization for risk-based packages, surveillance and 
maintenance, and configuration management. The key elements of required programs are 
implemented through facility operating procedures. This report does not change operating 
procedures that implement the transportation safety basis documents, other than the requirement 
to ensure the polyurea is fully cured prior to acceptance for transportation activities. . 
Polyurea is not credited with any required mitigating feature that should be implemented with in 
facility operating procedures or controls. The packages with an external application of polyurea 
shall be structurally sound according to the criteria described in the facilities Container 
Management Program which generally includes the waste acceptance criteria. The utilization of 
polyurea as part of contamination control has no impact on the requirements for transportation of 
polyurea coated packages because the polyurea i s  not credited with any mitigating feature. 
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Retains physical propertiesat -209 to25o"F 
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* Available with an antimicrobial agent to prevent micm4rganisms 

from degrading the product 

- Fast cure - Short down lime * NOVOCSandlOWodOr 
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Appendix A 

Figure 1. Envirolastic AR425 - Manufacturer's Data Sheet 

- Water i% wastewater linings * Manhole and sewer tinings 
* Baslns and reservoirs 

* Cooling tower linings Cold storage areas - Aquariums * Waterparks L lheme parks 
f Mechanical roms * Secondary containment 
* Geolextile linings * Landscape 

Fuel storage 8 containment * Pipe line coating and lining . Maline bridge and deck * Marine bilge and tanks - Offshore ulatforms Tunnels 

Tank linings 

B81V3200 ISOCYANATE 

ENVIROUSTIC@ AR 

, impact resistant walerpmof coabng ar 
ly suiled for use in areas to Include. 

,425 
SERII - 

I PRODUCT INFORMATION Revised 2/04 - ". . 
u 
ire as a 
i d  lining 

I _. 3 PERFORMANCE WARACTERISTICS 

Finish: Semi-Gloss 

Color: While, LMt Gray. .Weoium Gmy. 
Dam Gray. Black. Beige, Tile Red 
Swcr Metallic. Carlobean Grcon 

Volume Solids: 100% 

VOC [calculated): 0 

Mix Ratio: 1:l 

Recommended Spreadlng Rate per application: 
Wet mils: 30.0 - 250.0 
Dry mils: 30.0 - 250.0 
Coverage: 6 - 53 sq fl/gal approximate 

Drying Schedule @I 30.0 mils wet @ 7S°F and SOY. RH: 
To touch: 45 seconds 
To recoat 

minimum: 45 seconds 
maximum: 16 hcurs 

GFA time: 15 seconds 
Tack free: 45 seconds 
Lsht traffic: 2 hcurs 
To cure: 24 hours 

If m i m u m  recoat time is e d d ,  atrade d a c e  belore recoacim]. 
DMns time is temperature. humidity, and film lhicknessdependmt 

Pot Life: None 

Sweat-in Time: None 

Wscosily (mlxed): 550 CPS 

FlashPolnt: 200°F 

Shetf Lile: 12 months, unopened 

Reducer: Not recommended 

Clean Up: 

Stare indoors at 40°F to IOO*F. 

Butyl Cellusolve" (R6K25) or 
Dowanol PMTY 

AdhsrlO" Dumm~Hardmas 
Method: ASTM 04541 Method: ASTM 02240 
Results: Concrete: 350 PSI Result: Shore D-51 

Steel: 2,WO pi 
Wood: 250 psi 

Sdt S p y  Gnmsbn T n r h  h 
Melhod. ASTM 0117, 3000 hrs 
Results: Blisters. None Result: 3.000 psi 

Method: AsTfk?.js 

Cormskn from scribe: 7.0 mm 
Elmeter adhesbn: 2,003 psi 

kT%?AXE& 
Result: 425% 

t%%?%TM D638 
RBUII 495pi 

Tamil. Madulw Wat.r Vapor T n m h  
Melhad ASTM 0 638 Method: ASTM E96 
Resulls- 100% modulus: 1.280 psi Result: 0.02 perm 

Ahrkm Resirtanos 
Method ASTM D4060 
Result: 

COeRclent d Linear Thermal Expandon 
Method: ASTM C531 (infinl'F) 
Rsaull: 4 x l o 5  

CRsk Ed In -2WC (-WF) @ 1W) 
Method ?S4%36 
Result: Passed 

F in  Test d R d  M n g  
M e w .  ASTM El08 (camparaMe to UL 753) 
Resull: Class A 

Gudnw Impact 
Method ASTM M 7 9 4  (1/32' steel panels) 
Result: ,160 in-lbs. direcl and indirect 

Mandrel Bend 
Method. ASTM D522 Conical Bend (1/32" riel panel) 
Result: Pass 

MeVad: 
Result: Pmplty Retention >Eo% 

3w% modulus: 21 W psi 

1000 g low cycles CS17: 6 mg loss 

, (Iwwenmemmntm 
ASTM G 5 3 . W  h m .  UVE 313 bub 

S u h w  Bum' 

Res1.115 Flame SDrPad 10 

C h c b r * l i c s  (Tmnd Tad) @ 20.0 mls &I 
MetnOd A S 3  E84 (Rating Class 1) 

Smoke bensity: 35 

ControlTech TRM.85 continued on back 

Page A-2 



Page 36 of 67 of DA04680787 

HNF-32146, Revision 0 

Appendix A 

Figure 1. Envirolastic AR425 - Manufacturer's Data Sheet (cont'd) 

B 881-3200 

Gm.w& ENVl ROLASTlC@ 
PART A BE1 V3200 II (2Y" GMml 

Steel (lining): 
1 ct. 

Steel, wlth hold prlmor (linin@: 
1 ct. Copoxy Shop Primer Q 1.0 -1.5 mils dft 
1 ct. EnviroLastic AR425 Q 60.0 - 80.0 mils d P  

Aluminum, Galvanized Steel, Zinc Rich Coatings: 
1 ct. 
I ct. 

Concrete (lining): 
1 ct. 
1 Ct. 

Concrete (containment and flooring): 
1 ct. Corobond HS Epoxy Primer @ 3.0 - 4.0 mils dft 
1 ct. EnviroLaslicAR425 Q 40.0 - 60.0 mils dtl 
1-2 cts Sher-Tuff Urethane Q 3.0 - 5.0 mils dWct 
Note: When fopcoatmg with Sher-Tuff Urelhane or Cor-Cote 
HCR FF; aNow AR425 to cum for one hour. 

Concrete (containment, Roorlng and linings): 
1 ct. 
1 ct. 
2 cts. 

Concrete (mechanical equipment room): 
1 ct. 
1 ct. 
1 cts. 

EnvirnLastic AR425 Q 60.0 - 80.0 mils dn' 

DTM Wash Primer@ 0.7 - 1.3 mils dft 
Envirolastic AR425 @ 30.0 - 40.0 mils dit 

Corobond HS Epoxy Primer Q 3.0 - 4.0 mlls dft 
EnviroLasticAR425 @ 60.0 - 80.0 mils dft. 

Corobond HS Epoxy Primer @ 3.0 - 4.0 mils dR 
EnvimLaSti AR425 Q 60.0 - 80.0 mils dR' 
Cor-Cote HCR FF Q 15.0 - 20.0 mils dfvct 

Corobond HS Epoxy Primer Q 3.0 - 4.0 mils dft 
EnviroLastic AR425 Q 30.0 - 40.0 mils dR 
EnviroLastic AR200 HD (texture) 
@ 10.0 - 20.0 mils dft 

Concrete. low temperature or f i a t  set: 
1 rt. 
1 ct. 

Oeo-Textile Lining (earthen base): 
I ct. 

I ct. 

Corobond LT Epoxy Primer Q 4.0 - 6.0 mils dR 
EnviroLastic AR425 Q 30.0 - 40.0 mils dR' 

Geo-textile non-woven, 3402. Ammo 
"Petmmar'Style 4599 
EnviroLastic AR425 Q 80.0 - 100.0 mils dft' 

*When used as a lining in immersion service, a minimum 
total dry film lhlckness of 60.0 mils IS required. 

The systems listed above are representative of the product5 
use. Other systems may be appropriate. 

'ORMATIO 

TRM.85 

AR425 
ISOCYANATE 

SERIES 

SURFACE PREPA~A~~ON 
Sulfece must be clean, dry. and in sound condition. RemovG 
all oil, dust, grease, dirt, loose rust, and other foreign materia 
to ensure adequate adhesion. 

Refer to product Appticatiin Bulletin for detailed surface prepa. 
ration information. 

MiMmum recommended surface preparation: 
steel: 

Atmospheric: SSPC-SPlWNACE 2. 2 mil profile 
Immersion: SSPC-SPlO/NACE 2, 3 mil profile 

SandMast or sholblast to remove all laitance and achieve 
a profile equal to 80-100 gnt sandpaper. Refer ta SSPC- 
SPlYNACE 6 or ICRl Guide 03732. 

Concrete 8 Masonry 

Do not tlnt. 

Temperature: 
Material: 
Air and surface: 

150°F minimum, 170°F maximum 
-2O'F mlnhum, 12O'F maximum 
At least 5'F above dew point 

Relative humidity: 80% maximum 

Refer to product Application Bulletin for detailed application 
information. 

Packaging: 
Part A 53 gallon drums 
Part 8: 53 gallon drums 

Refer to Ihe MSDS sheet before use. 

Published technical dala and instructions are subject to change 
without notica Contact your Sherwin-WWliams representative 
for additional technical data and instructions. 
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Appendix A 
Figure 1. Envirolastic AI2425 - Manufacturer's Data Sheet (cont'd) 

EN\/IE)AI A 

.......... ...... 

Surface must be clean. dly, and in sound condition. Remove 
all oil. dust, grease, dill. loose rust. and other foreign materia 
to ensure adequate adhesion. 
Iron B Steel (immersion service) 
Remve all oil and grease from Surface by Solvent Cleanins 
per SSPC-SPI. Minimum surface preparation is Near Whie 
Meial Blast Cleaning per SSPC-SPIO. Blast clean all surfaces 
using a sharp, angular abrasive for optimum surface profile (3 
mils). Remove all weld spatter and round all sharp edges by 
grinding to a minimum 1/4' radius. PTime any bare steel the 
same day as it is cleaned or before ffash rusting occurs. 
Iron IL Steel (atmo9pheric service) 
Remove all oil and grease from surface by Solvent Cleaning 
per SSPC-SPI. Minimum surface preparation is Near White 
Metal Blast Cleaning per SSPC-SPIO. Blast clean all surfaces 
using a sharp. angular abrasive for optimum surface profile (2 
miis).Prime any bare steel the same day as it is cleaned oi 
before flash rusting occurs. 
Poured Concrete 
New 
For surface preparation, refer to SSPC-SPlBINACE 6. Surface 
must be clean, dry, sound. and offer sufficient profile to achieve 
adequateadhesion. Minimum subsbatecure is 28daysat 73'F. 
Remove all form release agents. curing compounds. salts, ef- 
florescence. lailance, and other foreign matter by sandblast- 
ing, sholblasting. mechanical scarifiiation, or suitable chemi- 
cal means. RefertoASTM D4260. Rinsemoroughly toachieve 
a final pH between 10.0 and 13.0. Allow to dry thoroughly prior 
to coating. 
Old 
Surface preparalin is done in much the -me manneras new 
concrete: however. if the cnncrete is mntaminated wim oils, 
grease, chemicals. etc.. they musl be removed by cleaning with 
a strong detergent. Refer to ASTM 04258. Form release 
agenb, hardeners. etc. must be remmed by sandblasting. shot- 
blasting. mechanical scarification. or suitable chemical means. 
If surface deterioration presents an unacceptably rough sur- 
face, Sleel-Seam VSE epoxy filler is recommended to patch 
and resurface damaged concrete. 
Fill all cracks, voids and bugholes with Sleel-Seam VSE. 

ASTM D4258 Standard Pracbce for Cleaning Concrete. 
ASTM D4259 Standard Practice for Abrading Concrete. 
ASTM 04260 Standard Practice for Etching Concrete. 
ASTM F 1869 Slandard Test Method for Measuring Molsture 
Vapor Emission Rate of Concrete. 
Immersion Service: 
In addition to the above surface preparation. Brush Bk t i ng  of 
the mncrete surface is required. 

Always follow the ASTM methods listed below: 

S T  
- 

'IC@ 
- 

TRM.85A 

AR425 
ISOCYANATE 

SEFUES 

Revised 2/04 

A P P U C A ~ N  Cwnwioas , 

Temperature: 
Material: 150°F minimum, 170°F maximum 
Air and surface: -2O'F minimum, 1M'F maximum 

At least 5°F above dew point 

Relative hunidity: 80% maximum 

APFIJGATION EQUI~ENT 
The following is a guide. Changes in pressures and lip Sizes 
may be needed for proper spray characteristics. Always purge 
spray equipment before use with listed reducer. Any reduction 
must be compatible with the existing environmentaiand appli- 
cation conditions. 

Raducar ........................... Not recommended 

Clean-up .......................... Butyl Cellusolve" (R6K25) or 

Plural Component Heated Spray Equipment: 
Equipment .................... Gusmer H-20i35 
Gun ............................... GX7 DI.GX7-400. OT GX-8 
Fluid Pressure .............. 2.200 psi 
Air Pressure .................. 100 psi 
Inlet Strainer Screen ___.. 30 mesh 
Gun Sueen .................. 80 mesh 

Dowanol PM' 

If specific application equipment is listad above. equivalent 
equipment may be substituted. 

ControiTech TRM.85A continued on back 
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Figure 1. Envirolastic AR425 - Manufacturer's Data Sheet (cont'd) 

TrmkJ%h@ 
cb&h?mt & 
(hvmion Gmbvl 

ENVIROLA 
PART A 881V3200 

G?ahD PART B 867-3200 

STIC@ 

TRM.85A 

AR425 
ISOCYANATE 

SERIES 
I APPLICATION BULLETIN 

Surface preparation must be completed as indicated. Rwtt 
and seal all cracks greater than 1/16 with EnviroLastic JSBI 
SL. 

Mixing Instructions: 
Agitateresin Blend (B)componentthoroughly~thadrummixe 
before use to disperse pigment and assure homogeneity. Dc 
not thin. Do not mix"A" and "B" resins together. Caution: De 
not agitate in air and moisturn. 

Apply coatingilining at the recommended film thickness an(. 
spreading rate as indicated below: 

Recommended Spreadin Rate r application: 
Wet mils: 50.0 - k . 0  
Dry mils: 30.0 - 250.0 
Coverage: 6 - 53 sq Wgal approximate 

D Ing Schedule @ 30.0 mlls wet 73'F and 50% RH: % touch: 45 seCo"% 
To recoat: 

minimum: 45 seconds 
maximum: 16 hours 

Gel time: 15 seconds 
Tack free: 45 seconds 
Light traffic: 2 hours 
To cure: 24 hours 

If maximum recoat U r n  is excaeded, abrade sumca belore remelng. 
Drying Ume is temperat~re. humidty, and fflm Riches dependent. 

Pot Life: None 

Sweat-In T h e :  None 

Application of mating above maximum or below minimum rec- 
ommended spreading rate may adversely affect mating per- 
formance. 

CLEAN UP I m c n D N s  
i 

Clean spills and spatters immediately with Butyl CellusoiveM 
(RM(25)orDowanol PM". Clean tools and equipmentimme- 
diately after use (including both "A" and"8" sides of Dlural com- 
ponent spray system) with Butyl CeItusoIvenl (k6K25) or 
Dowand PMm. 

PERPOWNCE TIPS 
Forconcrete.always p&om Calcium Chloride testas perASTM 
Fi869. Do not proceed with MVE >3 Ibs. 

For Immersion applications. a minimum total dry film thickness 
of 60 mls is required. Always apply lining material in at least 
two applications. Spark test in accordance wim ASTM 135162 
for steel or ASTM 04787 for concrete after application of the 
first coat. Repeir holidays founj prior to application of second 
coat. 

May be applied in one or two coals to achieve the recommended 
film thickness. 

For steel, s t r ip  coat all chine, welds, bolted connections. and 
sharp angles to prevent early failure in these areas. For con- 
crete, all cracks must receive a 6 wide by 30 mil dft detail mat. 

Use only heated. Plural component equipment capable of 
producting 2.500 psi at 160°F and 2 galloniminute output con- 
sistently. 

In cfder to avoid blockage of spray equipment, *an equlp- 
mentbefore use or before periods of extended downtime 
wilh Butyl Cellusolve"" (R6K25). Dowanol PMm, or Propylene 
Glycol. 

While spraying. use a 50% overlap with each pass of the gun 
to a v M  holidays. bare areas. and pinholes. if necessary. cross 
spray at a right angle. 

Spreading rates are calwlated on volume solids and do not 
include an application loss factor due to surfaoe profile, rough- 
ness or porosity of the surface, skill and technique of the appll- 
cator, method of application, variws surface irregularities. ma- 
terial lost during Inking. spillage. overthinning, climatic mndi- 
tions. and excessive film build. 

Do not agitate in air and moisture. 

Consult your Sherwin-Williams representative for specific ap- 
? l i t i o n  and performance recommendations. 

iefer to Product Information sheet for additional performance 
:haracteristics and properties. 

* S I  , %FEW PRECAUTIONS. , . , 
Refer to me MSDS sheet before use. 

Published lechnical data and instructions are subject to change 
+&out notice. Contact your Sherwin-Williams representative 
lor additional technical data and inshuctions. 
anam me research or a n e m  metevea IO DO aeeurste 

No guarantee of their accuracy is made however. and Such stnementr may be changed without notie 
w shdn4ll isms.com 
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INSTACOTE 

ENVIRONMENTAL COATINGS 

To: Gary Dukelow 3/23/07 

From: Tom Nachtman 

Here is the consolidated list of questions that wil l  be needed to  answer DOE’S concerns; all o f  them 
apply t o  the cured polyurea: 

1. What happens when polyurea is cut with a rotary o r  reciprocating saw as far as hazardous 
vapors given off or  any other effect? For example, when a coated wooden box has t o  have 
i ts top cut o f f .  

We have a lot of experience using hole saws and saws-ails t o  cut cured polyurea. There are no 
hazardous vapors. The heat generated by the process o f  cutting does not gum up the blades. 

2. What if a coated metal box is cut with an acetylene torch; are there any hazardous vapors 
o r  any other effect? 

We strongly do not recommend using an ocetylene torch, however if you use an acetylene to rch  
it will burn in the area of the flame and wil l  go out when flame is removed. Generally gases 
produced are carbon dioxide, carbon monoxide and nitrogen oxide. InstaCote does have 
customers that weld steel racks which are sprayed with polyureu. This is accomplished with 
removing the InstaCote and spot welding a bare area. 

3. Information on the effects o f  radiation: Envirolastic was tested t o  lo7 Rad with essentially 
no effects except for color modification. 

Instocote polyurea was tested t o  W 1 0 6  R? Edpe$ Gamma Dose with l i t t le effect t o  the 
properties. A discoloration is all one should expect t o  see. The University of Michigan 
Irradiation study is available upon request. 

4. Effects o f  UV 
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UV degradation is not t o  be expected with Polyurea. InstaCote has had material outside fo r  15 
years with minimal effect on the elastomer. Some slight graying and loss of gloss is t o  be 
expected. The elastomer will not lose i ts integrity due t o  UV exposure. Rocky Flats sprayed 
many large objects and staged them fo r  up t o  a year outside with no visible effects seen t o  the 
InstaCote SE FR. 

5. Effects o f  thermal cycling from ambient weather conditions 

Polyurea was originally developed f o r  use in the automotive industry and is st i l l  used today 
because o f  the ability of the material t o  withstand thermal cycling and seasonal variations. 

6. Basis or  similarity with Envirolastic 425 MSDS part B statement (previously faxed) that  "dust 
at  sufficient concentrations can form explosive mixtures with air. 

InstaCote polyurea does not create explosive mixtures o f  dust during dispensing. Explosive 
mixtures would require combustible gases. vapors, mist, or combustible dust and fibers. 
InstaCote polyurea system is never sprayed using a single component ie. Part B. 

7. As many of the equivalent "Performance Characteristics" as you have compared 
t o  the attached Envirolastic 425 data sheet 

S-W properties InstaCote SE FR- HCET (detailed report) 

Tensile 3000# 2500 t o  2700# 

E longat ion 425% 350% 

Hardness 51- 0 544 

Tack f ree 45 seconds 25 - 30 seconds 

Gel time 15 seconds 3 - 4 seconds 

Cure 24 hours 24 hours 

8. Temperature range that physical characteristics are retained 

InstaCote polyurea physical properties have serviceability from -40O F t o  350' F. The 
Hemispheric Center fo r  Environmental Technology final report is available upon request. 

9. Moving crack bridging capability. 

Bridging o f  cracks and filling voids areas is accomplished through craf t  technique during 
dispensing. This wil l be a part of the training. 

10. Li fe expectancy of cured product 

Based on the available information we have t o  date, it is fe l t  that a properly formulated and 
prepared polyurea elastomer system, like that of the InstaCote product line, would survive a 
minimum o f  100 years in your buried and above ground application areas, especially a t  the $ inch 
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applied thickness. This is based on the testing, flexibility o f  the system, chemical resistance 
and thermal properties. 

11. Are there any conditions that might promote embrittlement o r  cracking? 

No, the cured polyurea elastomer "InstaCote" is very stable and resistant t o  environmental 
conditions. 

160 C. LAVOV RD. ERIE, MI 48133 rn PHONE (734) 847-5260 rn FAX (734) 847-9008 
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APPENDIX B 

FLAME SPREAD TESTING DATA 
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ASTM E84-OOa 

SURFACE Bu€C"G 
CfXARACTERPSTl C S 

krstacote SE FR (Kesiu Test No: 2) 

Report No. 15806 - 112%2 

Novdnber 7,2002 

Prepai.ed For: 

160 C Lnvoy Road 
InstaCotc, Inc. 

Erie, MI 48133, U S A  
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Page ii of ii 
Novombsr 7,2002 

-- 

Test Date: 

Test' Sgansar: 

Test Results: 

h i h C o t e  SE F!R (ResinTed No: 2) 

ASTMEB4-OaaStandardTest Methodfor SURE'ACE 
BURNING ClURACTERZSTICS OF BUILDING 
MATEWS (ANSI 2.5, -?FA 255, UBC 8-1, UL 723) 

Novmnb~c 7,2002 

InstaCote, Ino. 

Date: November 7.2002 
Ernie Schmidt 
.Director, I%xmmabiliky Testing 

Date: November 7.2002 
William E. Fit& P.E. 
Executive Vice President 

No. 5529g 
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Report No. 15806 I 112542 
InsteCote. h c .  

I.. INTRODUCTTON 

This’,repart describes the reeu1t.s of the ASTM E84 Standard Test Method 
SURFACE BURNING CHARACTERISTICS OF BUILDING MATER- 
(I) , a method for determining the comparakiiee surface burning behavior of 
building materials. This test ie applicable t o  exposed surfaces, such as 
ceilings or walls, provided that.tlse material or assembly of mate~als, by its 
otyn structural quality or the manner in which it i s  tested and iqtended for 
use, is capable of supporting itself in position or being supported during the 
test period. 

‘The.purpose ofthe method is to detarmine the relative burning behavior o f  
:the .mat&al by obsexuhg the thine spread along the specimen. ,Flsme 
spread and s,molce density devdoped are reported, however, there is not 
necessarily a relationship between theso t w o  rnaaswemcmte. 

“The use of supporting matariala on,,&@ underaide of the test specimen may 
lower the flame spread index from that which might be obtained if the 
specimen could be t e d e d  without such sumo rt... Thk method may not be 
appropriate for obtaining comparative surface burning behavior o f  some 
cellular plastic matariala,.. Tqating of materials that melt, drip, or 
delaminate to such a degree that’the cobtinuity of the flame kont i s  
destroyed. resdks in low flame spredhdices tet do nut relate directly to 
indices obtained by testing materids that remain in place.” 

This test. method is also published under the following deeignations: 

, ANSI 2.5 
‘WPA 255 

UBC 8-1 (42-1) 
UL 723 

This stundad should be used tn musure and &scribe thcprvpe*s of 
hLate*aZs, pducits, or assemblies in,msponse to heat and frame under 
conii-vZ&d ihborabry ConditiCRIs Md Should mt be used to &scribe or 
apprtzise the fire hward or fi,m risk of matmiaZs,p&cts, or assemblies 
WZ&T actual conditions &bueuei; rCSU& of this test nay be used us 
ekmqds of u fim risk assessnientmhifk thlzes into dccount aLZ of the 
f a c t v r s  which are pertinent fo an assessmat of the fin hrzurrd of a 
particular end *E. 

~ 

(I) American Society for Testing and Materials (ASTMJ, Committee E-5 on 
Fire Standards 
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h p w t  NU. 15806 - 112542 
lzstacote. IX. 

.n. PUH906E 
Tho ASTM E84 (25 foot tunneD totli method i s  intcnded to compare thc 
.s;lrface name spread and smoke developed measurements to those 
obtained from tests of ninerd Ebcr cement board and select grade red oak 
f loorhg .  The test specimen susfaco (18 inches wide and 24 feet long) is 
exposed t o  a flaming Erc exposure d u h g  the 10 minute test duration, 
whit! fl-e spread over its suxfau aad density of the resulting smoke w e  
measwcd 'and recorded. Teas results are presented as the computed 
comparisons to the standard calibration materials. 

The .furnace is considered under calibration when a 10 &-me test of rea 
.oakdecking will pa86 flame out the end of the tunnel in five minutes, 30 
secozde, plus or minus 15 seconds. Mineral fiber cement board f o m o  the 
zcra .point for both flame spread and smoke devdopmd indexes, while thu 
red odK'flooriag smoke developed index i s  set: as 100. 

DESCRIpTlON OF 'IIEST SPEC-S 

Date Received: 
Dnte Prepqed: 

Chaditioaing (73°F & 50% R.H.): 
Spf%imeA Width (&I: 
Spocime4 Length W; 
Specimen Thicknoss: 

Metmiin1 Weight: 
Tutu1 Specimen Wsighc: 

Adhesive P+ conting applicoibn rate: 

Ir&aCotc SE FR /Resin Tnst No: 2) 

'19125JOl 
October a5 ,2W 
13 days 
24 
24 
0.516-jn. 
k/h az.lsq. yd. 
155.5-1bs. 
N I A  

Mounting IMrthod: 
The specimen was self supporting and waR placed directly on the inner 
ledges of t h e  tunnel appmratus. 

Specimen Descriptiom 
The specimen was described by the client as "InstaCotc SE FR (Resin Test 
#.)". Tne specimen consisted of (5) 24'' wide x 5 tt- long concrete panels 
coated with a blue fire retarded polyurca costing. 
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Page 3 of 6 
November 7 ,  2 0 0 ~  

The test results, computed an the basis of observed flame front advance and 
elecn-onic smoke density measurements are presented in the following 
table. In recognition of possible vdations and limitations ofthe test 
method, the results are computed %o the nearest number divisible by five, as 
outlined in the test method. 

While no longer a p m t  of this standard test method, the Fuel Contributed 
Value has been wmputed, and may be found on the computer printout 
vheet in the Append&. 

rests-- I 
I I 

Mineral Fiber Cement Board D 0 

Red Oak Flooring n/a log 

InstaCote SE FR (Resin Test a, 115 
No: 2) 

The data sheets are included in. the Appendix. These sheets are actual 
print-outs o f  the computerized data system which monitors the ASTM E84 
oppPratus; ,rind contain all calibration and specimen data needed to 
calculate the test results. 

V.. OBSERVATTONS 

Dufing the test, the specimen waiobaemed to behave in the fallowing 
manner: Steadyigxiition began at 0:25 (minxec). The test continued for 
the 1O:OO duration. 

After the test, 'the specimen obseFed t o  be damqged in the following 
manner: The coating was consumed'fiom 0 R. - 10 ft. and there was a 
residual amount o f  black char. Thoro was a light brown surface 
discoloration from 10 R. - 24 ft. 
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1-d No. 15806 - 1Y26.12 
I n s t d o t e ,  Inc. 

APPENDIX 
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ASTM E84 DATASHEETS 

CliWll: INSTACOTE. INC. 
Dale: 1117102 
Tme: 1c:2o~M 

Test Number: 1 

Project Number: 15806-1 12542 
Operator ESEH 

Specimen ID: "INSTACOTE SE FR (RESIN TESTbZ), FIRE RETARDED POLYUREA 
COATING" THE SPECIMEN WAS SELF-SUPPORTING. 

TEST RESULTS 

FLAMESPREAD INDEX 20 

SMOKEDRlELOPEDINDEX: l i s  

SPECIMEN DATA 

f imc to Ignltipn (sec): s 
nme to Mar FS (sac): 795 

Maximum FS (feet): 5 0  

Time to 980 "F (sec): NeuerAcachd 

Max Temperature rF): m? 
Time to Mas Temperaturn (see); 5~12 

Total Fuel Burned (cublc feet): rPI?i 

FSTime Area (lt%in); 42.7 

Smoke Area (OhA'min): 117.4 

Puel Area ('F'rnln): 56649 

Fuel Contributed Value:. 9 

U n r w n d e d  FSI: 220 

CALIBRATION DATA 
Time IO lgnilion of Last Red Oak (sec): 

Red Oak Smoke Area (%4'mln): 
Red Osk Fuel Area rF.-rnlR); 

Glass Fiber Board Fuel Area ("F-min): 

51 

101.00 

8670 

5325 
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Figure 4. Instacote Flame Spread Testing Data 

FLAME SPREAD [RI 

Temperature ("F) 
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APPENDIX C 

HYDROGEN GAS GENERATION CALCULATIONS 
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500 g Source Term with Polyurea 

Performed By: Terry Vail 
Checked By: John Woodbury 

------_____________-___________________ ---------------------------------------lnputInfo~ation ==============------------------------- 

Source Data: 
isotope Ci Bq Gm 

Pu-239 2.600€+01 9.620E+11 4.192€+02 
Pu-240 1.470E+01 5.439E+ll 6.478€+01 

Pu-242 5.930E-04 2.194€+07 1.500E-01 
Am-241 3.000E+01 1.110E+12 8.753E+00 

Container Void Volume: 0.0402 m"3 

Gamma Abs Curve: &-Gal Drum 

Pu-238 6.840E+00 2.531 E+11 3.994E-01 

Pu-241 5.670E+02 2.098E+13 5.505E+00 

Container Data: 

Container Mass: 35.4 kg 

Waste Data: 
Waste Form: Normal 
Waste State: Solid 
Waste Volume: 0.282 
Waste Mass: 399.6 
Mass of beryllium, lead, graphite, and hydrogenous 

material enriched with deuterium: 0 
Waste Void Volume: 0 

Decay Time Data: 
Date to begin source decay: 
Date container sealed: 2/15/2007 
Date contalner opened: 511 5RO12 

1/1/1979 

G Value Materials Data: 
Wt. Fraction G Alpha G Beta G Gamma Material Name 
9.14 0 0 3.8 Polyethylene (HDPE Marlex-50) 
90.6 0 0 0 USER 
0.25 0 0 3.2 Cellulose 

G Value Data: 
G Alpha G Beta G Gamma 
0 0 0.3554 
G values calculated from the list of materials (above). 

Comments: 
Gas generated by a 55 gallon drum with 500 g of 12% TRU fully coated with poiyurea and placed in a 85-gallon overpack. 

.................................... ------------------------------------Calculated ReSUltS==================:================= 

Decay Heat: 
Heat Generated on Start Date: 2.514 W 
Heat Generated on Seal Date: 2.865 W 
Heat Generated on Open Date: 2.88 w 

H2 Concentration: 1.9 I 
H2 Moles : 0.03536 moles 
H2 Volume : 792.6 cmA3 (0 C, 101.325 kPa) 
H2 Rate on Seal Date: 0.01709 cmA3/hr (0 C, 101.325 kPa) 
H2 Rate On Open Date: 0.01737 cm^3/hr (0 C, 101.325 kPa) 

Hydrogen Gas: 

Helium Gas: 
He Concentration: 0.049 % 
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He Moles : 0.000902 moles 
He Volume : 20.22 CmA3 (0 C. 101.325 kPa) 
He Rate On Seal Date: 0.0004383 cmA3/hr (0 C, 101.325 kPa) 
He Rate On Open Date: 0.0004408 cmA3/hr (0 C, 101.325 kPa) 

Partial Pressure (H2): 1.958 kPa 
Partial Pressure (He): 0.04995 kPa 
Partial Pressure (02): 0.9791 kPa (if H20 present in waste) 
Total Pressure (H2 + He +Air): 103.3 kPa 
Total Pressure (H2 + He + 02 +Air): 104.3 kPa (if H20 present in waste) 

Pressure On Open Date: 

Transportation: 
Note: Calculations are made at the end of the user-specified decay time. 

Radioactive Determination: 
Radioactive: Yes (ACEMs and ALECs z 1.0) 
ACEM Limit Fraction: 8 3 3 0 0 0 0 ACEMs (Number of ACEMs) 
ALEC Limit Fraction: 870200000 ALECs (Number of ALECs) 
This package is not exempt from the HMR. 

Effective A2s for Mixture: 0.06977 Ci 

Type Determination: 
Type: B (A2s 5 1 .O) 
A2 Limit Fraction: 3366 A2s (Number of A2s) 

Limited Quantity: No (Activity > 0.001 A2) 
Limited Quantity Determination: 

Activity: 3366 A2 
260.8 Ci 
9.651 TBq 

U-235 Activity: 0.3331 gm 
The user must check ensure that all other requirements for LQ in 49 CFR 173.421 are met. 

LSA-I: 
LSA-II: No (AZdgm 0.0001) 
LSA-HI: No (A2s/gm > 0.002) 
Specific Activity: 0.008423 AP/qm 

LSA Determination: 
No (A2s 5 30 x rad limits, and not fissile excepted) 

0.0006527 Cilgm 
The user must check ensure that all other requirements for LSA in 49 CFR 173,403 and 49 CFR 173.427 are met. 

HRCQ Determination: 
HRCQ: Yes (A2s > 3000) 
A2 Limit Fraction: 3366 A2s 
Activity: 260.8 Ci 

9.651 TBq 

Fissile Excepted Determination: 
Fissile Excepted: 
Fissile Quantity: 
Beryllium, lead, graphite, and 

hydrogenous material 
enriched with deuterium: 

Solid Non-Fissile Quantity: 
Total Uranium Quantity: 
U-233 Quantity: 
U-235 Quantity: 
Uranium Enrichment: 
Total Plutonium Quantity: 
Pu-239 Quantity: 
Pu-241 Quantity: 

Container Category Determination: 

No 
420.6 

0 
434600 
0.6003 
2.053E-06 
0.3331 
55.49 
485.4 

1.422 
418.9 
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Container Category: I 

TRU Waste Determination: 
TRU Waste: 
TRU Activity: 

Yes 
221200 nCi/g 

(TRU activity > 100 nCi/gm) 

WlPP Quantities: 
FGE Value: 424.1 
PE-Ci Value: 90.78 

Reportable Quantity Determination: 
Reportable Quantity: Yes 
RQ Limit Fraction: 901 3 

Dose-Equivalent Curies: 
Total ICRP-71/72 DE-Ci: 83.84 
Total FGR-11 DE-Ci: 92.01 

Source at the Start of Seal Time: 
Isotope 
HQ-206 
TI-206 
TI-207 
TI-208 
TI-209 
71-210 
Pb-209 
Pb-210 
Pb-211 
Pb-212 
Pb-214 
Bi-210 
Bi-211 
Bi-212 
Bi-213 
81-214 
Bi-215 
PO-21 0 
Po-21 1 
Po-212 
Po-21 3 
PO-214 
Po-215 
PO-216 
Po-218 
At-21 5 

At-218 
At-219 

At-217 

Rn-217 
Rn-218 
Rn-219 
Rn-220 
Rn-222 
Fr-221 
Fr-223 
Ra-223 
Ra-224 
Ra-225 
Ra-226 
Ra-228 
Ac-225 
Ac-227 
Ac-228 
Th-227 

Ci 
9.543E-19 
6.708E-17 
5.107E-11 
1.388E-15 

5.638E-14 
1.669E-11 

3.605E-13 

5.023E-11 
5.121E-11 
3.863E-15 

5.009E-11 
2.684E-10 

5.121 E-1 1 
3.863E-15 

2.685E-10 
4.161 E-17 
4.658E-11 

1.669E-11 

1.398E-13 
2.474E-15 
1.633E-11 
2.684E-10 

3.864E-15 

2.048E-16 

5.121 E-1 1 

2.685E-10 

1.66951 1 
5.369E-14 
4.290E-17 
2.003E-15 
5.369E-17 
5.121E-11 

2.685E-10 
1.669E-11 

3.864E-15 

7.150E-13 
5.121E-11 
3.864E-15 
1.676E-11 
2.689E-10 
4.905E-15 
1.669E-I 1 
5.181 E-i 1 
4.904E-15 
5.072E-11 

Bq 
3.531 E-08 
2.482E-06 
1.889E+00 
5.137E-05 
1.334E-02 

6.175E-01 
1.858E+00 
1.895E+00 
1.429E-04 
9.931E+OO 
1.853E+00 
1.895E+00 
1.429E-04 
6.175E-01 

2.086E-03 

9.933€+00 
1.540E-06 

5.172E-03 
9.155E-05 
6.042E-01 

1.724E+00 

9.931E+OO 
1.895E+00 
1.430E-04 
9.933E+00 
7.579E-06 
6.175E-01 
1.987E-03 
1.587E-06 
7.41OE-05 
1.987E-06 
1.895E+00 
1.430E-04 
9.933E+00 
6.175E-01 
2.646E-02 

1.430E-04 
6.202E-01 
9.949E+00 
1.8 15E-04 

1.917E+00 
1.815E-04 
1.877E+00 

1.895€+00 

6.175E-01 

(RQs >= 1.0) 
RQs (Number of RQs) 

Gm 
8.520E-27 

2.681E-19 
3.086E-25 

4.692E-24 
8.814E-22 
8.185E-23 

6.579E-13 

2.781 E-21 

3 .6zo~- ia  

2 .074~- ia  

8.187E-18 
4.038E-16 
1.247E-19 
2.637E-22 

6.080E-18 
3.521 E-25 
1.037E-14 

8.618E-19 

1.349E-24 
1.395E-32 
1.295E-27 
8.4OOE-25 
1.737E-24 
1.073E-26 

3.903E-31 
1.037E-23 
1.660E-24 

2.080E-29 
3.631 E-29 
3.936E-21 
4.190E-24 

9.494E-19 

4.497E-26 

1.746E-15 
9.613E-20 
1.849E-20 
9.997E-16 
2.400E-20 
4.276E-16 
2.720E-10 
1.799E-17 

7.164E-13 
2.876E-16 

2.195E-21 
1.651E-15 
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Th-228 
Th-229 
Th-230 ~~~ 

Th-231 
Th-232 
Th-234 
Pa-231 
Pa-233 
Pa-234 
Pa-234m 

U-234 

U-235111 
U-236 
U-237 

U-233 

U-235 

U-238 
Np-237 

PU-239 

Pu-24 1 
Pu-242 

Pu-238 

Pu-240 

Am-241 

Total Activity: 
w/o Daughters: 

3.869E-15 
1.687E-11 
6.522E-OR ._ 

7.197E-07 
8.481 E-15 
2.578E-12 

3.423E-04 
3.352E-15 

1.977E-08 

2.141 E-10 

2 .57a~- i2  

4.866E-04 
7.198E-07 
2.598E+01 
1.222E-05 

2.587E-12 

5.477E+00 
2.598E+01 
1.466E+01 
1.464E+02 
5.930E-04 
4.230E+01 

2.608E+02 
2.349E+02 

3.592E-03 

3.437E-04 

HNF-32146, Revision 0 

Appendix C 
500 g Source Term with Polyurea 

1.432E-04 

2.413E+03 
2.663E+04 
3.1 38Ed4 
9.540 Ed2  

6.243E-01 

7.921 E+OO 
1.266E+07 
1.240E-04 
9.540E-02 
7.317E+02 
1.800E+07 
2.663E+04 
9.61 1 E+11 
4.521E+05 
1.329E+08 
9.572E-02 
1.272€+07 
2.026E+11 
9.612€+11 
5.423E+11 
5.418€+12 
2.194E+07 
1.565E+12 

9.651 E+12 
8.690E+12 

4.721E-18 

3.164E-06 
1.354E-12 

1.1 14E-16 

1.649E-08 
1.677E-21 
3.755E-21 

7.934E-11 

7.734E-08 

4.533E-09 

2.053E-06 
7.827E-02 

8.443E-07 

4.402E-08 

4.877E-01 

3.331E-01 

1.889E-01 

7.697E-06 

3.198E-01 
4.189E+02 
6.459E+01 
1.422Et00 

1.234E+01 
1.500E-01 

Shipping Papers and Labels: 

Am-241 1567 0.4654 1567 0.4654 
' Pu-239 962.2 0.2859 2529 0.7513 

Pu-240 542.8 0.1613 3072 0.9125 
* PU-238 202.8 0.06026 3274 0.9728 

Isotope Number of A2s Fraction of A2s Cumulative A2s Cumulative Fraction of Azs 

Pu-241 91.53 0.02719 3366 1 
Contains 95% of the total A2s and must be included per 49 CFR 173.433. 
Radionuclides comprising less than 0.1% of the total A2s are not shown in the fist. 

* 
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HNF-32146, Revision 0 

Appendix C 
500 g Source Term Without Poiyurea 

Source Data: 
Isotope Ci 
Pu-238 6.840E+00 
Pu-239 2.600E+01 
Pu-240 1.470E+01 

Pu-242 5.930E-04 
Pu-241 5.670E+02 

Am-241 3.000E+01 

Container Data: 
Container Void Volume: 
Container Mass: 
Gamma Abs Curve: 

Waste Data: 
Waste Form: 
Waste State: 
Waste Volume: 
Waste Mass: 

Bq 
2.531E+ll 
9.620E+11 
5.439E+ll 
2.098E+13 
2.194E+07 
1.1 1 OE+12 

0.0702 
35.4 
85-Gal Drum 

Gm 

4.192E+02 
6.478E+01 
5.505€+00 
1.500E-01 
8.753€*00 

3.994E-01 

Mass of beryllium, lead, graphite, and hydrogenous 

Waste Void Volume: 
material enriched with deuterium: 

Decay Time Data: 
Date to begin source decay: 
Date container sealed: 211 512007 
Date container opened: 5/15/20 12 

1/1/1979 

Normal 
Solid 
0.252 
363.1 

0 
0 

G Value Materials Data: 
Wt. Fraction G Alpha G Beta G Gamma 
99.65 0 0 0 
0.25 0 0 3.2 

G Value Data: 
G Alpha G Beta G Gamma 
0 0 0.008008 
G values calculated from the list of materials (above). 

m"3 
kg 

kg 
m*3 

Material Name 
USER 
Cellulose 

Decay Heat: 
Heat Generated on Start Date: 
Heat Generated on Seal Date: 
Heat Generated on Open Date: 

2.514 
2.865 
2.88 

Hydrogen Gas: 
H2 Concentration: 0.026 
H2 Moles : 0.000802 
H2 Volume : 17.98 
H2 Rate on Seal Date: 
H2 Rate On Open Date: 

0.0003876 
0.0003938 

Helium Gas: 
He Concentration: 0.029 
He Moles : 0.000902 

W 
W 
W 

% 
moles 
cmA3 (0 C, 101.325 kPa) 
cmA3/hr (0 C, 101.325 kPa) 
cmA3/hr (0 C, 101.325 kPa) 

% 
moles 
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HNF-32146, Revision 0 

Appendix C 
500 g Source Term Without Polyurea 

He Volume : 20.22 an"3 (0 C, 101.325 kPa) 
He Rate On Seal Date: 0.0004383 cmA3/hr (0 C, 101.325 kPa) 
He Rate On Open Date: 0.0004408 cm"3/hr (0 C. 101.325 kPa) 

Pressure On Open Date: 
Partial Pressure (H2): 0.02593 kPa 
Partial Pressure (He): 0.02916 kPa 
Partial Pressure (02): 0.01297 kPa (if H20 present in waste) 
Total Pressure (H2 + He +Air): 101.4 kPa 
Total Pressure (H2 + He + 0 2  +Air): 101.4 kPa (if H20 present in waste) 

Transportation: 
Note: Calculations are made at the end of the user-specified decay time, 

Radioactive Determination: 
Radioactive: Yes (ACEMs and ALECs > 1.0) 
ACEM Limit Fraction: 91 68000 ACEMs (Number of ACEMs) 
ALEC Limit Fraction: 870200000 ALECs (Number of ALECs) 
This package is not exempt from the HMR. 

Effective A2s for Mixture: 0.06977 Ci 

Type Determination: 
Type: B (A25 > 1 .O) 
A2 Limit Fraction: 3366 MS (Number of Ms) 

Limited Quantity: No (Activity > 0.001 A2) 
Activity: 3366 A2 

260.8 Ci 
9.651 TBq 

U-235 Activity: 0.3331 gm 

Limited Quantity Determination: 

The user must check ensure that all other requirements for LQ in 49 CFR 173.421 are met. 

LSA-I: 
LSA-II: No (A2slgm 0.0001) 
LSA-Ill: No (Mslgm > 0.002) 
Specific Activity: 0.009271 A2/gm 

0.0007184 Cigm 
The user must check ensure that all other requirements for LSA in 49 CFR 173.403 and 49 CFR 173.427 are 

LSA Determination: 
No (A2s > 30 x rad limits, and not fissile excepted) 

met. 

HRCQ Determination: 
HRCQ: Yes (A2s 3000) 
A2 Limit Fraction: 3366 A2s 
Activity: 260.8 Ci 

9.651 TBq 

Fissile Excepted Determination: 
Fissile Excepted: 
Fissile Quantity: 
Beryllium, lead, graphite, and 

hydrogenous material 
enriched with deuterium: 

Solid Non-Fissile Quantity: 
Total Uranium Quantity: 
U-233 Quantity: 
U-235 Quantity: 
Uranium Enrichment: 
Total Plutonium Quantity: 
Pu-239 Quantity: 
Pu-241 Quantity: 

No 
420.6 

0 
398000 
0.6003 
2.053E-06 
0.3331 
55.49 
485.4 
418.9 
1.422 

Package is fissile 
gm 
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Appendix C 
500 g Source Term Without Polyurea 

Container Category Determination: 
Container Category: I 

TRU Waste Determination: 
TRU Waste: Yes 
TRU Activity: 243500 

WlPP Quantities: 
FGE Value: 424.1 
PE-Ci Vafue: 90.78 

Reportable Quantity Determination: 
Reportable Quantity: 
RQ Limit Fraction: 

Dose-Equivalent Curies: 
Total ICRP-71l72 DE-Ci: 
Total FGR-11 DE-Ci: 

Source at the Start of Seal Time: 
Isotope 

TI-206 
TI-207 
TI-208 

TI-210 
Pb209 
Pb-210 
Pb211 
Pb-212 
Pb-214 

Hg-206 

TI-209 

Bi-210 
Bi-211 
Bi-212 
31-213 
81-214 
Ei-215 
PO-210 
Po-21 1 
Po-212 
PO-213 
Po-21 4 
Po-21 5 
Po-216 
PO-218 
At-215 
At-2 17 
At-21 8 
At-21 9 
Rn-217 
Rn-218 
Rn-219 
Rn-220 
Rn-222 
Fr-221 
Fr-223 
Ra-223 
Ra-224 
Ra-225 
Ra-226 
Ra-228 

Ac-227 
Ac-225 

Ci 

6.708E-17 
9.543E-19 

5.107E-11 
1.388E-15 
3.605E-13 

1.669E-11 
5.023E-11 

3.863E-15 
2.684E-10 
5.009E-11 
5.121 E-11 
3.863E-15 

2.685E-10 
4.161E-17 
4.658E-11 
1.398E-13 

1.633E-11 
2.684E-10 

3.864515 
2.685E-10 

5.638E-14 

5.121 E-1 1 

1.669E-11 

2.474E-15 

5.121 E-1 1 

2.048E-16 
1.669E-11 
5.369E-14 
4.290E-17 
2.003E-15 

5.121E-11 
3.864E-15 
2.685E-10 
1.669E-11 

5.369E-17 

7.1 50E-13 
5.121E-11 

1.676E-11 

4.905E-15 

5.1 81 E-1 1 

3.864E-15 

2.689E-10 

1.669E-11 

Yes 
9013 

83.84 
92.01 

Bq 
3.531E-08 
2.482E-06 
1.889E+00 
5.137E-05 
1.334E-02 
2.086E-03 
6.175E-01 
1.858Et00 
1.895€+00 

9.931 E+OO 
1.853E+00 

1.429E-04 

9.933E+00 

1.724E+00 

9.1 55E-05 

9.931 Et00 
1.895E+00 
1.430E-04 
9.933EtOO 
7.579E-06 
6.175E-01 

1.429E-04 

1.895E+00 

6.175E-01 

1.540E-06 

5.1 72E-03 

6.042E-01 

1.987E-03 
1.587E-06 
7.410E-05 
1.987E-06 
1.895E+00 
1.430E-04 
9.933Et00 
6.175E-01 
2.646E-02 
1.895E+00 
1.43OE-04 
6.202E-01 
9.949ECOO 
1.815E-04 
6.175E-01 
1.91 7E+00 

(TRU activity > 100 nCi/gm) 
nCilg 

(RQs >= 1 .O) 
RQs (Number of RQs) 

Gm 
8.520E-27 
3.086E-25 
2.681E-19 
4.692E-24 
8.814E-22 
8.185E-23 

6.579E-13 

2.781E-21 
8.187E-18 
4.038E-16 

2.637E-22 
8.618E-19 

3.521E-25 
1.037E-14 

1.395E-32 
1.295E-27 
8.400E-25 
1.737E-24 
1.073E-26 
9.494E-19 

1.037E-23 
1.660E-24 

3.620E-18 

2.074E-18 

1.247E-19 

6.080E-18 

1.349E-24 

3.903E-31 

4.497E-26 
2.08OE-29 
3.631 E-29 
3.936E-21 
4.190E-24 

9.613E-20 
1.746E-15 

1.849E-20 
9.997E-16 
2.400E-20 
4.276E-16 
2.720E-10 
1.799E-17 
2.876E-16 
7.164E-13 
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Ac-228 
Th-227 
Th-228 
Th-229 
Th-230 
Th-231 
Th-232 
TI-234 
Pa-231 
Pa-233 
Pa-234 
Pa-234m 
U-233 
U-234 
U-235 
U-235m 
U-236 
U-237 
U-238 

Pu-238 
Np-237 

Pu-239 
Pu-240 
Pu-241 

Am-241 

Total Activity: 
w/o Daughters: 

Pu-242 

4.904E-15 
5.072E-11 
3.869E-15 
1.687E-11 
6.522E-08 
7.197E-07 
8.481 E-15 
2.578E-12 
2.141E-10 

3.352E-15 
2.578E-12 
1.977E-08 

3.423E-04 

4.866E-04 
7.198E47 
2.598€+01 
1.222E-05 

2.587E-12 
3.592E-03 

3.437E-04 
5.477E+00 
2.598E+01 
1.466E+01 
1.464€+02 
5.930E-04 
4.230€+01 

2.608E+02 
2.349E+02 

HNF-32146, Revision 0 

Appendix C 
500 g Source Term Without Polyurea 

Shipping Papers and Labels: 

* Am-241 1567 
* Pu-239 962.2 
* Pu-240 542.8 
* Pu-238 202.8 

Isotope Number of A2s 

1.815E-04 
1.877E+00 
1.432E-04 
6.243E-01 
2.413E+03 
2.663E44 
3.1 38E-04 
9.540E-02 
7.921E+OO 
1.266€+07 

7.317E+02 
1.800E+07 
2.663E+04 
9.61 1 E+11 
4.521€+05 
1.329E+08 

1.272E+07 
2.026E+11 
9.612E+11 
5.423E+11 
5.418€+12 
2.1 94E+07 

9.651 E+12 
8.690E+12 

1.240E-04 
9.540E-02 

9.572E-02 

1.565E+12 

Fraction of A2s 
0.4654 
0.2859 
0.1613 
0.06026 

2.195E-21 

4.721E-18 
7.934E-11 
3.1 64E-06 

7.734E-08 

4.533E-09 

1.677E-21 
3.755E-21 
2.053E-06 

1.651E-15 

1.354E-12 

1.1 14E-16 

1.649E-08 

7.827E-02 
3.331 E-01 
8.443E-07 
1.889E-01 
4.402E-08 

4.877E-01 
7.697E-06 

3.198E-01 
4.189E+02 
6.459E+01 
1.422E+00 
1.500E-01 
1.234E+01 

Cumulative A2s 
1567 0.4654 
2529 0.7513 
3072 0.9125 
3274 0.9728 

Cumulative Fraction of A2s 

Pu-241 91.53 0.02719 3366 1 

Radionuclides comprising less than 0.1% of the total A2s are not shown in the list. 
* . Contains 95% of the total A25 and must be included per 49 CFR 173.433. 

Page C-9 



Page 60 of 67 of DA04680787 

HNF-32146, Revision 0 

Source Data: 
Isotope Ci 
Pu-238 2.740E+00 
Pu-239 1.040E+01 
Pu-240 5.890E+00 
Pu-241 2.270Et02 
PU-242 2.370E-04 
Am-241 1.200E+01 

Container Data: 
Container Void Vofume: 
Container Mass: 
Gamma Abs Curve: 

Waste Data: 
Waste Form: 
Waste State: 
Waste Volume: 

Bq 
1.014E+11 
3.848Ecll 
2.179E+ll 
8.399E+12 
8.769E+06 
4.440E+11 

0.0402 
35.4 
85Gal Drum 

Gm 

2.596E+01 
2.204E+OO 

3.501 E+OO 

1.600E-01 
1.677E+02 

5.994E-02 

Normal 
Solid 
0.282 m^3 

Waste Mass: 399.6 kg 

material enriched with deuterium: 0 kg 
Mass of beryllium, lead, graphite, and hydrogenous 

Waste Void Volume: 0 m-3 

Decay Time Data: 
Date to begin source decay: 
Date container sealed: 2/15/2007 
Date container opened: 5/15/2012 

1/1/1979 

G Value Materials Data: 
W t  Fraction G Alpha G Beta G Gamma Material Name 
9.14 0 0 3.8 Polyethylene (HDPE Marlex-50) 
90.6 0 0 0 USER 
0.25 0 0 3.2 Cellulose 

G Value Data: 
G Alpha G Beta G Gamma 
0 0 0.3554 
G values calculated from the list of materials (above). 

Comments: 
Gas generated by a 55 gallon drum with 200 g of 12% TRU fully coated with polyurea and placed in a 85gallon 
overpack. 

.................................... ------------------------------------Calculated Results=============---------===----------- 

Decay Heat: 
Heat Generated on Start Date: 1.006 w 
Heat Generated on Seal Date: 1.146 W 
Heat Generated on Open Date: 1.153 W 

H2 Concentration: 0.78 % 
H2 Moles : 0.01415 moles 
H2 Volume : 317.2 cmA3 (0 C, 101.325 kPa) 
H2 Rate on Seal Date: 0.006838 cm"3hr (0 C, 101.325 kPa) 
H2 Rate On Open Date: 0.006949 cmA3/hr (0 C, 101.325 kPa) 

Hydrogen Gas: 

Helium Gas: 
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200 g Source Term With Polyurea 

He Concentration: 0.02 % 
He Moles : 0.000361 moles 
He Volume : 8.091 cmA3 (0 C, 101.325 kPa) 
He Rate On Seal Date: 0.0001754 cmA3/hr (0 C, 101.325 kPa) 
He Rate On Open Date: 0.0001764 cm43/hr (OC, 101.325 kPa) 

Partial Pressure (H2): 0.793 kPa 
Partial Pressure (He): 0.02023 kPa 
Partial Pressure (02): 0.3965 kPa (if H20 present in waste) 
Total Pressure (H2 + He +Air): 102.1 kPa 
Total Pressure (H2 + He + 0 2  +Air): 102.5 kPa (if H20 present in waste) 

Pressure On Open Date: 

Transportation: 
Note: Calculations are made at the end of the user-specified decay time. 

Radioactive Determination: 
Radioactive: Yes (ACEMs and ALECs > 1.0) 
ACEM Limit Fraction: 3334000 ACEMs (Number of ACEMs) 
ALEC Limit Fraction: 348500000 ALECs (Number of ALECs) 
This package is not exempt from the HMR. 

Effective A2s for Mixture: 0.06979 Ci 

Type Determination: 
Type: B (A2s > 1 .O) 
A2 Limit Fraction: 1347 A2S (Number of A2s) 

Limited Quantity: No (Activity > 0.001 A2) 
Limited Quantity Determination: 

Activity: 1347 A2 
104.4 Ci 
3.863 TBq 

U-235 Activity: 0.1332 gm 
The user must check ensure that all other requirements for LQ in 49 CFR 173.421 are met. 

LSA-I: 
LSA-II: No (A2slgm > 0.0001) 
LSA-IIJ: No (A2s/gm > 0.002) 
Specific Activity: 0.003371 A2lgm 

0.0002613 Cilgm 
The user must check ensure that all other requirements for LSA in 49 CFR 173.403 and 49 CFR 173.427 are 

LSA Determination: 
No (Fissile excepted, but A2s > 30 x rad limits) 

met. 

HRCQ Determination: 
HRCP: No 
A2 Limit Fraction: 1347 A 2 S  
Activity: 104.4 Ci 

3.863 TBq 

HRCP: No 
A2 Limit Fraction: 1347 A 2 S  
Activity: 104.4 Ci 

3.863 TBq 

Fissile Excepted Determination: 

material > 3.365E+05 grams) 
Fissile Excepted: Yes 

Fissile Quantity: 168.3 gm 
Beryllium. lead, graphite, and 

enriched with deuterium: 0 gm 
Solid Non-Fissile Quantity: 434800 gm 
Total Uranium Quantity: 0.2403 gm 

U-235 Quantity: 0.1 332 gm 

Total Plutonium Quantity: 194.2 gm 

hydrogenous material 

U-233 Quantity: 8.212E-07 gm 

Uranium Enrichment: 55.45 Yo 

(Fissile isotopes <= 180 grams, solid non-fissile 
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Appendix C 
200 g Source Term With Polyurea 

Pu-239 Quantity: 167.6 gm 
Pu-241 Quantity: 0.5693 gm 

Container Category Determination: 

TRU Waste Determination: 

Container Category: II 

TRU Waste: Yes 
TRU Activity: 88540 

WlPP Quantities: 
FGE Value: 169.7 
PECi Value: 36.33 

Reportable Quantity Determination: 
Reponable Quantity: Yes 
RQ Limit Fraction: 3607 

Dose-Equivalent Curies: 
Total ICRP-71n2 DE-Ci: 33.55 
Total FGR-11 DE-Ci: 36.82 

Source at the Start of Seal Time: 
Isotope 

TI-206 

TI-208 

Hg-206 

TI-207 

TI-209 
TI-2 1 0 
Pb-209 
Pb-210 
Pb-211 
Pb-212 
Pb-214 
Bi-210 
Bi-211 
Bi-212 
Eli-213 
Bi-214 
Bi-215 
Po-210 
Po-21 1 
Po-212 
Po-213 
Po-214 
PO-21 5 
Po-216 
PO-218 
At-21 5 
At-21 7 
At-21 8 
At-21 9 
Rn-217 
~11-218 
Rn-219 

Rn-222 
Fr-221 
Fr-223 
Ra-223 
Ra-224 
Ra-225 
Ra-226 

Rn-220 

Ci 
3.823E-19 
2.687E-17 
2.043E-11 
5.563E-16 
1.442E-13 

6.676E-12 
2.012E-11 

2.258E-14 

2.048E-11 
1.548E-15 
1.075E-I0 
2.007E-11 
2.048E-11 

6.676E-12 
1.548E-15 

1.075E-10 
1.665E-17 
1.866E-11 
5.592E-14 

6.533E-12 
9.914E-16 

1.075E-10 
2.048E-11 
1.548E-15 
1.075E-10 
8.193E-17 
6.677E-12 
2.151E-14 

8.012E-16 

2.048E-11 

1.716E-17 

2.151 E-17 

1.548E-15 
1.07%-10 
6.677E-12 
2.860E-13 

1.54851 5 

1.077E-10 

2.048E-11 

6.706E-12 

Bq 
1.414E-08 

7.558E-01 

5.335E-03 
8.356E-04 
2.470E-01 

7.578E-01 
5.727E-05 

7.425E-01 

5.727E-05 

9.942 E-07 

2.058E-05 

7.444E-01 

3.978E+00 

7.578E-01 

2.470E-01 
3.979E+00 
6.159E-07 
6.904E-01 

3.668E-05 
2.417E-01 
3.978Et00 
7.579E-01 
5.728E-05 
3.979E+00 
3.031 E 4 6  
2.470E-01 
7.958E-04 
6.349E-07 

7.958E-07 
7.579E-01 
5.728E-05 
3.979€+00 
2.470E-01 

2.069E-03 

2.965E-05 

1.058E-02 
7.579E-01 
5.728E-05 
2.481E-01 
3.985E+00 

(TRU activity > 100 nCi/gm) 
nCi/g 

(RQs >= 1 .O) 
RQs (Number of RQs) 

Gm 
3.413E-27 

1.073E-19 
1.236E-25 

1.880E-24 
3.526E-22 
3.279E-23 
1.448E-18 

8.297E-19 
1.1 14E-21 

1.61 8E-16 

2.635E-13 

3.280E-18 

4.987E-20 
1.057E-22 
3.448E-19 
2.436E-18 

4.153E-15 
1.408E-25 

5.396E-25 
5.589E-33 

3.365E-25 
5.180E-28 

6.948E-25 
4.298527 
3.803E-19 
1.561E-31 
4.1 48E-24 

1.799E-26 

1.455E-29 

1.679E-24 
6.994E-16 
3.846E-20 
7.395E-21 
3.999E-16 

1.71OE-16 

6.65OE-25 

8.322E-30 

1.575E-21 

9.615E-21 

1.090E-10 
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Ra-228 
Ac-225 
Ac-227 
AC-228 
Th-227 
Th-228 
Th-229 
Th-230 
Th-231 

Th-234 
Th-232 

Pa-231 
Pa-233 
Pa-234 
Pa-234111 
U-233 
U-234 
U-235 

U-236 
U-237 
U-238 
Np-237 

U-235m 

Pu-238 
Pu-239 
Pu-240 
Pu-241 
Pu-242 
Am-241 

Total Activity: 
wlo Daughters 

1.96%-15 
6.677E-12 
2.073E-11 
1.965E-15 
2.029E-11 
1.550E-15 
6.750E-12 
2.613E-08 
2.879E-07 
3.398E-15 
1.030E-12 
8.564E-11 
1.369E-04 
1.340E-15 
1.030E-12 
7.911E-09 
1.949E-04 
2.879E-07 
1.039E+01 
4.896E-06 
1.438E-03 
1.034E-12 
1.375E-04 
2.1 94E+00 
1.039E+01 
5.873€+00 
5.863Ec01 
2.370504 
1.692€+01 

1.044E+02 
9.401 E+01 

Shipping Papers and Labels: 

* Am-241 626.8 
* Pu-239 384.9 
* Pu-240 217.5 

Pu-238 81 26 
Pu-241 36.64 

Isotope Number of A2s 

HNF-32146, Revision 0 

Appendix C 
200 g Source Term With Polyurea 

7.271 E-05 
2.470E-01 
7.668E-01 
7.270E-05 
7.507E-01 

2.497E-01 
5.736E-05 

9.667E+02 
1.065E+04 

3.813E-02 
1.257f-04 

3.169E+00 
5.066E+06 
4.956E-05 

2.927E+02 

1.065E+04 

3.813E-02 

7.212E+06 

3.844E+11 
1.812E+05 
5.322€+07 
3.826E-02 
5.088E+06 
8.1 17E+10 
3.845E+11 
2.1 73E+11 
2.169E+12 
8.769E+06 
6.262E+11 

3.863E+12 
3.478E+12 

7.208E-18 
1.1 51 E-16 
2.866E-13 
8.793E-22 
6.603E-16 
1.892E-18 
3.174E-11 
1.268E-06 

3.099E-08 

1.81 3E-09 

6.703E-22 
1.501E-21 

5.417E-13 

4.451 E-17 

6.598E-09 

8.212E-07 
3.135E-02 
1.332 E-0 1 

7.570E-02 
1.762E-08 
3.076E-06 
1.951E-01 
1.281E-01 
1.676E+02 
2.588E+Ol 
5.693E-01 

4.938E+00 

3.377E-07 

5.993E-02 

Fraction of A2s 
0.4653 
0.2857 
0.1615 
0.06032 . 
0.0272 

Contains 95% of the total A2s and must be included per 49 CFR 173.433. ' 
Radionuclides comprising less than 0.1 % of the total A2s are not shown in the list. 

* 

Cumulative A2s 
626.8 0.4653 
1012 0.751 
1229 0.9125 
1310 0.9728 
1347 1 

Cumulative Fraction of A2s 
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Isotope Ci 
Pu-238 2.740E+00 
Pu-239 1.040€+01 
Pu-240 5.890E+00 
Pu-241 2.270€+02 
Pu-242 2.370E-04 
Am-241 1.200€+01 

Container Void Volume: 
Container Mass: 
Gamma Abs Curve: 

Container Data: 

Waste Data: 
Waste Form: 
Waste State: 
Waste Volume: 

Bq Gm 

3.848E.cll 1.677E+02 
2.179E+11 2.596E+01 
8.399€+12 2.204E+OO 

4.440E+11 3.501 E+OO 

l.O14E+ll 1.6OOE-01 

8.769E+06 5.994E-02 

0.0702 m"3 
35.4 kg 
85Gal Drum 

Normal 
Solid 
0.252 mA3 
363.1 kg Waste Mass: 

Mass of beryllium. lead, graphite, and hydrogenous 

Waste Void Volume: 0 mA3 
material enriched with deuterium: 0 kg 

Decay Time Data: 
Date to begin source decay: 
Date container sealed: 2/15/2007 
Date container opened: 5/15/2012 

1/1/1979 

G Value Materials Data: 
Wt. Fraction G Alpha G Beta G Gamma Material Name 
99.65 0 0 0 USER 
0.25 0 0 3.2 Cellulose 

G Alpha G Beta G Gamma 
0 0 0.008008 
G values calculated from the list of materials (above). 

G Value Data: 

Comments: 
Gas generated by a 55 gallon drum with 200 g of 12% TRU without polyurea and placed in a 85-gallon overpack. 

-I---------------------------------- ------------------------------------Calculated ReSUltS======================E=======I==I===== 

Decay Heat: 
Heat Generated on Start Date: 1.006 W 
Heat Generated on Seal Date: 1.146 W 
Heat Generated on Open Date: 1.153 W 

H2 Concentration: 0.01 % 
"2 Moles : 0.0003209 moles 
H2 Volume : 7.193 cmA3 (0 C. 101.325 kPa) 
H2 Rate on Seal Date: 0.0001551 cmA3/hr (0 C. 101.325 kPa) 
H2 Rate On Open Date: 0.0001576 cmA3ihr (0 C, 101.325 kPa) 

He Concentration: 0.012 % 
He Moles : 0.000361 moles 

Hydrogen Gas: 

Helium Gas: 
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He Volume : 8.091 cmA3 (0 C. 101.325 kPa) 
He Rate On Seal Date: 0.0001754 cmA3/hr (0 C, 101.325 kPa) 
He Rate On Open Date: 0.0001764 cmA3/hr (0 C, 101.325 kPa) 

Partial Pressure (HZ): 0.01038 kPa 
Partial Pressure (He): 0.01 168 kPa 
Partial Pressure (02): 0.00519 kPa (if H20 present in waste) 
Total Pressure (H2 + He + Air): 101.3 kPa 
Total Pressure (H2 + He + 0 2  +Air): 101.4 kPa (if H20 present in waste) 

Pressure On Open Date: 

Transportation: 
Note: Calculations are made at the end of the user-specified decay time. 

Radioactive Determination: 
Radioactive: Yes (ACEMs and ALECs > 1.0) 
ACEM Limit Fraction: 3669000 ACEMs (Number of ACEMs) 
ALEC Limit Fraction: 348500000 ALECs (Number of ALECs) 
This package is not exempt from the HMR. 

Effective A2s for Mixture: 0.06979 Ci 

Type Determination: 
Type: 
A2 Limit Fraction: 

Limited Quantity Determination: 
Limited Quantity: 
Activitv: 

B 
1347 

No 
1347 

(A2s > 1 .O) 
A2S (Number of A2s) 

(Activity > 0.001 A2) 
A2 ~ 

164.4 Ci 
3.863 TBq 

U-235 Activity: 0.1332 gm 
The user must check ensure that all other requirements for LQ in 49 CFR 173.421 are met. 

LSA-I: 
LSA-II: No (A2slgm 5 0.0001) 
LSA-I I I: No (A2slgm > 0.002) 

The user must check ensure that all other requirements for LSA in 49 CFR 173.403 and 49 CFR 173.427 are 

LSA Determination: 
No (Fissile excepted, but A2s > 30 x rad limits) 

Specific Activity: 0.00371 + w m  
0.0002876 Cilgm 

met. 

HRCQ Determination: 
HRCQ: No 
A2 Limit Fraction: f 347 
Activity: 104.4 

3.863 

Fissile Excepted Determination: 

material > 3.365E+05 grams) 
Fissile Excepted: Yes 

Fissile Quantity: 168.3 
Beryllium, lead, graphite, and 

hydrogenous material 
enriched with deuterium: 0 

Solid Non-Fissile Quantity 398300 
Total Uranium Quantity: 0.2403 
U-233 Quantity: 8.212E-07 
U-235 Quantity: 0.1332 
Uranium Enrichment: 55.45 
Total Plutonium Quantity: 194.2 
Pu-239 Quantity: 167.6 
Pu-241 Quantity: 0.5693 

A2s 

(Fissile isotopes <= 180 grams, solid non-fissile 
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Container Category Determination: 
Container Category: II 

TRU Waste Determination: 
TRU Waste: Yes 
TRU Activity: 97450 

WlPP Quantities: 
FGE Value: 169.7 
PE-Ci Value: 36.33 

Reoortable Quantitv Determination: 
’ Reportable Quantity: 
RQ Limit Fraction: 

Dose-Equivalent Curies: 
Total ICRPJlD2 DE-Ci: 
Total FGR-11 DE-Ci: 

Source at the Start of Seal Time: 
Isotope 
Hg-206 
TI-206 
TI-207 
TI-208 
TI-209 
TI-21 0 
Pb-209 
Pb-210 
Pb-211 
Pb-272 
Pb-214 
Bi-210 
Bi-211 
Bi-212 
Bi-213 
Bi-214 
Bi-215 
PO-210 
Po-21 1 
PO-212 
Po-21 3 
PO-214 
Po-21 5 
PO-216 
Po-218 
At-21 5 
At-2 1 7 
At-21 8 
At-21 9 

Rn-218 
Rn-219 

Rn-217 

Rn-220 
Rn-222 
Fr-221 
Fr-223 
Ra-223 
Ra-224 
Ra-225 
Ra-226 
Ra-228 
AC-225 

Ci 
3.823519 
2.687E-17 
2.043E-11 
5.563E-16 
1.442E-13 
2.258E-14 
6.676E-12 
2.012E-11 
2.048E-11 
1.548E-15 
1.075E-10 
2.007E-11 
2.048E-11 
1.548E-15 
6.676E-12 
1.075E-10 
1.665E-17 
1.866E-11 
5.592E-14 
9.914E-16 
6.533E-12 
1.075E-10 
2.04851 1 
1.548E-15 
1.075E-10 
8.193E-17 
6.677E-12 
2.151 E-14 
1.716E-17 
8.012E-16 
2.151E-17 
2.048E-11 
1.548E-15 
1.075E-10 
6.677E-12 
2.860E-13 
2.048E-11 
1.548E-15 
6.706E-12 
1.077E-10 
1.965E-15 
6.677E-12 

Yes 
3607 

33.55 
36.82 

Bq 
1.414E-08 
9.942E-07 
7.558 E-0 1 
2.058E-05 

8.356E-04 
2.470E-01 
7.444E-01 
7.578E-01 
5.727E-05 

5.335E-03 

3.978E+00 
7.425E-01 
7.578E-01 

2.47OE-01 

6.159E-07 
6.904E-01 

3.668E-05 

5.727E-05 

3.979E+00 

2.069E-03 

2.417E-01 
3.978E+00 
7.579E41 
5.728E-05 
3.979E+00 
3.031E-06 
2.470E-01 
7.958E-04 
6.349E-07 

7.958E-07 
2.965E-05 

7.579E-01 
5.728E-05 
3.979E+00 
2.470E-01 
1.058E-02 
7.579E-01 
5.728E-05 
2.481E-01 
3.985E+00 
7.271 E-05 
2.470E-01 

(TRU activity > 100 nCi/gm) 
nCi/g 

(RQs >= 1.0) 
RQs (Number of RQs) 

Gm 
3.413E-27 
1.236E-25 
1.073E-19 
1.880E-24 
3.526E-22 
3.279E-23 
1.448E-18 
2.635E-13 
8.297E-19 
1.1 14E-21 
3.280E-18 
1.618E-16 

1.057E-22 
4.987E-20 

3.448E-19 
2.436E-18 
1.408E-25 
4.153E-15 
5.396E-25 
5.589E-33 

3.365E-25 
6.948E-25 
4.29RE-27 

5.180E-28 

~ . . ~  ~ 

3.803E-19 
1.561 E-31 
4.148E-24 
6.650E-25 
1.799E-26 
8.322E-30 
1.455E-29 

1.679E-24 
6.994516 
3.846E-20 

1.575E-21 

7.395E-21 
3.999E-16 
9.615E-21 
1.710E-16 
1.090E-10 
7.208E-18 
1.1 51 E-16 
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At-227 
Ac-228 
Th-227 

Th-229 

Th-231 

Th-234 

Th-228 

Th-230 

Th-232 

Pa-231 
Pa-233 
Pa-234 
Pa-234111 
U-233 
U-234 
U-235 

U-236 
U-237 

U-235m 

U-238 
Np-237 

Pu-239 

Pu-241 
Pu-242 
Am-241 

Total Activity: 
w/o Daughters: 

Pu-238 

Pu-240 

HNF-32146, Revision 0 

Appendix C 
200 g Source Term Without Polyurea 

2.073E-11 
1.96551 5 
2.029E-11 

6.750E-12 
2.613E-08 
2.879E-07 

1.030E-12 
8.564E-11 

1.550E-15 

3.398E-15 

1.369E-04 
1.340E-15 
1.030E-12 
7.91 lE-09 
1.949E-04 
2.879E47 
1.039E+01 
4.896506 
1.438E-03 
1.034E-12 
1.375E-04 
2.194E+00 
1.039Et01 
5.873E+00 
5.863E+01 
2.370E-04 
1.692EtOl 

1.044E+02 
9.401E+01 

Shipping Papers and Labels: 

* Am-241 626.8 
* Pu-239 384.9 
' Pu-240 217.5 

Isotope Number of A2s 

7.668E-01 
7.270E-05 

5.736E-05 
7.507E-01 

2.497E-01 
9.667E+02 
1.065E+04 
1.257E-04 
3.81 3E-02 
3.169E+00 
5.066E+06 

2.927€+02 
7.212E+06 
1.065E+04 

1.812€+05 

4.956E-05 
3.813E-02 

3.844E+11 

5.322E+07 

5.088E+06 
8.1 17E+10 
3.845E+11 
2.173E+11 
2.169E+12 
8.769E+06 
6.262Etll 

3.863€+12 
3.478E+12 

3.826E-02 

Fraction of A2s 
0.4653 
0.2857 
0.1615 

Pu-238 81.26 0.06032 

2.866E-13 
8.793E-22 
6.603E-16 
1.892E-18 
3.174E-11 
1.268E-06 
5.417E-13 
3.099E-08 
4.451 E-17 
1.813E-09 
6.598E-09 
6.703E-22 

8.212E-07 
1.501 E-21 

3.135E-02 
1.332E-01 
3.377E-07 
7.570E-02 
1.762E-08 

1.951 E-01 

1.676E+02 
2.588E+01 
5.693E-01 

3.076E-06 

1.281 E-01 

5.993E-02 
4.938E+00 

Cumulative' ASS 
626.8 0.4653 

Cumulative Fraction of A2s 

1012 0.751 
1229 0.9125 
1310 0.9728 

Pu-241 36.64 0.0272 1347 1 
Contains 95% of the total A2s and must be included per 49 CFR 173.433. ' 
Radionuclides comprising less than 0.1% of the total A2s are not shown in the list. 
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